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Ms. Alexandra K. Smith, Program Manager 
Nuclear Waste Program 
Washington State Department of Ecology 
3100 Port of Benton Boulevard 
Richland, Washington 99354 

Dear Ms. Smith: 

CLASS 1 MODIFICATIONS TO THE HANFORD FACILITY RESOURCE CONSERVATION 
AND RECOVERY ACT PERMIT, QUARTER ENDING JUNE 30, 2020 

 
In accordance with the Hanford Facility Resource Conservation and Recovery Act Permit, 
Dangerous Waste Portion for the Treatment, Storage, and Disposal of Dangerous Waste (Permit) 
Condition I.C.3, attached are Class 1 permit modification documents for the quarter ending 
June 30, 2020. 

 
The attached modifications pertain to information contained in Parts I and II of the Permit 
(Standard and General Facility Conditions) and also Part III of the Permit, “Unit-Specific 
Conditions for Final Status Operations.” The changes to Part I and II affect historical 
information about prior Permit modifications. The changes to Part III affect the Liquid Effluent 
Retention Facility and 200 Area Effluent Treatment Facility (Operating Unit Group 3), 325 
Hazardous Waste Treatment Units (Operating Unit Group 5), Waste Treatment and 
Immobilization Plant (Operating Unit Group 10), and the Integrated Disposal Facility (Operating 
Unit Group 11). 

 
The U.S. Department of Energy and Washington State Department of Ecology (Ecology) use 
Permit Change Notices (PCNs) to help track Class 1 permit modifications. This modification 
package addresses the following PCNs: 

 
PCN Identifier: Affected Permit Section: 
PCN-HFSW-2020-01 Parts I & II 
PCN-LERF/ETF-2020-01 OUG-3, Unit Specific Conditions and Addendum C 
PCN-325-2020-01 OUG-5, Unit Specific Conditions and Addendum J 
24590-LAW-PCN-ENV-19-005 OUG-10, Unit Specific Conditions and Appendix 9.9 
PCN-IDF-2020-03 OUG-11 Unit Specific Conditions and Addendum J.1 

 
 
 
 
 

Richland Operations Office 
P.O. Box 550 
Richland, Washington 99352 

Office of River Protection 
P.O. Box 450 
Richland, Washington 99352 



Ms. Alexandra K. Smith -2- July 10, 2020 
20-ESQ-0075 

 
 

Individuals may request hard copies if the electronic files cannot be accessed. Requests can be 
made to Ecology by contacting Ecology’s Resource Center on (509) 372-7950. 

 
If you have any questions, please contact me, or your staff may contact Brian J. Stickney, 
Assistant Manager for Safety and Environment, Richland Operations Office, on (509) 376-9079. 

 

Sincerely, 
 
 
 

Brian T. Vance 
ESQ:ACM Manager 

 
Attachment: 
Class 1 Mod RCRA Permit, 6-30-20 

 
cc w/attach: 
D. J. Alexander, Ecology (CD ROM) 
J. L. Cantu, Ecology (CD ROM) 
Administrative Record, TSD:  H-0-1, 

T-3-4, H-0-8, and D-2-11 (Hardcopy & CD ROM) 
Ecology NWP Library (Hardcopy & CD ROM) 
Environmental Portal, G3-35 (CD ROM) 
HF Operating Record (J. K. Perry, MSA, A3-01) 

 
cc w/o attach: 
J. E. Bramson, CHPRC 
R. E. Bullock, CHPRC 
A. S. Carlson, Ecology 
S. L. Dahl, Ecology 
S. A. Davis, BNI 
L. M. Dittmer, CHPRC 
M.  D. Ellefson, PNNL 
M. E. Jones, Ecology 
P. W. Martin, CHPRC 
M. T. Schanke, CHPRC 
B. A. Sparks, BNI 
S. A. Thompson, WRPS 
E. J. Van Mason, WRPS 
M. B. Wilson, MSA 

 
 
 
Digitally signed by Brian T. Vance 
DN: cn=Brian T. Vance, o=Office of River 
Protection, ou=Department of Energy, 
email=brian.t.vance@orp.doe.gov, c=US 
Date: 2020.07.10 07:59:18 -07'00' 

mailto:email%3Dbrian.t.vance@orp.doe.gov
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PCN-HFSW-2020-01

Quarter Ending June 30, 2020 Page 2 of 3

Hanford Facility RCRA Permit Modification Form
Unit: Permit Part

Not Applicable
Parts I & II (Standard & General Facility Conditions)

Description of Modification:

Pages 14 and 15 need to be revised to reflect permit change history information for the PUREX Storage Tunnels.
Pages 49-50 need to be revised to indicate the PUREX Storage Tunnels unit group specific requirements are located 
in Part V. These revisions are associated with permit modification number 8C.2018.5F (Ecology Letter Number 18-
NWP-195, dated 12/17/18).

Pages 13 and 15 need to be revised to reflect permit change history information for the 276-BA Storage Area.  Pages 
49-50 need to be revised to indicate 276-BA Storage Area unit group specific requirements are located in Part V.
These revisions are associated with permit modification number 8C.2019.5F (Ecology Letter Number 19-NWP-084,
dated 5/29/19).

WAC 173-303-830 Modification Class Class 1 Class 1 Class 2 Class 3
Please mark the Modification Class: X

Enter relevant WAC 173-303-830, Appendix I Modification citation number:  

A.1 Administrative and informational changes . . . .

Modification Concurrence: Yes No Reviewed by Ecology:

S. N Schleif Date



PCN-HFSW-2020-01

Quarter Ending June 30, 2020 Page 3 of 3 

Instructions:  

Revise Parts I & II as shown herein. 
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Quarter Ending June 30, 2020 PCN-LERF/ETF-2020-01
Page 2 of 4

Hanford Facility RCRA Permit Change Notice
Unit: Permit Part

Liquid Effluent Retention Facility & 200 Area Effluent 
Treatment Facility Part III, Operating Unit Group 3

Description of Modification:

Part III, Operating Unit Group 3 Permit Conditions:
Update the following List of Addenda Specific to Operating Unit Group 3 with modification approval date:

Addendum C Process Information, dated TBD May 19, 2020

WAC 173-303-830 Modification Class Class 1 Class 1 Class 2 Class 3
Please mark the Modification Class: X
Enter relevant WAC 173-303-830, Appendix I Modification citation number:  WAC 173-303-830(4)(d)(i)
Enter wording of WAC 173-303-830, Appendix I Modification citation:  Request modification be reviewed and approved
as a Class 1 prime modification.

Modification Concurrence: Yes No (state reason) Reviewed by Ecology:
Reason for Non-concurrence:

Stephanie Schleif Date

Schleif, 
Stephanie (ECY)

Digitally signed by Schleif, 
Stephanie (ECY) 
Date: 2020.06.25 13:31:52 
-07'00'



Quarter Ending June 30, 2020 PCN-LERF/ETF-2020-01
Page 3 of 4

Hanford Facility RCRA Permit Change Notice
Unit: Permit Part

Liquid Effluent Retention Facility & 200 Area Effluent 
Treatment Facility Part III, Operating Unit Group 3

Description of Modification:

Addendum C, Process Information:
Modifications pertain to:

Section C.2.4, Concentrate Staging:  Updated text to reflect each concentrate tank has a pair of heat exchangers,
rather than one.  Reference supporting information drawing H-2-88988, Sheet 2.

Section C.4.1, Design Requirements:  Updated hydrogen peroxide decomposer vessels material of construction 
to 316 stainless steel.

Table C-8, Peroxide Decomposer, H2O2 Decomposers (2) updated material of construction for 
60D-CO-1A/-1B to 316 stainless steel.

Table C-8, Concentrate Tanks, updated number of Concentrate heat exchangers to four and updated 
corresponding equipment ID numbers:

WAC 173-303-830 Modification Class Class 1 Class 1 Class 2 Class 3
Please mark the Modification Class: X
Enter relevant WAC 173-303-830, Appendix I Modification citation number: WAC 173-303-830(4)(d)(i)
Enter wording of WAC 173-303-830, Appendix I Modification citation: Request modification be reviewed and approved
as a Class 1 prime modification.

Modification Approved: Yes No (state reason) Reviewed by Ecology:
Reason for Non-concurrence:

Stephanie Schleif Date

Schleif, 
Stephanie (ECY)

Digitally signed by Schleif, 
Stephanie (ECY) 
Date: 2020.06.25 13:32:24 
-07'00'



Quarter Ending June 30, 2020 PCN-LERF/ETF-2020-01

Replace the Following:
Part III, LERF and 200 Area ETF Permit Conditions
Addendum C, Process Information

Supporting Information
H-2-88988-2, Rev. 1, Concentrate Receiving Sys Heat Exchanger
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Page 2 of 3 

Quarter Ending Sept 30, 2019 24590-LAW-PCN-ENV-19-005 

24590-SENV-F00011 Rev 31 (Revised 7/11/2018) Ref: 24590-WTP-GPP-SENV-010 

Hanford Facility RCRA Permit Modification Notification Form 
Unit: Permit Part: 

Waste Treatment and Immobilization Plant Part III, Operating Unit 10 
Description of Modification: 
The purpose of this Class 1 prime modification is to update and replace the following corrosion evaluations in 
Appendix 9.9 of the DWP: 

Appendix 9.9 
Replace: 24590-LAW-N1D-LCP-P0001, Rev. 1 With: 24590-LAW-N1D-LCP-00001, Rev. 6 
Replace: 24590-LAW-N1D-LFP-00004, Rev. 2 With: 24590-LAW-N1D-LFP-00004, Rev. 5 
Replace: 24590-LAW-N1D-LFP-00006, Rev. 0 With: 24590-LAW-N1D-LFP-00006, Rev. 3 
Replace: 24590-LAW-N1D-LOP-P0001, Rev. 1 With: 24590-LAW-N1D-LOP-00001, Rev. 4 
Replace: 24590-LAW-N1D-LOP-P0002, Rev. 1 With: 24590-LAW-N1D-LOP-00002, Rev. 6 

This modification requests Ecology approval and incorporation into the permit the specific changes to the listed 
corrosion evaluations.  These documents include changes provided in applicable document change forms (e.g., 
DCN, SCN, SDDR, FCN, FCR, etc.).  In addition, the corrosion evaluations include changes associated with the 
resolution to comments on change documents since the issuance of the last revision of the permitted 
documents. 

Significant changes to the corrosion evaluations are summarized below: 
• Revised the corrosion evaluations completely by implementing the new document format
• Updated the information in the Materials Considered, Recommended Material, and Corrosion/Erosion

Detailed Discussion sections and the Process Corrosion Data Sheet (PCDS) where applicable (24590-
LAW-N1D-LFP-00004, 24590-LAW-N1D-LFP-00006, 24590-LAW-N1D-LOP-00001, and 24590-LAW-
N1D-LOP-00002)

• Revised the Description of Vessel/Equipment and Description of Process Functions sections
• Revised the Materials Localized Corrosion Design Limits table for clarification of previously blacked out

entries
• Revised Corrosion Evaluation and Process Corrosion Data Sheet (PCDS) where appropriate to describe

DFLAW configuration and return of off-spec materials (24590-LAW-N1D-LCP-00001, 24590-LAW-N1D-
LFP-00004, and 24590-LAW-N1D-LFP-00006)

• Replaced reference to 24590-WTP-RPT-M-11-002, WTP Materials Localized Corrosion Design Limits,
with 24590-WTP-DB-ENG-01-001, Basis of Design throughout

• Revised Inputs and References and Corrosion/Erosion Detailed discussions to update operating
temperatures, pH, and solids information to reflected calculation changes/updates

• Revised to include pages that were not included with issued document due to scanning error
• Updated References and Bibliography to add and re-number references to reflect changes described

above
• Where appropriate replaced Permit versions of Corrosion Evaluations with latest Source versions of

Corrosion Evaluations (24590-LAW-N1D-LCP-00001, 24590-LAW-N1D-LOP-00001, and 24590-LAW-
N1D-LOP-00002)

• Throughout 24590-LAW-N1D-LOP-00002 replaced reference to 24590-WTP-M0E-50-00012 with 24590-
WTP-M0E-50-00023

In accordance with Permit Condition III.10.C.2.e, this permit modification sent to Ecology includes the following 
redline page changes:  
• Permit Condition Table III.10.E.B
• Permit Condition Table III.10.H.A

gdel461
Cross-Out



Page 3 of 3 

Quarter Ending Sept 30, 2019 24590-LAW-PCN-ENV-19-005 

24590-SENV-F00011 Rev 31 (Revised 7/11/2018) Ref: 24590-WTP-GPP-SENV-010 

WAC 173-303-830 Modification Class: Class 1 Class 11 Class 2 Class 3 
Please mark the Modification Class: X 
Enter relevant WAC 173-303-830, Appendix I Modification citation number: 
Enter wording of WAC 173-303-830, Appendix I Modification citation: 

In accordance with WAC 173-303-830(4)(d)(i), this modification notification is requested to be reviewed and approved as a 
Class 11 modification.  WAC 173-303-830(4)(d)(ii)(A) states, “Class 1 modifications apply to minor changes that keep the
permit current with routine changes to the facility or its operation.  These changes do not substantially alter the permit 
conditions or reduce the capacity of the facility to protect human health or the environment.  In the case of Class 1 
modifications, the director may require prior approval.”

Modification 
Approved/Concur: Yes Denied (state reason below) Reviewed by Ecology: 

Reason for denial: 

S. Dahl Date 

• • X

4/8/2020

gdel461
Cross-Out



Issued by
RPP-WTP PDC

24590-LA W-NlD-LCP-00001 
Rev.6 

CORROSION EVALUATION 

LCP-VSL-00001 & LCP-VSL-00002 
Concentrate Receipt Vessel Appurtenances 

LCP-AGT-00001 -LCP-AGT-00002 

Contents of this document are Dangerous Waste Permit affecting 

Results 

Materials Considered: 

Acceptable Material 

X 
X 
X 

Recommended Material Types: Vessel head/shell-Type 316 (max 0.030% C; dual certified) 
Vessel support-Type 304 or 316 (max 0.030% C; dual certified) 
Agitator shaft- Type 316 (max 0.030% C; dual certified) 
Agitator impeller - UL TIMET® 

Minimum Corrosion Allowance: 0.040 inch (includes 0.024 inch corrosion allowance and 0.016 
inch general erosion allowance) 

Inputs and References 
• Operating temperature (°F) (nom/max): 123/140 (24590-LAW-MVC-LCP-00002) 
• Maximum solids: 3.4 wt% (24590-LA W-MVC-LCP-00002) 
• Uniform corrosion allowance (inch): 0.024 (24590-WTP-DB-ENG-0 1-001) 
• Uniform erosion allowance (inch): 0.016 (24590-WTP-DB-ENG-0 1-001) 
• Design corrosion allowance (inch): 0.040 (24590-WTP-M0C-50-00004) 
• Location: Process cells; Rooms L-0123, L-0124 (24590-LAW-PI-P0IT-00002) 
• Operating conditions are as stated in the applicable section of WTP Process Corrosion Data - Volume 4 (24590-WTP-RPT

PR-04-000 1-04) 

Assumptions and Justification (refer to Section 19-References) 
• Source data presented on the Process Corrosion Datasheet (PCDS) are conservative with respect to corrosion. w 

• LCP-VSL-00001 and LCP-VSL-00002 are interchangeable and can transfer treated LAW concentrate to and from each other. 
This is done to allow flexibility in the Plant so each of the melter trains can be utilized and is considered an off-normal event. 10 

• Solids concentration used for erosion allowance is based on maximum value for stream LCP0l.3 

• The vessels are equipped with mechanical agitators designed for continuous operation. At minimum, the agitators are used to 
mix the vessel contents prior to and during sampling operations. Further, continuous agitation is used to maintain uniform vessel 
temperature preventing dissolved solids from dropping out of solution.' 

• Operations using equipment located in the wet process cells and bulges are normally performed remotely. To facilitate periodic 
hands on maintenance for equipment in the wet process cell, the vessels are equipped with wash rings used for decontamination 
purposes. DIW and other utilities can be attached to the water supply line into the wet process cells for use during maintenance 
activities.' Use of other decontamination solutions through header connections to the spray nozzles is considered possible. 

3t·2-'l\ 
Revised to include pages that were 
not included with issued document. r,g/nator f!::.._~ ked ✓ REVIEWED 6 Sy: Dr.-0....·-

No technical changes have been made a,,~.w1w,-amn, 

from Rev 5 to Rev 6 RBDavis MFan APRan us 
REV DATE REASON FOR REVISION ORIGINATE CHECK REVIEW APPROVE 

Sheet: I of 15 



24590-LAW-N1D-LCP-00001 
Rev. 6 

CORROSION EVALUATION 

LCP-VSL-00001 & LCP-VSL-00002: Sheet: 2 of 15   

 

 

Operating Restrictions 
 Develop procedure to bring the vessel contents to within the limits defined for Type 316L in 24590-WTP-DB-ENG-01-001, 

Basis Of Design, in the event that temperature, pH, or chloride concentration exceeds those limits. 
 Develop a procedure to control, at a minimum, cleaning, rinsing, and flushing of vessel and internals, as applicable.   
 Develop procedure to control lay-up and storage; includes both before plant is operational and during inactive periods after start-up. 
 Procedures are to be reviewed and accepted by MET prior to use.       

        Concurrence _____TD___ 
 Operations 
 
 



24590-LAW-N1D-LCP-00001 
Rev. 6 

CORROSION EVALUATION 

LCP-VSL-00001 & LCP-VSL-00002: Sheet: 3 of 15   

 

 

REVISION HISTORY 

5 11/14/18 
Incorporate updated PCDS report 

Update references DLAdler MFang RBDavis JLJulyk 

4 12/15/15 

Extensive re-write-no rev bars 
shown 

New format 
Incorporate revised PCDS 

Update references DLAdler TRangus RBDavis TErwin 

3 5/24/05 
Update wear allowance based on 

24590-WTP-RPT-M-04-0008 DLAdler JRDivine 
NA 

APRangus 

2 6/23/04 
Incorporate new PCDS 

Add Section p – Inadvertent 
Addition of Nitric Acid DLAdler JRDivine 

NA 
APRangus 

1 12/29/03 

Update design temp/pressure 
Update number of vessels 

Update format 
Append updated MSDS 

Remove reference to open issues 
Re-format references 

Add DWP note DLAdler JRDivine 

NA 

APRangus 
0 6/25/02 Initial Issue DLAdler JRDivine SS SMKirk 

REV DATE REASON FOR REVISION ORIGINATE CHECK REVIEW APPROVE 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

Please note that source, special nuclear and byproduct materials, 
as defined in the Atomic Energy Act of 1954 (AEA), are 
regulated at the U.S. Department of Energy (DOE) facilities 
exclusively by DOE acting pursuant to its AEA authority.  DOE 
asserts, that pursuant to the AEA, it has sole and exclusive 
responsibility and authority to regulate source, special nuclear, 
and byproduct materials at DOE-owned nuclear facilities.  
Information contained herein on radionuclides is provided for 
process description purposes only. This bound document contains a total of 15 sheets. 



24590-LAW-N1D-LCP-00001 
Rev. 6 

CORROSION EVALUATION 

LCP-VSL-00001 & LCP-VSL-00002: Sheet: 4 of 15   

 

Corrosion/Erosion Detailed Discussion 
 
The LAW Concentrate Receipt Process (LCP) system receives LAW concentrate from the Treated LAW Concentrate Storage Process 
(TCP) system or Direct LAW Feed from LAWPS and acts as a buffer/storage vessel for LAW feed sent to the LFP System.  The 
treated LAW feed is transferred from LCP-VSL-00001/2 to the melter feed preparation vessels (LFP-VSL-00001/3) where it is mixed 
with glass formers in preparation of sending it to the LAW melters.  LCP-VSL-00001 and LCP-VSL-00002 will have the same stream 
properties and henceforth they are collectively referred to as LCP-VSL-00001/2. 
 
When the attached PCDS discusses transfers between these vessels and the Pretreatment Facility, those routes are blanked in DFLAW 
configuration; transfer routes to DFLAW are not available in baseline configuration. 
 

1 General/Uniform Corrosion Analysis 

a Background  
General corrosion or uniform corrosion is corrosion that is distributed uniformly over the surface of a material without appreciable 
localization.  This leads to relatively uniform thinning on sheet and plate materials and general thinning on one side or the other (or 
both) for pipe and tubing.  It is recognized by a roughening of the surface and by the presence of corrosion products.  The mechanism 
of the attack is an electrochemical process that takes place at the surface of the material.  Differences in composition or orientation 
between small areas on the metal surface create anodes and cathodes that facilitate the corrosion process.  
 
b Component-Specific Discussion 
This vessel receives treated LAW concentrate exclusively.  The normal pH, chloride concentration, and temperatures are such that 
both Type 304L and Type 316L stainless steel will be acceptable.  The solution is constantly mixed using mechanical agitators and 
sampling is performed.  The uniform corrosion rate is low under these conditions.   
 

2 Pitting Corrosion Analysis 

Pitting is localized corrosion of a metal surface that is confined to a point or small area and takes the form of cavities.  Dillon (2000) 
is of the opinion that in alkaline solutions, pH>12, chlorides are likely to promote pitting only in tight crevices such as might form 
after partial removal of deposits during multiple rinse cycles.  Dillon and Koch (1995) are both of the opinion that fluoride will have 
little effect in an alkaline media.  Normally the vessel is to operate at 123 °F (140 °F max) at a nominal pH of 14.6.   
 
The chemistry and operating conditions in this vessel fall within the limits established for 300 series stainless steel in Table 18-1 of 
24590-WTP-ENG-01-001, Basis of Design.  For convenience, this comparison is documented on page 7 of this corrosion evaluation. 
 

3 Crevice Corrosion Analysis 

Crevice corrosion is a form of localized corrosion of a metal or alloy surface at, or immediately adjacent to, an area that is shielded 
from full exposure to the environment because of close proximity of the metal or alloy to the surface of another material or an adjacent 
surface of the same metal or alloy.  Crevice corrosion is similar to pitting in mechanism.  It can, however, be initiated at lower 
temperatures. 
 
Crevices in this vessel are limited by the design and fabrication practice.  All welding uses butt welds, and crevices associated with 
vessel internals are minimal.  With the stated operating conditions, either Type 304L or Type 316L is acceptable.   
 
The chemistry and operating conditions in this vessel fall within the limits established for either Type 304L or Type 316L in Table 
18-1 of 24590-WTP-ENG-01-001.  For convenience, this comparison is documented on page 7 of this corrosion evaluation. 
 

4 Stress Corrosion Cracking Analysis 

Stress corrosion cracking (SCC) is the cracking of a material produced by the combined action of corrosion and sustained tensile 
stress (residual or applied).  The exact amount of chloride required to cause stress corrosion cracking is unknown.  In part this is 
because the amount varies with temperature, metal sensitization, and the environment; also, chloride tends to concentrate under heat 
transfer conditions, by evaporation, and electrochemically during a corrosion process.  Hence, even concentrations as low as 10 ppm 
can lead to cracking under some conditions.   
 
The chemistry and operating conditions in this vessel fall within the limits established for either Type 304L or Type 316L in Table 
18-1 of 24590-WTP-ENG-01-001.  For convenience, this comparison is documented on page 7 of this corrosion evaluation. 
 

5 End Grain Corrosion Analysis 

End grain corrosion is preferential corrosion which occurs along the worked direction of wrought stainless steels exposed to highly 
oxidizing acid conditions.  End grain corrosion is exclusive to metallic product forms with exposed end grains from shearing or 
mechanical cutting.  Such conditions are not present in these vessels; therefore, end grain corrosion is not a concern.   
 



24590-LAW-N1D-LCP-00001 
Rev. 6 

CORROSION EVALUATION 

LCP-VSL-00001 & LCP-VSL-00002: Sheet: 5 of 15   

 

6 Weld Corrosion Analysis  

The welds used in the fabrication will follow the WTP specifications and standards for quality workmanship.  The materials selected 
for this fabrication are compatible with the weld filler metals and ASME/AWS practice.  Using the welding practices specified for the 
project, there should not be gross micro-segregation, precipitation of secondary phases, formation of unmixed zones, or volatilization 
of the alloying elements that could lead to localized corrosion of the weld.  The low carbon materials specified for WTP prevent base 
metal sensitization during welding.  Controls on the cover gas, heat input, and interpass temperature limit the heat tint.  Corrosion at 
welds is not considered a problem in the proposed environment.  No additional allowance is made for weld bead corrosion. 
 

7 Microbiologically Influenced Corrosion Analysis 

Microbiologically influenced corrosion (MIC) refers to corrosion affected by the presence or activity, or both, of microorganisms.  
Typically, with the exception of cooling water systems, MIC is not observed in operating systems.  The proposed operating conditions 
are not conducive to microbial growth.  Rinsing with untreated process water may be a concern; rinsing with demineralized water is 
recommended.   
 
Conditions that lead to MIC are not present in this system.   
 

8 Fatigue/Corrosion Fatigue Analysis 

Fatigue is the process of progressive localized permanent structural change occurring in a material subjected to fluctuating stresses at 
less than the ultimate tensile strength of the material.  Corrosion fatigue is the process wherein a metal fractures prematurely under 
conditions of simultaneous corrosion and repeated cyclic loading at lower stress levels or fewer cycles than would be required to cause 
fatigue of that metal in the absence of the corrosive environment.  Based on the anticipated low mechanical and thermal cycling 
(24590-WTP-MVC-50-00009, LAW, BOF, and LAB Vessel Cyclic Datasheet Inputs, Attachment C), it can be stated that conditions 
which lead to fatigue or corrosion fatigue are not present in this vessel. 
 

9 Vapor Phase Corrosion Analysis 

Conditions in the vapor phase and at the vapor/liquid interface can be significantly different than those present in the liquid phase.  
The vapor space corrosion is self-limiting due to the passive film.  Also, the layers of deposited corrosion product on top of the 
passive film act as barriers that reduce mass transport necessary for corrosion.  Corrosion rates of materials exposed to vapors in the 
headspace are never greater than the corrosion during immersion service.  The corrosion at the liquid air interface (LAI) interface is an 
oxygen concentration cell resulting from the alternate wetting and drying.  Vessels that do not maintain a constant liquid level do not 
tend to form a surface crust and are not expected to be susceptible to LAI corrosion.  Corrosion at the LAI could be similar to 
immersion service and not usually greater.  WTP vessels also have the protective passive film at the LAI which reduces corrosion and 
the liquid level is constantly changing.  As compared to the corrosion in the immersion section, the corrosion rates in the vapor space 
are much lower.  Vapor phase corrosion is not a concern.   
 

10 Erosion Analysis 

Erosion is the progressive loss of material from a solid surface resulting from mechanical interaction between that surface and a fluid, 
a multi-component fluid, or solid particles carried with the fluid.  Velocities within the vessel are expected to be below 12 ft/s.  
Erosion allowance of 0.016 inch for Type 304L and 316L stainless steel components with solids content less than 25 wt%.at low 
velocities is based on 24590-WTP-DB-ENG-01-001.  The recommended general erosion wear allowance provides sufficient 
protection for erosion of the vessel walls.  The margin in the erosive wear allowances used above is contained in the calculation 
24590-WTP-M0C-50-00004, Wear Allowance for WTP Waste Slurry Systems.   
 
Conditions do not suggest that localized erosion will occur; therefore, no localized erosion allowance is necessary for the vessel.  
 
The agitator impeller is expected to experience higher wear; therefore, a more wear-resistant alloy is recommended. 
 

11 Galling of Moving Surfaces Analysis 

Where two metals are moving in contact with each other without lubrication, there is a risk of damage to their surfaces.  No moving 
unlubricated surfaces are present within the vessel; therefore, galling is not a concern.   
 

12 Fretting/Wear Analysis 

Fretting corrosion refers to corrosion damage caused by a slight oscillatory slip between two surfaces.  Similar to galling but at a much 
smaller movement, the corrosion products and metal debris break off and act as an abrasive between the surfaces, producing a classic 
three-body wear problem.  This damage is induced under load and repeated relative surface motion.  Conditions which lead to fretting 
are not present in this vessel; therefore, fretting is not a concern. 
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13 Galvanic Corrosion Analysis 

Galvanic corrosion is accelerated corrosion caused by the potential difference between the two dissimilar metals in an electrolyte.  The 
galvanic current is sufficient to drive corrosion when the potential difference is greater than 200 mV.  One material becomes the anode 
and the other the cathode.  Corrosion occurs on the anode material at the interface where the potential gradient is the greatest.  A 
potential difference of more than 200 mV is needed for a sufficient driving force to initiate galvanic corrosion.  The potential difference 
for any combination of austenitic stainless steels, 6% Mo and, the nickel alloys is not sufficient for galvanic currents to overcome the 
passive protective film.  For such alloys, there is negligible potential difference, so galvanic corrosion is not a concern.   
 

14 Cavitation Analysis 

Cavitation is the formation and rapid collapse of cavities or bubbles of vapor or gas within a liquid resulting from mechanical or 
hydrodynamic forces.  Cavitation is typically associated with pumps and orifice plates, not vessels.  The agitator blade is susceptible 
to cavitation.  For this reason, agitators are replaceable components.  To avoid excessive maintenance, ULTIMET® alloy has been 
selected for the agitator blades.  ULTIMET® alloy, UNS R31233, is a cobalt-chromium alloy which offers resistance to general 
corrosion, galling, cavitation erosion, slurry erosion, and liquid droplet impact erosion; resistance similar to that of the STELLITE® 
alloys.  This alloy also possesses high tensile strength comparable to many duplex stainless steels combined with excellent impact 
toughness and ductility. 
 
ULTIMET® alloy is available in most common wrought product forms: plate, sheet, billet, bar, and wire.  The alloy has been codified 
by ASME in Section VIII, Division 1, Boiler and Pressure Vessel Code (BPVC).  Specifications for plate, sheet, strip, and bar are 
covered found in ASTM B-815 and ASTM B-818.  Wrought forms of this alloy are furnished in the solution heat-treated condition.  
Castings using ULTIMET® alloy are produced by re-melting bar stock.  Cavitation is not a concern. 
 

15 Creep Analysis 

Creep is time-dependent strain occurring under stress and is described as plastic flow, yielding at stresses less than the yield strength.  
Creep is only experienced in plants operating at high temperatures.  Temperatures much greater than one half the absolute melting 
temperature of the alloy are necessary for thermally activated creep to become a concern.  The vessel operating and design 
temperatures are too low to lead to creep; therefore, creep is not a concern.     
 

16 Inadvertent Nitric Acid Addition 

At this time, the design does not provide for the regular use of nitric acid reagent in this system.  Addition of nitric acid into the system 
would require operator intervention to complete the routing.  Nitric acid is a known inhibitor solution for austenitic stainless steels, 
duplex CD4MCu, and high nickel alloys.  The presence of nitric acid is not a concern for the stainless steel and nickel alloys; especially 
at the operating temperatures listed. 
 

17 Conclusion and Justification 

The conclusion of this evaluation is that LCP-VSL-00001 & LCP-VSL-00002 can be fabricated from a 300 series stainless steel and is 
capable of providing 40 years of service.  Based on the expected operating conditions, a 300 series stainless steel is expected to be 
satisfactorily resistant to uniform and localized corrosion.  The expected uniform corrosion over 40 years is 0.024 inch.  The probable 
uniform erosion over 40 years is less than 0.016 inch.  A total general corrosion and erosion allowance of 0.040 inch is recommended 
and is sufficient.    
 
The localized corrosion margin is based on comparison of the process conditions documented in 24590-WTP-RPT-PR-04-0001-04 
against the limits for Type 316L documented in 24590-WTP-DB-ENG-01-001.  The PCDS, which takes into account conditions at 
contract maximum values, is within the applicable limits.   
 
Conditions do not suggest that localized erosion will occur; therefore, no localized erosion allowance is necessary for the vessel.  The 
agitator impeller is expected to experience higher wear; however, it is expected to be replaced over the life of the facility.  One of the 
most resistant alloys has been selected to extend the useful life. 
 

18 Margin 

The vessels are designed with a uniform corrosion allowance of 0.040 inch based on the range of inputs, system knowledge, 
handbooks, literature, and engineering judgment/experience.  The service conditions used for materials selection has been described 
and results in a total predicted uniform loss of 0.024 inches.  The specified corrosion allowance equals the predicted corrosion loss 
specified in the input calculations.  The uniform corrosion design margin for the operating conditions is sufficient to expect a 40 year 
operating life and is justified in the referenced calculation (24590-WTP-M0C-50-00004).  No localized erosion of this component is 
expected.  Since localized erosion effects are not present, additional localized corrosion protection is not required. 
 
The erosion allowance of 0.016 inch is based on 24590-WTP-M0C-50-00004, Wear Allowance for WTP Waste Slurry Systems.  The 
recommended uniform erosion allowance provides sufficient protection for erosion of the vessel walls.  The margin in the erosive 
wear allowance is contained in the referenced calculation (24590-WTP-M0C-50-00004).   
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The maximum operating parameters for this vessel are defined in the PCDS.  As shown in the table below, the PCDS calculated pH, 
chemistry, and temperature are bounded by the materials localized corrosion design limits documented in the WTP Materials 
Localized Corrosion Design Limits in Table 18-1 of the Basis of Design.  The difference between the design limits and the operating 
maximums (PCDS value) is the localized corrosion design margin and, based on the operating conditions, is sufficient to expect a 40 
year operating life.  The LAW Concentrate Receipt Vessels, LCP-VSL-00001 & LCP-VSL-00002 are protected from localized 
corrosion (pitting, crevice, and stress corrosion) by operating within the acceptable range of the design limits.  Operational and process 
restriction will be used to ensure the limits are maintained.   
 
Note that the transfer stream from DEP-VSL-00003A/B/C exceeds the limits for the LCP-VSL-00001/2 materials of construction (Type 
316L).  Operational controls are used to mitigate risk of corrosion to the transfer piping and receiving vessels (24590-BOF-DGCE-MS-
16-00022).  LCP-VSL-00001/2 are not to be filled solely with the contents of DEP-VSL-00003A/B/C; a heel is present prior to 
transfers (24590-WTP-PL-PE-16-0001). 
 
 

MATERIALS LOCALIZED CORROSION DESIGN LIMITS – Type 316L 

 Temperature 
(°F) 

pH Chloride 
(molar) 

Hydroxide 
(molar) 

Cl-/OH- 
 (molar) 

DESIGN LIMIT 150 max ≥ 10 NA NA ≤ 2 

Treated LAW Concentrate to 
LFP-VSL-00001/3 

(LCP01) 
140 14.63 7.7E-01 4.3E+00 0.181 

   

Inlet Vessels to LCP-VSL-00001/2 Temperature 
(°F) 

pH Chloride 
(molar) 

Hydroxide 
(molar) 

Cl-/OH- 
 (molar) 

DESIGN LIMIT 150 to 200 ≥ 10 NA NA ≤ 1  

Treated LAW Concentrate from  
TCP-VSL-00001 

(TCP03) 
176 14.27 7.7E-01 1.9E+00 0.415 

Direct Feed from 
LAWPS 
(LCP07) 

NR 

Effluent Concentrate from 
DEP-VSL-00003A/B/C 

(DEP13) 
139 12.43 6.3E-01 2.7E-02 23.5 

 
NA = Not applicable; no design limit for these values 

NR = Not reported 

Inlet vessels to LCP-VSL-00001 & LCP-VSL-00002 based on 24590-WTP-RPT-PR-04-0001-04, Section 6.1, and Figure 5.  Stream 
LCP07, Direct Feed from LAWPS, is considered bounded by stream TCP03 and is not reported. 

References sources for this table: 

1. Design limits - 24590-WTP-DB-ENG-01-001, Table 18-1, Basis of Design 
2. LFP-VSL-00001/3 (LCP01) – 24590-WTP-RPT-PR-04-0001-04, WTP Process Corrosion Data - Vol 4, Figure C-1 
3. TCP-VSL-00001 (TCP03) – 24590-WTP-RPT-PR-04-0001-02, WTP Process Corrosion Data - Vol 2, Figure A-21 
4. LAWPS (LCP07) – 24590-WTP-RPT-PR-04-0001-04, WTP Process Corrosion Data - Vol 4, Section 6.1.3.1.1 
5. DEP-VSL-00003A/B/C (DEP13) -- 24590-BOF-RPT-PR-15-001, Direct Feed LAW Process Corrosion Data, Figure A-6 
 
 



24590-LAW-N1D-LCP-00001 
Rev. 6 

CORROSION EVALUATION 

LCP-VSL-00001 & LCP-VSL-00002: Sheet: 8 of 15   

 

19 References 

1. 24590-BOF-DGCE-MS-16-00022, Type 316L In Lieu Of Al6XN Effluent Management Facility (EMF) Concentrate Transfers 
(Supercedes 24590-BOF-DGCE-MS-16-00021).  

2. 24590-LAW-3ZD-LFP-00001, LAW Melter Feed Process (LFP) and Concentrate Receipt Process (LCP) System Design 
Description. 

3. 24590-LAW-MVC-LCP-00002, LAW Concentrate Receipt Process System (LCP) Data.   
4. 24590-LAW-P1-P01T-00002, LAW Vitrification Building General Arrangement Plan at El. 3 Feet-0 Inches.   
5. 24590-WTP-M0C-50-00004, Wear Allowance for WTP Waste Slurry Systems. 
6. 24590-WTP-MVC-50-00009, LAW, BOF, and Lab Vessel Cyclic Datasheet Inputs.   
7. 24590-WTP-PL-PE-16-0001, WTP Direct Feed LAW Integrated Processing Strategy Description. 
8. Deleted 
9. Deleted 
10. 24590-WTP-RPT-PR-04-0001-04, WTP Process Corrosion Data-Volume 4.  
11. 24590-WTP-DB-ENG-01-001, Basis of Design. 
12. ASME.  ASME Boiler and Pressure Vessel Code, Section VIII, Division 1.  American Society of Mechanical Engineers, New 

York, NY.  
13. Dillon, CP (Nickel Development Institute), Personal Communication to J R Divine (ChemMet, Ltd., PC), 3 Feb 2000. 
14. Koch, GH, 1995, Localized Corrosion in Halides Other Than Chlorides, MTI Pub No. 41, Materials Technology Institute of the 

Chemical Process Industries, Inc, St Louis, MO 63141 

 

Additional Reading 

 24590-LAW-M6-LCP-00001001/1002, P&ID - LAW Concentrate Receipt Process System Concentrate Receipt Vessel LCP-
VSL-00001. 

 24590-LAW-M6-LCP-00002003/2004, P&ID - LAW Concentrate Receipt Process System Concentrate Receipt Vessel LCP-
VSL-00002. 

 24590-LAW-MFD-LCP-00004, Mechanical Data Sheet - 24590-LAW-MF-LCP-AGT-00001 - Agitator/Mixer. 
 24590-LAW-MFD-LCP-00005, Mechanical Data Sheet - 24590-LAW-MF-LCP-AGT-00002 - Agitator/Mixer.   
 24590-LAW-MVD-LCP-00004, Rev. 002, Mechanical Data Sheet - 24590-LAW-MV-LCP-VSL-00001 - LAW Concentrate 

Receipt Vessel   
 24590-LAW-MVD-LCP-00005, Rev. 002, Mechanical Data Sheet - 24590-LAW-MV-LCP-VSL-00002 - Concentrate Receipt 

Vessel   
 Agarwal, DC, Nickel and Nickel Alloys, In: Revie, WW, 2000.  Uhlig's Corrosion Handbook, 2nd Edition, Wiley-Interscience, 

New York, NY 10158 
 Anderson, TD, 21 December 2000, to JR Divine: No provision for adding nitric or other acid. 
 Davis, JR (Ed), 1987, Corrosion, Vol 13, In "Metals Handbook", ASM International, Metals Park, OH 44073 
 Davis, JR (Ed), 1994, Stainless Steels, In ASM Metals Handbook, ASM International, Metals Park, OH 44073 
 Hamner, NE, 1981, Corrosion Data Survey, Metals Section, 5th Ed, NACE International, Houston, TX 77218 
 Jones, RH (Ed.), 1992, Stress-Corrosion Cracking, ASM International, Metals Park, OH 44073 
 Ohl, PC to PG Johnson, Internal Memo, Westinghouse Hanford Co, Technical Bases for Cl- and pH Limits for Liquid Waste 

Tank Cars, MA: PCO:90/01, January 16, 1990. 
 Sedriks, AJ, 1996, Corrosion of Stainless Steels, John Wiley & Sons, Inc., New York, NY 10158 
 Uhlig, HH, 1948, Corrosion Handbook, John Wiley & Sons, New York, NY 10158 
 Van Delinder, LS (Ed), 1984, Corrosion Basics, NACE International, Houston, TX 77084 
 Zapp, PE, 1998, Preliminary Assessment of Evaporator Materials of Construction, BNF—003-98-0029, Rev 0, Westinghouse 

Savannah River Co., Inc for BNFL Inc. 
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PROCESS CORROSION DATA SHEET (extract) 

Component (s) (Name.Im #), Treated LAW Concentrate Receipt Vessels (LCP-VSL-00001/2) 

Faci lity LAW ------
I n Black Ce ll? NO -------

Stream ID l LCP01 
Chemicalls Unit AQUEOU S 
Catio11s (ppm) 

Alr 3 (Aluminum) ppm 19,272 

Fe' 3 (Iron) ppm 811 1 

Hg•2 (Mercury) ppm 15 

Pb' 2 (Lead) oom 784 

Anions (ppm) 

Ci" (Chlolide) ppm 27,344 

003-2 (Cart)Onate) ppm 153,884 

F (Fluor ide) ppm 38,204 

NO2- (Nitrate) ppm 34,365 

No3· (NitmeJ ppm 153,970 

PO;3 (Ptn osphate) ppm 87,428 

sO~·2 (Sulfate) ppm 37,516 

OH(aq) ppm 50,620 

OH(sr ppm 27,996 

pH 14.63 

SUSDended So lids wt% 
Q 

Temperature OF 140 

Liauid Densitv* I lblft3 72.8-.83.6 

• Liquid density provided for reference 
24590-WTP-DB-iP ET-17-001 
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24590-WTP-RPT-PR-04-0001-04, Rev 1 
WTP Process Corrosion Data - Volume 4 

Figure C- 1 LCP-VSL-00001/2 Aqueous PCDS 
 

 
 
 

Vesse l : LCP -VSL_ 1/2 

Properties 
Suspended Solids ["1 %) 

Total Salts [,,1 %) 
Sodium Molarity [M} 

Relative Humidity [%} 
pH 

Anti-Foam Agent [ppm] 

roe [kg/Ill 
Pressu,:e [bar ] 

Temperamu·e [q 
Ten:p,rature [F) 

Water Flow Rate [kglb,-] 
Total Aqueous Flow Rate [kglh,·J 

Total Flow Rate [kglb,-J 

serNote 

.-\ UI:OUS 
Cation,s (ppm) 

-¼+ 
A1+3 

Am+-3 
As-+5 

B+3 
Ba+2 
Be+2 
Bi+3 
Ca+2 
Cd-+2 
Ce-+4 
Co-+2 
Cr+3 
Cr+{; 

Cs+ 
Cn-+-2 
Eu-+3 

Fe+2 
Fe+3 

H+ 

Hg+2 
K+ 

La+3 
Li+ 

Mg+2 
Mn-+-4 
Mo+6 

Nru+ 
Nc1+3 
N i+2 
Pb-+2 
Pd+2 
P1+4 
Pu-+4 
Ra+2 
Rb+ 

Rb-+-3 
Rn-+4 

Sb+3 
Se+4 
Si+4 
S1+2 
Ta+5 
Tc+4 
Te+4 
Th-+-4 
Ti+4 
11+5 
U+4 
\1+3 
W+6 
Y+3 

Zn-+-2 

Z,+4 

Anio,.s (Ppm) 
B(OH)4-
C204-2 

a-
CN-

C03-2 
F-

H2P04--
H2Si04-2 

H3Si04--
HC03-

HP04-2 
HS03-
HS04--

I-
103-

NH4+ 
N02-
N03-

0-2 
02-2 

OH(aq}-

OH(s}-
P04-3 
S03-2 
S04-2 

01·0 anics m 

AFA_DC:MP 
AFA_NVOC 

NVOC 
Sucrose. 
svoc 
voe 

TCP03d 

0 
39.36 

7.83E+-OO 
a/a 

14.16 
1.29E+-02 
1.4!6E+-OO 

0.99 
65.56 
150.00 

332.00 
547.5 1 

5.<ISE+-02 

VIT UQUID Line 
Flush 

1 
8558 

0 
3 

479 
I 
0 
10 

32 1 
2 

482 

1 
0 

426 
0 
I 

0 
0 

5 18 
0 
1 

2584 
1 

154 
65 
6 
9 

135269 
3 

33 
18 
0 
0 
0 
0 
0 
0 

1 
3 

10 
1785 
43 

0 
0 
0 
0 

80 
9 
0 
2 
2 
0 

290 
181 

0 
1727 

'.>2968 -
1 

16645 

:J.2092 
0 
0 
0 
0 
0 
0 
0 
0 
0 
0 

25857 
95953 

0 
0 

18386 
11305 
5564 

0 
5800 

2507 
129 

3005 
215 
74 
27 

Stn:•amID 
LCPOUI 

0 
o_oi 

5.49E-05 
11{3 

10.49 
7.98E-02 
1 03E-03 

0.99 
35.00 
95 .00 

875 1 
87.52 

8. 75E+-01 

VIT UQUID I.AW 
VIT Liquid to Flush 

VITO! 

0 

2 
0 
0 
0 
0 
0 
0 
0 
0 
0 
0 
0 
0 
0 
0 

0 
0 
0 
0 
0 
0 
0 
0 
0 
0 
0 
I 
0 
0 
0 
0 
0 
0 
0 
0 
0 

0 
0 
0 
I 
0 
0 
0 
0 
0 

0 
0 
0 
0 
0 
0 
0 

0 

0 
20 
12 
0 
5 

0 
0 
0 
0 
0 
0 
0 
0 
0 
0 
0 
3 

49 
0 
0 
5 

4 
I 
0 
I 

0 
0 
0 
5 
7 

LCPOl 

0 
90.32 
lu.w 
nla 

14.63 
2.03E+02 

3.47E+02 
0.98 

60.00 
140_00 
41!1_,0 

4333.49 
4.33E+03 

VTI' LIQUID LAW 
~ 

1 
19272 

0 
4 

1010 
I 
0 
20 

803 
3 

953 
1 
0 

1293 
0 
I 
0 
0 

8111 
0 
IS 

3171 
1 

534 
242 
906 
10 

165462 
4 
S4 

784 
I 
0 
0 
0 
0 
I 
I 
3 
13 

3644 
S8 
0 
0 
0 
I 

156 
II 
0 
2 
3 
0 

580 
329 

0 
4283 

27344 
I 

153884 
38204 

0 
0 
0 
0 
0 
0 
0 
0 
0 
0 

34365 
1S3970 

0 
0 

50620 
27996 
87428 

0 
37516 

4415 
203 

72425 
371 
1835 
87S 

LCP _ VSL_ 1/2 LC P 0,1 

GE ERAL NOTE FOR USE OF P CDS: 

• The inform -,ffon provided by the P CD reporr is intended 
solely for me in support of the vessel material sefection 
process and Corrosion Evaluations. The inp11rs, 
assumptions, and computational/engineering models used 
in genemting the results presented hem,-n are specific to 
rhis effm·t. Use of the infonnarion p resemed herein for any 
otherp111pose will reqr, ire separare consideration and 
analysis ro support justification of its use for the desired, 
alternati e pwpose. 

• The process descriptions fn this report cover routine 
process operations and non-routine (fnfrequenr) process 
operation , when such exist, that could impc1cf cormsion or 
erosion of process equipment. 

• The data in rhe non-shaded columns of the PCDSs has NOT 
been adjusted ro comp1J with the h;ghesr e.,\pected, vessel
specific operational onditions. 

• Th e process descriptions provided in this report are for 
general information and reflective of the con·osion 
engineer 's cmalysis fo r trcmsparenCJ , the info,mation is 
current only at the time this document is issued. These 
process deso-ipfions should not be referenced for design. 
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6.1 Treated LAW Concentrate Receipt Vessels (LCP-VSL-00001/2) 

6.1.1 Description of Vessel/Equipment 

The LAW Concentrate Receipt Process (LCP) system receives LAW concentrnte from the Treated LAW 
Concentrate Storage Process (TCP) system or Direct LAW Feed from LA WPS and acts as a buffer/ 
storage vessel for LAW feed sent to the LFP System. The treated LAW feed is transfe1Ted from LCP
VSL-00001/2 to the melter feed preparation vessels (LFP-VSL-00001/3) where it is mixed with glass 
fonners in preparation of sending it to the LAW melters. 

LCP-VSL-00001 and LCP-\ SL-00002 will have the same stream properties and henceforth they are 
collectively refe1Ted to as LCP-VSL-00001/2. Treated LAW concentrate is received in these vessels at a 
minimum flowrate of 88 ga min from TCP-VSL-00001 (24590-WTP-DB-E G-01 -001 , Table 6-2, Ref. 
7.1.1 (2)) . 

Figure 5 is a sketch of the input and output airnngement of streams for LCP-VSL-00001/2. Streams that 
are not prima1y routes (infrequent transfers) are represented with clashed lines. 

Figure 5 LCP-VSL-00001/2 Sketch 

Tr esL.:ad LAW Ca, centra.E 
from TCP-V SL-0000 1 TCP03 

~c=~~~ ~I _tc_P0_1~ > ----- --

Di'ed Feed tom LAW PS 

Effuent C oncentrate from 
DEP-VSL-00003/VB/C 

LC P07 

DEP13 

ADS 
l.C P-AGT- Punp 
0000112 

LCP01 

Treated LAW 
Concentraie to 
LF f>.VSL-0000 113 
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6.1.2 System Functions 

The process fimctions of these vessels are as follows: 

• Receive Treated LAW Concentrate (PT or DFLA W) 

• Act as Storage for Treated LAW Concentrate from PT Facility to LAW Facility 

• Mix Treated LAW Concentrate 

• Transfer Treated LAW Concentrate to MFPV 

These vessels perfo1111 additional system fimctions beyond the process functions, but these are outside the 
scope of this docmnent . The non-process fimctions are not discussed any further in this document. 
However, they are listed below for completeness: 

• Confine Hazardous Materials 

• Flush System Components 

• Rep01t System Data 

• Sample Treated LAW Concentrate 

6.1.3 Description of Process Functions 

6.1.3.1 Receive Treated LAW Concentrate 

The following process streams taken from process flow diagram 24590-LA W-M5-Vl T-00001/2 (Ref. 
7.1.3(13)(14)) are inputs to LCP-VSL-00001 /2: 

• TCP03 - Treated LAW concentrate from TCP-VSL-00001 
• LCP07 - Direct LAW Feed from LA WPS (DFLA W) 
• DEP1 3 - Recycles from DEP-VSL-00003A/B/C (DFLAW) 
• Treated LAW Concentrate from LCP-VSL-0000 1/2 

6.1.3 .1.1 TCP03 - Treated LAW concentrate from TCP-VSL-00001 

Stream TCP03 is the concentrated treated LAW product sent to LCP-VSL-00001 /2 from TCP-VSL-
00001. The target sodium concentration for stream TLP02 (treated LAW concentrate from TLP 
evaporator) is 5-1 OM Na (8 to 10 molar sodium for Envelope A and C, and 5 molar for Envelope B) 
depending on the LAW envelope being processed (24590-WTP-DB-PET-09-001 , Section 6.2.2, Ref. 
7 .1.1 (3)) . A maximum specific gravity of 1.4 has been specified based on potential rheolog-.ical concerns 
in LAW Vitrification after the addition of glass fo1111ing chemicals. The TLP evaporator is set to a 
specified concentration, which can be changed as the process requires. Stream TLP02 feeds TCP
VSL-00001 , which only adds flush water, prior to transfer to LCP-VSL-00001/2. LCP07 and DEP13 are 
bounded by TCP03 , therefore are not rep01t ed. 

Molarity 
TCP-VSL-00001 adds vessel wash water to dilute the TLP concentrate. For most feeds, the sodimn 
concentration of TCP03 will range from 7.5 to 8.4 M (24590-WTP-DB-PET-09-001, Table A-25, Ref. 
7.1.1 (3)) . The sodium concentration ofTLP02 and LCPO l may range from 5 to 10 M (24590-\VTP-DB
PET-09-001, Section 4.10.2, Ref. 7.1.1 (3)). Assuming no dilution due to flush water addition, 8 Mis 
the nominal sodium molarity for stream TCP03. The upper highest expected sodium molarity is 10 M. 



24590-LAW-N1D-LCP-00001 
Rev. 6 

CORROSION EVALUATION 

LCP-VSL-00001 & LCP-VSL-00002: Sheet: 13 of 15   

 

 
24590-WTP-RPT-PR-04-0001-04, Rev 1 
WTP Process Corrosion Data - Volume 4 

 

 

Temperntun• 
The normal operating temperah1re range of stream TCP03 is 122 to 126°F (24590-PTF-MVC-TCP-
00004, Sheet 7, Ref. 7.1.4(26)) . However, stream TLP02 is transferred from TLP-SEP-00001 at a max 
operation temperahire of 150°F. Therefore, 123°F is considered nominal temperahire and 150°F is 
considered upper temperature for stream TCP03 . 

Solids Concentration 
The solids concentration for stream TCP03 will normally range from 0-0.2 wi% UDS (24590-WTP-DB
PET-09-001 , Table A-25 , Ref. 7.1.1 (3)) . The nominal solids concentration is the average of this range, 
0 .1 wt% . which is due to cooling of the treated LAW concentrate after it goes tlu·ough the IX colunms . 
The upper limit for solids in TCP03 is .,.4 ·wt% (24590-WTP-RPT-E G-08-021 -04, Table A-3, Ref. 

. 1.1(8)). Therefore. 3.4 wt% is considered the upper highest expected solids concentration for stream 
TCP03. 

ShnTv Density 
The shmy density of stream TCP03 will range from 80.7 lb/ft3 to 85 .7 lb/ft3 (24590-WTP-DB-PET-09-
001 , Table A-25 , Ref. 7.1. 1(3)). The normal sluny density is the average of this range. 83 .2 lb/ ft3. 

Slurry pH 
Liquid pH is not a controlled parameter for stream TCP03 . The pH range given in the PIBOD is 14 to 15 
(24590-WTP-DB-PET-09-001. Table A-25. Ref. .1.1 (3)) . The resulting pH for this stream will be 
provided in the corrosion data sheet. 

6.1.3.1.2 Treated LAW Concentrate from LCP-VSL-00001/2 (off-nonnal) 

LCP-VSL-00001 and LCP-VSL-00002 are interchangeable and can transfer treated LAW concentrate to 
and from each other. This is done to allow flexibility in the Plant so each of the melter tra ins can be 
utilized. 

This transfer is considered an off-n01111al event and will not be discussed fmiher. 

6.1.3.2 Mix Treated LAW Concentrate 

The treated LAW concentrate is mixed using mechanical agitation. Each vessel contains one agitator. 
LCP-VSL-00001 /2 agitator requirements are provided in 24590-LAW-MFD-LCP-00004/5 (Ref. 
7. 1. 5(2)/(3)). 

6.1.3.3 Transfer Treated LA \V Concentrate to MFPV 

The following process streams taken from process flow diagram 24590-LA W-M5-Vl 7T-00001/2 (Ref. 
.1.3(13)(1 4)) and associated DCNs 24590-LAW-M 5N-Vl T-00011 (Ref. .1.3(20)) and 24590-LAW

M5 -VI T-00020 (Ref. .1.3(22)) are outputs from LCP-VSL-0000 1/2: 

• LCP0I - Treated LAW Concentrate to LFP-VSL-00001/3 

• Overflow to RLD-VSL-00004 ( off-normal) 
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6.1.3.3.1 LCP0l - Treated LAW Concentrate to LFP-VSL-00001/3 

Stream LCP0 l is the blended feed from the concentrate receipt vessel (LCP-VSL-00001/2) to the melter 
feed preparation vessel, LFP-VSL-00001/3 . Stream LCP0 1 is treated LAW concentrate with some flush 
water. 

Molarity 
LCP-VSL-0000 1 adds vessel wash v.ater to dilute the TLP concentrate . For most feeds, the sodium 
concentration of LCP0l w ill range from 5.9 to 6. 7 M (24590-WTP-DB-PET-09-001 , Ref. 7 .1 .1 (3), Table 
B- 16) . The sodium concentration ofTLP02 and LCP0l may range from 5 to 10 M (24590-WTP-DB
PET-09-001 , Ref. 7.1.1 (3). Section 5.2 .1 & 4 .10.2). Assuming no dilution clue to flush water addition, 8 
M is the nominal sodium molarity for stream LCPO 1. The upper highest expected sodium molarity is 10 
M . 

Temperature 
The nominal temperature of waste coming from LCP-VSL-0000 1 is 123°F (24590-LAW-MVC-LCP-
00002, Ref. .1 .4(20). Section 8) and the maximum operating temperahll'e where stream LCP0 1 
originates is 140°F (24590-LA W-MVC-LCP-00002, Ref. 7.1.4(20)). Therefore, 123°F is considered 
nominal temperahue and 140°F is considered upper temperah1re for stream LCP0l (24590-LA W -MVC
LCP-00002. Ref. 7 .1.4(20)) . 

Solids Concentntion 
The solids concentration for stream LCP0l w ill nonually range from 1.8-2.4 wt% UDS (24590-WTP
DB-PET-09-00 1, Ref. 7.1.1(3) . Table B-16). TI1e nominal solids concentration is the average of this 
range, 2.1 wi%. Stream LCPOl will have the same solids concentration as stream TCP03 , assuming no 
dilution (due to flush water addition) in LCP-VSL-00001. The upper limit for solids in TCP03 is 3.4 wt% 
(24590-WTP-RPT-E G-08-02 1-04, Ref. 7.1.1(8). Table A-3) . However, the maximum operating wt% 
suspended solids in the concentrate is 3 .8 wt% (24590-LAW-MVC-LCP-00002, Ref. .1.4(20), Section 
8) . Therefore, 3.8 wt% is considered upper highest expected solids concentration for stream LCP0l . 

Slurry Density 
The shmy density of stream LCP0l will range from 77.2 lb/ft3 to 81.2 lb/ft3 (24590-WTP-DB-PET-09-
00 1, Ref. .1.1 (3) . Table B-16). The nonnal sltmy density is the average of this range. 79.2 lb/ft3. The 
maximum density of stream LCP0l is 91.1 lb/ft3 ( I.46~ ml) (24590-LA W-MVC-LCP-00002, Ref. 

.1.4(20). Section 6.1.4). 

Slurry pH 
Liquid pH is not a controlled parameter for stream LCP0 1. The pH range given in the PIBOD is 14 to 15 
(24590-WTP-DB-PET-09-001, Ref. 7.1.1 (3), Table B-16). The resulting pH for this sh·eam will be 
provided in the corrosion data sheet. 

6.1.3.3.2 Overflow to RLD-VSL-00004 (off-normal) 

Overflow to RLD-VSL-00004 would have the same properties as LCP0l but is considered an off-nonnal 
event. Therefore, this transfer will not be discussed further in this document. 



24590-LAW-N1D-LCP-00001 
Rev. 6 

CORROSION EVALUATION 

LCP-VSL-00001 & LCP-VSL-00002: Sheet: 15 of 15   

 

 
24590-WTP-RPT-PR-04-0001-04, Rev 1 
WTP Process Corrosion Data - Volume 4 

 

 
 
 
 

6.1.4 Process Modes 

6.1.4.1 Normal Operations 

Based on the assessment of streams frequently transferred in and out of LCP-V SL-00001/2, two nonnal 
processing modes are considered: 

1) Receipt of Treated LAW Concentrate Feed from TCP-VSL-00001 
2) Transfer of Treated LAW Concentrate to LFP-VSL-00001 /3 

Section 6.1.5.1 summarizes in tabulru· form each of these processing modes. 

6.1.4.2 Infrequent Operations 

LCP-VSL-0000 1/2 has the capability ofreceivi.ng treated LAW concentrate from one another. 

6.1.5 Summary of Processing Conditions for LCP-VSL-00001/2 

6.1.5.1 Normal Operations 

The following table summarizes the normal processing modes for vessel LCP-VSL-00001/2. 

Summary ofLCP-V SL-00001/2 Normal Waste Conditions for Processing 
Stream Number Weight % UDS Na Molarity Tempentm·e (°F) 

normal upper nonnal upper normal uooer 
TCP03 0.1 3.4 8 10 123 150 
LCP0 l 2.1 3 .8 8 10 123 140 
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Results 

Materials Considered 

Material 
(UNS No.) Acceptable Material 

Type 304L (S30403) 
Tvoe 316L (S31603) X 
AL-6XN® 6% Mo (N08367) X 
Hastelloy® C-22® (N06022) X 
Stellite® 12 /R30012) X /agitator imoellor onlv) 

Recommended Material Types: Vessel head/shell-Type 316 (max 0.030%C; dual certified) 
Vessel support-Type 304 or 316 (max 0.030% C; dual certified) 
Internal piping - Type 316 (max 0.030% C; dual certified) 
Agitator impeller: Stellite® 12 or equivalent 

Minimum Corrosion Allowance: 0.04 inch required on top head (includes 0.024 inch corrosion 
allowance and 0.016 inch general erosion allowance) 
0.125 inch required on bottom head and shell (includes erosion and 
corrosion) 

Inputs and References 
• Operating temperature (°F) (nom/max) 98/123 (24590-LAW-MVC-LFP-0000I) 
• Uniform corrosion allowance, top head (inch): 0.024 (24590-WTP-DB-ENG-01-001) 

• Uniform erosion allowance, top head (inch): 0.016 (24590-WTP-DB-ENG-01-001) 
• Vessel bottom design corrosion allowance (inch): 0.125 (24590-WTP-M0C-50-00004) 

• Location: Rooms L-0123 & L-0124 (24590-LAW-PI-P0IT-00002) 
• Operating conditions are as stated in the applicable section of WTP Process Corrosion Data - Volume 3 (24590-WTP-RPT-PR-04-

0001-03) 

Assumptions and Justification (refer to Section 19-References) 
• Source data presented on the PCDS are conservative with respect to corrosion as stated therein. IO 

• The feed prep vessels have cooling jackets to control contents temperature. IO 

• Vessels are equipped with a mechanical agitator to continuously mix the vessel contents to keep insoluble solids in suspension.' 

• The pH range of7 to 7 reported for stream LFP0I in Section 6.1.3 .2.1 of the PCDS attached should be reported as "not applicable" as 
the stream is a non-liquid stream and reporting a pH is not appropriate. 

Operating Restrictions 
• To protect against localized corrosion in the vessel and transfer piping, develop procedure to bring the vessel contents to within the 

limits defined for Type 316L in 24590-WTP-DB-ENG-0 1-001, Basis of Design, in the event that temperature, pH, or chloride 
concentration exceeds those limits. 

• Develop a procedure to control, at a minimum, cleaning, rinsing, and flushing of vessel and internals, as applicable. 

• Develop procedure to control lay-up and storage; includes both before plant is operational and during inactive periods after start-up. 

• Procedures are to be reviewed and accepted by MET prior to use. 
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Please note that source, special nuclear and byproduct materials, as 
defined in the Atomic Energy Act of 1954 (AEA), are regulated at the 
U.S. Department of Energy (DOE) facilities exclusively by DOE acting 
pursuant to its AEA authority.  DOE asserts, that pursuant to the AEA, 
it has sole and exclusive responsibility and authority to regulate source, 
special nuclear, and byproduct materials at DOE-owned nuclear 
facilities.  Information contained herein on radionuclides is provided 
for process description purposes only. This bound document contains a total of 16 sheets. 
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Corrosion/Erosion Detailed Discussion 
 
The Low-Activity Waste (LAW) Melter Feed Process (LFP) system receives LAW concentrate from the LAW Concentrate Receipt Process 
(LCP) system and mixes the waste with glass formers and sucrose from the Glass Formers Reagent (GFR) system.  The mixed melter feed is 
transferred from the melter feed preparation vessels (MFPV) to the melter feed vessels (MFV) where it is pumped to the LAW melters. 
 
LFP-VSL-00001 and LFP-VSL-00003 are the same vessels in every way except that LFP-VSL-00001 is the MFPV for LAW melter 1 and 
LFP-VSL-00003 is the MFPV for LAW melter 2.  Therefore, the stream properties of these vessels will be the same and henceforth they are 
collectively referred to as LFP-VSL-00001/3.  LAW concentrate is received in these vessels from LCP-VSL-00001/2.  Glass formers are 
received in LFP-VSL-00001/3 from a glass former mixer enclosure (GFR-TK-00022/23). 
 
Where the pages of the attached PCDS report refer to transfers between LAW and Pretreatment (PT) facilities, those transfers are available 
only during baseline configuration and are isolated during Direct Feed Low-Activity Waste (DFLAW) configuration.  Under the DFLAW 
configuration, effluent concentrate is transferred from DEP-VSL-00003A/B/C to LCP-VSL-00001/2.  In the unlikely event that an off-spec 
batch is generated, the off-spec batch can be returned to the Tank Farms via the LAW radioactive liquid waste disposal (RLD) system, the 
Direct Feed LAW Effluent Management Facility Process System (DEP), and the underground transfer lines. 
 

1 General/Uniform Corrosion Analysis 

a Background  
General or uniform corrosion is corrosion that is distributed uniformly over the surface of a material without appreciable localization.  This 
leads to relatively uniform thinning on sheet and plate materials and general thinning on one side or the other (or both) for pipe and tubing.  It 
is recognized by a roughening of the surface and usually by the presence of corrosion products.  The mechanism of the attack is an 
electrochemical process that takes place at the surface of the material.  Differences in composition or orientation between small areas on the 
metal surface create anodes and cathodes that facilitate the corrosion process.  
 
b Component-Specific Discussion 
This vessel receives treated LAW concentrate for mixture with glass formers.  The normal pH, chloride concentration, and temperatures are 
such that Type 316L stainless steel will be acceptable.  The solution is normally constantly mixed using mechanical agitators, and sampling is 
performed.  The uniform corrosion rate is low under these conditions.  Based on 24590-WTP-M0C-50-00004, Wear Allowance for WTP 
Waste Slurry Systems, 0.040 inch corrosion allowance is sufficient for the top head of the vessel, not impacted by the erosion caused by the 
mechanical agitators in slurry with glass former service.  For conservatism, in vessels containing mechanical agitators, a design corrosion 
allowance of 0.125 inch should be used for the vessel bottoms to provide a 40-year service life in waste slurries with glass formers.  
 
Evaluation of the cooling jackets is documented in 24590-LAW-N1D-LFP-00001. 
 

2 Pitting Corrosion Analysis 

Pitting is localized corrosion of a metal surface that is confined to a point or small area and takes the form of cavities.  Dillon (2000) states 
that in alkaline solutions, pH>12, chlorides are likely to promote pitting only in tight crevices such as might form after partial removal of 
deposits during multiple rinse cycles.  The nominal operating temperature is 98 °F with a range of 77 to 150 °F.  At these temperatures, both 
Type 304L and Type 316L stainless steel would be acceptable in the proposed alkaline waste. 
 
The chemistry and operating conditions in this vessel fall within the limits established for 300 series stainless steel in Table 18-1 of 24590-
WTP-DB-ENG-01-001, Basis of Design.  For convenience, this comparison is documented on page 6 of this corrosion evaluation. 
 

3 Crevice Corrosion Analysis 

Crevice corrosion is a form of localized corrosion of a metal or alloy surface at, or immediately adjacent to, an area that is shielded from full 
exposure to the environment because of close proximity of the metal or alloy to the surface of another material or an adjacent surface of the 
same metal or alloy.  Crevice corrosion is similar to pitting in mechanism.  Crevices in this vessel are limited by the design and fabrication 
practice.   
 
The chemistry and operating conditions in this vessel fall within the limits established for 300 series stainless steel in Table 18-1 of 24590-
WTP-DB-ENG-01-001.   
 

4 Stress Corrosion Cracking Analysis 

Stress corrosion cracking (SCC) is the cracking of a material produced by the combined action of corrosion and sustained tensile stress 
(residual or applied).  The exact amount of chloride required to cause stress corrosion cracking is unknown.  In part this is because the 
amount varies with temperature, metal sensitization, and the environment; also, chloride tends to concentrate under heat transfer conditions, 
by evaporation, and electrochemically during a corrosion process.  Hence, even concentrations as low as 10 ppm can lead to cracking under 
some conditions.   
 
The chemistry and operating conditions in this vessel fall within the limits established for 300 series stainless steel in Table 18-1 of 24590-
WTP-DB-ENG-01-001.   
 

5 End Grain Corrosion Analysis 

End grain corrosion is preferential corrosion which occurs along the worked direction of wrought stainless steels exposed to highly oxidizing 
acid conditions.  End grain corrosion is exclusive to metallic product forms with exposed end grains from shearing or mechanical cutting and 
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only occurs when exposed end grains are exposed to highly oxidizing acid conditions.  Such conditions are not present in this vessel; 
therefore, end grain corrosion is not a concern.   
 

6 Weld Corrosion Analysis  

The welds used in the fabrication will follow the WTP specifications and standards for quality workmanship.  The materials selected for this 
fabrication are compatible with the weld filler metals and ASME/ AWS practice.  Using the welding practices specified for the project there 
should not be gross micro-segregation, precipitation of secondary phases, formation of unmixed zones, or volatilization of the alloying 
elements that could lead to localized corrosion of the weld.  Assuming that correct weld procedures are followed, no preferential corrosion of 
weld beads or heat-affected zones occurs in the expected aqueous chemistry and temperature.  
 

7 Microbiologically Influenced Corrosion Analysis 

Microbiologically influenced corrosion (MIC) refers to corrosion affected by the presence or activity, or both, of microorganisms.  Typically, 
with the exception of cooling water systems, MIC is not observed in operating systems.  In this system, the proposed operating conditions are 
not conducive to microbial growth.  Rinsing with untreated process water may be a concern.  The use of demineralized water for rinsing is 
recommended.  Conditions that lead to MIC are not present in this system. 
 
Evaluation of the cooling jackets is documented in 24590-LAW-N1D-LFP-00001. 
 

8 Fatigue/Corrosion Fatigue Analysis 

Fatigue is the process of progressive localized permanent structural change occurring in a material subjected to fluctuating stresses at less 
than the ultimate tensile strength of the material.  Corrosion fatigue is the process wherein a metal fractures prematurely under conditions of 
simultaneous corrosion and repeated cyclic loading at lower stress levels or fewer cycles than would be required to cause fatigue of that metal 
in the absence of the corrosive environment.  Based on the anticipated low mechanical and thermal cycling (Attachment C of 24590-WTP-
MVC-50-00009, Lab, BOF, and LAW Vessel Cyclic Datasheet Inputs), it can be stated that conditions which lead to fatigue or corrosion 
fatigue are not present in this vessel.  
 

9 Vapor Phase Corrosion Analysis 

Conditions in the vapor phase and at the vapor/liquid interface can be different than those present in the liquid.  The vapor space corrosion is 
self-limiting due to the passive film.  Also, the layers of deposited corrosion product on top of the passive film act as barriers that reduce 
mass transport necessary for corrosion.  Corrosion rates of materials exposed to vapors in the headspace are never greater than the corrosion 
during immersion service.  The corrosion at the liquid air interface (LAI) is an oxygen-concentration cell resulting from the alternate wetting 
and drying occurring at the interface.  Vessels that operate at the same liquid level and form a surface crust are more susceptible to LAI 
corrosion.  Corrosion at the LAI could be similar to immersion service and not usually greater.  WTP vessels also have the protective passive 
film at the LAI which reduces corrosion and the liquid level is constantly changing.  As compared to the corrosion in the immersion section, 
the corrosion rates in the vapor space are much lower.  Vapor phase corrosion is not a concern. 
 

10 Erosion Analysis 

Erosion is the progressive loss of material from a solid surface resulting from fluid flow.  The material loss is caused by mechanical 
interaction between the surface and the fluid, as the velocity increases the material loss increases.  When the fluid contains a second phase, 
“two phase solution”, erosion rates increase rapidly.  The second phase material can be solid particles like sand or air/steam bubbles.  WTP is 
more concerned with the solid particle impingement; the solid particles are generally oxides of waste.   
 
The slurry velocity on the vessels’ sides and bottoms will be proportional to the tip speed of the agitator blades.  Based on 24590-WTP-M0C-
50-00004, velocities at the walls and bottom of the vessels are expected to be below 10 ft/s.  For conservatism, a design corrosion allowance 
of 0.125 inch, based on a velocity of 10 ft/s, should be used for the vessel bottoms to provide a 40-year service life. 
 
As stated in 24590-WTP-3PS-MACS-T0003, Engineering Specification for Mechanical Agitators, the agitator blades shall be cast cobalt-
based Stellite® 12, which demonstrates heightened wear resistance (Stellite® 12 Alloy Technical Data Publication, Kennametal, Inc.).  
Based on the use of wear resistant materials, and the fact that the agitators are maintainable and replaceable, no erosion allowance is 
specified. 
 

11 Galling of Moving Surfaces Analysis 

Where two metals are moving in contact with each other without lubrication, there is a risk of damage to their surfaces.  No moving 
unlubricated surfaces are present within the vessel; therefore, galling is not a concern.   
 

12 Fretting/Wear Analysis 

Fretting corrosion refers to corrosion damage caused by a slight oscillatory slip between two surfaces.  Similar to galling but at a much 
smaller movement, the corrosion products and metal debris break off and act as an abrasive between the surfaces, producing a classic 
three-body wear problem.  This damage is induced under load and repeated relative surface motion.  Conditions which lead to fretting are not 
present in this vessel; therefore, fretting is not a concern. 



24590-LAW-N1D-LFP-00004 
Rev. 5 

CORROSION EVALUATION 

LFP-VSL-00001 & LFP-VSL-00003: Sheet: 5 of 16   

 

13 Galvanic Corrosion Analysis 

Galvanic corrosion is accelerated corrosion caused by the potential difference between the two dissimilar metals in an electrolyte.  The 
galvanic current is sufficient to drive corrosion when the potential difference is greater than 200 mV.  One material becomes the anode 
and the other the cathode.  Corrosion occurs on the anode material at the interface where the potential gradient is the greatest.  A 
potential difference of more than 200 mV is needed for a sufficient driving force to initiate galvanic corrosion.  The potential difference 
for any combination of alloys used in the vessel design is not sufficient for galvanic currents to overcome the passive protective film.  
For such alloys, there is negligible potential difference, so galvanic corrosion is not a concern.   
 

14 Cavitation Analysis 

Cavitation is the formation and rapid collapse of cavities or bubbles of vapor or gas within a liquid resulting from mechanical or 
hydrodynamic forces.  Cavitation is typically associated with pumps and orifice plates, not vessels.  The agitator blade is susceptible to 
cavitation.  For this reason, agitators are replaceable components.  To avoid excessive maintenance, a Stellite® alloy has been selected for the 
agitator blades.  The cobalt-chromium alloy offers resistance to cavitation damage.  This alloy also possesses high tensile strength 
comparable to many duplex stainless steels combined with excellent impact toughness and ductility. 
 

15 Creep Analysis 

Creep is time-dependent strain occurring under stress and is described as plastic flow, yielding at stresses less than the yield strength.  Creep 
is only experienced during operations at high temperatures.  Temperatures much greater than one half the absolute melting temperature of the 
alloy are necessary for thermally-activated creep to become a concern.  The vessel operating and design temperatures are too low to lead to 
creep; therefore creep is not a concern.     
 

16 Inadvertent Nitric Acid Addition 

At this time, the design does not provide for the regular use of nitric acid reagent in this system.  Addition of nitric acid into the system would 
require operator intervention to complete the routing.  Nitric acid is a known inhibitor solution, and at the operating temperatures listed, the 
presence of nitric acid is not a concern. 
 

17 Conclusion and Justification 

The conclusion of this evaluation is that LFP-VSL-00001 and LFP-VSL-00003 can be fabricated from a 300 series stainless steel and are 
capable of providing 40 years of service.  Based on the expected operating conditions, a 300 series stainless steel is expected to be 
satisfactorily resistant to uniform and localized corrosion.  Based on 24590-WTP-DB-ENG-01-001, the probable loss due to uniform 
corrosion over 40 years is 0.024 inch.  A design corrosion allowance of 0.04 inch is recommended for the top head (unaffected by the 
mechanical agitator) and exceeds the corrosion and erosion allowances identified in 24590-WTP-M0C-50-00004 and 24590-WTP-RPT-M-
04-0008, Evaluation of Stainless Steel and Nickel Alloy Wear Rates in WTP Waste Streams at Low Velocities.   
 
Based on comparison of the process conditions documented in 24590-WTP-RPT-PR-04-0001-03 against the limits for Type 316L 
documented in 24590-WTP-DB-ENG-01-001, the PCDS values, which take into account conditions at contract maximum values, are within 
the applicable limits.   
 
Additional localized protection for the bottom head and shell will accommodate wear due to the mechanical agitators and is based on 24590-
WTP-M0C-50-00004. 
 

18 Margin 

The uniform corrosion allowance for slurry with glass formers is 0.125 inch (0.04 inch corrosion allowance otherwise) based on the range of 
inputs, system knowledge, handbooks, literature, and engineering judgment/experience.  The service conditions described above result in a 
predicted uniform loss due to uniform corrosion of 0.024 inches.  The specified minimum corrosion allowance (0.04 inch for top head and 
0.125 inch for bottom head and shell) equals or exceeds the minimum required corrosion allowance specified in the input calculations; 
therefore, margin is provided.  The uniform corrosion design margin for the operating conditions is sufficient to expect a 40-year operating 
life and is justified in the referenced calculations. 
 
The localized corrosion margin is based on comparison of the process conditions documented in 24590-WTP-RPT-PR-04-0001-03 against 
the limits for Type 316L documented in 24590-WTP-DB-ENG-01-001.  The PCDS values, which take into account conditions at contract 
maximum values, are within the applicable limits. 
 
Localized protection for the bottom head and shell (0.125 inch) will accommodate wear due to the mechanical agitator.  The localized erosion 
design margin is documented and justified in the calculations 24590-WTP-M0C-50-00004 and is sufficient to expect a 40-year operating life. 
 
The maximum operating parameters for this vessel are defined in the PCDS.  As shown in the table below, the PCDS calculated pH, 
chemistry, and temperature are bounded by the materials localized corrosion design limits documented in the WTP Materials Localized 
Corrosion Design Limits in Table 18-1 of the Basis of Design.  The difference between the design limits and the operating maximums (PCDS 
value) is the localized corrosion design margin and, based on the operating conditions, is sufficient to expect a 40-year operating life.  The 
Melter 1 & 2 Feed Preparation Vessels, LFP-VSL-00001 & LFP-VSL-00003, are protected from localized corrosion (pitting, crevice 
corrosion, and stress corrosion cracking) by operating within the range of the design limits.  Operational and process restrictions will be used 
to ensure the limits are maintained. 
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MATERIALS LOCALIZED CORROSION DESIGN LIMITS – Type 316L 

 Temperature 
(°F) 

pH Chloride 
(molar) 

Hydroxide 
(molar) 

Cl-/OH- 
 (molar) 

DESIGN LIMIT 150 max ≥ 10 NA NA ≤ 2 

Melter feed to 
LFP-VSL-00002/4 

(LFP05) 

150 14.3 3.4E-01 1.9E+00 0.176 

      

Inlet Vessels to 
LFP-VSL-00001/3 

Temperature 
(°F) 

pH Chloride 
(molar) 

Hydroxide 
(molar) 

Cl-/OH- 
 (molar) 

DESIGN LIMIT 150 max ≥ 10 NA NA ≤ 2 

Treated LAW 
concentrate from 

LCP-VSL-00001/2 
(LCP01) 

140 14.6 7.7E-01 4.3E+00 0.181 

 
NA = not applicable; no design limit for these values 

Inlet vessel to LFP-VSL-00001/3 based on 24590-WTP-RPT-PR-04-0001-03, Section 6.1, and Figure 18. 

 
References sources for this table: 

1) Design limits - 24590-WTP-DB-ENG-01-001, Table 18-1 
2) LCP-VSL-00001/2 (LCP01) – 24590-WTP-RPT-PR-04-0001-04, Figure C-1 
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PROC:IE'.SS CORROSIION DATA SHEET (eldmcij 

Gompone t(s) (Name.Im#.~' LAW Metter reed Piremmi tion Vessel (LFP-VSL-101!10Hl311 

Fac:ilitiy LAW ------
n Black Dell? NO 

Stream ID l LFPD5 

Chemicals Un it AOO EOIJS 
Cafiolils {p,pm) 

IAr3 (J.J'umin um) ~ m 
4 ,3Q 

F,e • 3 ( Iron) ppm 4@,203 

f-'lci'2 ~Merc1.1 rvl DDm 4 

Pb,2 !Lead) ppm 23 

An:io lils ~ppm) 

Cl" (C-tilorid'el cpm 12,175 

00,:, -2 (Camone'_e) ppm rn.721 

F (Fluari:de) ~ m 16,991 

MO:,," ( rirate) ppm 14,868 

MO,:,- (Nimte} ppm 00,61 

PO,:t! ihosphate) ppm 43,694 

S04/ (Su "ate) ppm 1 

01-1.raqr ppm 22,!532 

01-t(s)i ~ m 
12,464 

1p1-1 14.21\l 

&is,oe,nded Solids wt% D 

T,~ature . 1150 

LkJuocl Density" lbffl3 MA 

•· Liquid density provid ed '1x re "erence 
24590- P :B-PET -09-001 
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Figure B- 1 LFP-VSL-00001/3 Aqueous PCDS 

 
 

P-rope1·tie'i 
Suspended Solids [wt%] 0 

Total Salts [wt%] 33_94 

Sodium Molarity [M] 6.43 E+o0 

Relative Humidity [%] n/a 

pH 14_07 

Anti-Foam Agent [ppm] 7.22E+o l 

TOC [kg/h] 1.46E+o0 
Pressure [ba.-] 0_98 

Temperature [CJ 77.35 
Temperahu-e [F] 17 1.24 

W ater Flow Rate [kg/hr] 4 19.50 
Total Aqueous Flow Rate [kg/hr] 63 5.00 

Total Flow Rate r1:g1hr l 6.35H-02 

VITLIQUID LAW 
serNote 

Concentrate 

A UEOUS 
Cations (ppm) 

Ag+ I 
Af+3 7379 

An,+3 0 
As+5 3 
B+3 413 

Ba+2 I 
Be+2 0 
Bi+3 9 
Ca+2 277 
Cd+2 2 

Ce+4 416 
Co+2 I 
Cr+3 0 
Cr+6 367 
Cs+ 0 

Cu+2 I 
Eu+3 0 
Fe+2 0 
Fe+3 447 

H+ 0 

Hg-+-2 I 
K+ 2228 

La+3 0 

Li+ 132 
Mg-+-2 56 

Mn+4 5 
Mo+6 7 

Na+ 116630 
Nd+3 3 
Ni+2 29 
Pb+2 15 
Pd+2 0 
PM-4 0 
Pu+4 0 
Ra+2 0 
Rb+ 0 

Rh+3 0 
Ru+4 I 

Sb+3 2 
Se+4 8 
Si+4 1527 
Sr+2 37 
Ta+5 0 
Tc-+4 0 
Te+4 0 
Th+4 0 
Ti+4 69 
11+5 8 
U+4 0 
V+3 1 

W+6 2 
Y+3 0 

Zn+2 250 
Zr+4 156 

Anions ( ppm ) 

B(OH)4- 0 
C204-2 1492 

Cl- 19805 
CN- I 

C03-2 14352 
F- 27670 

H2P04- 0 
H2Si04-2 0 

H3Si04- 0 
HC03- 0 

HP04-2 0 
HS03- 0 
HS04- 0 

I- 0 
103- 0 

NIH+ 0 
N 0 2- 22295 
N03- 82739 

0-2 0 
02-2 0 

OH(aq)- 15845 
OH(s)- 9748 
P04-3 4797 
S03-2 0 
S04-2 5004 

Oreanics ( ppm) 

AFA DCMP 2201 
AFA_N\OC 72 

N\IOC 2591 
Sucrose 186 
svoc 64 
voe 24 

Stream ID 
LCPOla LFPOI 

-0 0 
0 79.88 

0 7.83E-Ol 
u la nla 
7_00 7.00 

0 0 

0 8.84E-+-OO 
0_99 0.99 

25 .00 50.56 
77 .00 123_00 

15.90 76.1 1 
15.90 378-35 

L59E-+-01 3-78E-+-02 

VlT LIQUID lFP 
VIT GIASS FRIT 

MFPV line Flush 
L",.W Blended 
Glass Fonuers 

-0 0 
0 43135 

0 0 
0 0 
0 52628 

0 0 
0 0 

0 0 
0 57.242 
0 3 

0 0 
0 0 
0 0 

0 0 
0 0 

0 0 
0 0 

0 0 
0 64589 
0 0 

0 0 
0 155 

0 0 

0 13743 
0 15283 
0 211 
0 0 
0 9068 

0 0 
0 15 1 
0 1 

0 0 
0 0 
0 0 
0 0 

0 0 
0 0 
0 0 

0 0 
0 0 
0 324276 
0 0 
0 0 

0 0 
0 0 
0 31 

0 14357 
0 0 
0 0 

0 60 
0 0 

0 0 
0 47894 

0 34207 

0 0 
0 0 

0 39 
0 0 
0 65721 

0 0 
0 0 
0 0 

0 0 
0 0 

0 0 
0 0 
0 0 
0 0 
0 0 
0 0 
0 0 
0 0 

0 0 
0 0 

0 0 
0 0 
0 330 
0 0 
0 215 

0 0 
0 0 
0 0 

0 55495 
0 0 
0 0 

0 
50_07 

4.SOE-00 

n/a 

14-29 
3.90E-01 

1.02E-01 
0.98 

65 _56 
150.00 

511 .45 
1024.26 

l.02E+03 

VIT LIQUID 
Blended LAW 

Feed 

0 
41395 

0 
2 

39854 

I 
0 

9 
63103 

3 
427 

0 
0 

576 
0 
I 
0 

0 
49203 

0 

4 
1440 

0 

25563 
22630 

502 
5 

78122 

2 
235 
23 1 

0 
0 
0 
0 
0 
0 
I 

I 
6 

299494 
25 
0 

0 
0 

23 

10965 
5 
0 

46 
I 
0 

36111 

25754 

0 
1853 

12176 
I 

119721 

16991 
0 
0 

0 
0 
0 
0 
0 
0 
0 
0 

14868 
66614 

0 
0 

22532 
12464 
43694 

0 
11104 

1568 
84 

21091 

26090 
561 
268 

-

I 

I 

I 

I 

I 

l Cf11 1 

LCJ.P01a LFP _ VSL_00001/3 LFPD5 

l FPD1 

GE EJUL NOTE FOR USE OF PC'DS: 

• The information provided by th& PCD report is inrend&d 
sole~v for 11se in suppor·r of ,he vessel maunia! sefecrion 
pmcess and Cm-rosion Evaluations. The inputs, 
ass11mprtons, and compmarionallengineering models used 
in generating the results presenred herein are specific to 
this effort Use of the infonnarion pres&nted herein for any 
other purpose will require separate consideration and 
analysis to suppm·r justification of its use for the desired, 
alte111atii ·e purpose. 

• The process descriptions h1 this repon cover routine 
process opera/ions and 11011-rolfline (infrequent) process 
operations, when such exist, that could impact col'/'osion or 
erosion of process equipmen/_ 

• The data in !he non-shaded columns of Iha PCDSs has 1\ 0 I 
been adjusted fo comply with the hiuhest expected, vessel
specific operarional condirio11s. 

• The process de cripriom prowded in thi report are for 
geneml information and r~_ffectii1e of the corrosion 
engineer's analysis for transparency, lhe information is 
c111re11! only at the time this docwnenl is is.sued_ These 
process descriptions should not be referenced for design . 
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6.1 LAW Melter Feed Preparation Vessel (LFP-VSL-00001/3) 

6.1.1 Description of Vessel/Equipment 

The Low-Activity Waste (LAW) Melter Feed Process (LFP) system receives LAW concentrate from the 
LAW Concentrate Receipt Process (LCP) system and mixes the waste with glass fonners and sucrose 
from the Glass Fonners Reagent (GFR) system. TI1e mixed melter feed is transfe11"ed from the melter 
feed preparntion vessels (MFPVs) to the melter feed vessels (MFVs) where it is pumped to the LAW 
melters . 

LFP-VSL-00001 and LFP-VSL-00003 are the same vessels in eve1y way except that LFP-VSL-0000 1 is 
the MFPV for LAW melter I and LFP-VSL-00003 is the MFPV for LAW melter 2. Therefore. the 
stream properties of these vessels will be the same and hencefo1ih they are collect ively refe1Tecl to as 
LFP-VSL-00001 /3. LAW concentrate is received in these vessels at a minimum flowrate of 88 gal/min 
from LCP-VSL-0000 1/2 (245 90-WTP-DB-ENG-01 -001. Ref. 8.1. 1(4) . Table 6-3) . Glass fom1ers are 
received in LFP-VSL-00001 /3 from a glass former mixer enclosure ( GFR-TK-00022/23) at a minimum 
and maximum discharge rate of 132 ft3/11r and 392 ft3/hr, respectively (24590-LAW-MOD-GFR-00022/23. 
Ref. 8.1.5(2) & 8.1.5(3). Page I ). 

Figure 18 is a sketch of the input and output arrangement of streams for LFP-VSL-00001/3 . Streams that 
are not primaiy routes ( off-1101mal or infrequent transfers) are represented with clashed lines. 

Figm·e 18 LFP-VSL-00001/3 Sketch 

Treated LAW Concentrate 
from LCP-VSL--00001 

Melter Feed from ~ 
LFP-VSL-00002/4 !_,,/"--------

Melter Feed from ~ 
LFP-VSL--00001/3 L_____,/--------

GFR 
TK 

00022/23 

~ -AGT- ADS 
00001/3 Pump 

Melter Feed to 
LFP-VSL-00002/4 

_ -• Overflow to 
RLD-VSL-00004 
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6.1.2 System Functions 

The process functions of this vessel are as follows : 

• Receive LAW Concentrate 

• Receive Glass F onners 

• M ix LAW Concentrate with Glass Formers 

• Transfer Blended Melter Feed to MFV 

These vessels perform additional system functions beyond the process functions, but these are outside the 
scope of this document. The non-process functions are not discussed any fmiher in this document. 
However. they are listed below for completeness : 

• Confine Hazardous Ma erials 

• Flush System Components 

• Repoti System Data 

• Sample LAW Melter Feed 

6.1.3 Description of Process Functions 

6.1.3.1 Receive LAW Concentrate 

The following process streams taken from Process Flow Diagram 24590-LAW-M S-Vl 7T-00001/2 (Ref. 
8.1.3(9) & 8.1.3(10)) and associated drawing change notices (DCNs) 24590-LAW-MSN-V l 7T-00013 
and 24590-LAW-M5 -V I T-00020 are inputs to LFP-VSL-00001/3: 

• LCP0l - Treated LAW concentrate from LCP-VSL-00001 

• LFP0l - Blended Glass Formers from GFR-VSL-00007 via GFR-TK-00022/23 

• Melter Feed from LFP-VSL-00002/4 (off-normal) 

• Melter Feed from LFP-VSL-00001/3 (off-normal) 

6.1.3.1.1 LCP0l - Treated LAW concentrate from LCP-VSL-00001 

Stream LCP0 1 is the concentrated treated LAW product sent to LFP-VSL-00001/3 from LCP-VSL-
00001. The target sodium concentration for stream TLP02 is 5- l0M a (8 to 10 molar sodium for 
Envelope A and C. and 5 molar for Envelope B) depending on the LAW Envelope being processed 
(24590-WTP-DB-PET-09-00 1. Ref. 8. 1. 1(5), Section 6.2.2). A maximum specific gravity of 1.4 has been 
utilized based on potential rheological concerns in LAW Vitrification after the addition of glass forming 
chemicals. The evaporator is set to a specified concentration which can be changed as the process 
requires (24590-WTP-DB-PET-09-001. Ref. 8 .1.1 (5). Section 4.10.2). Stream TLP02 goes through TCP
V SL-0000 1 and LCP-VSL-00001. both of which only add flush water. 
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Mol:uity 
LCP-VSL-00001 adds vessel wash water to dilute the TLP concentrate, and for most feeds, the sodium 
concentration of LCP0I will range from 5.9 to 6.7 M (24590-WTP-DB -PET-09-001 , Ref. 8 .1.1 (5), Table 
B-16) . The sodium concentration ofTLP02 and LCP0l may range from 5 to IO M (24590-WTP-DB
PET-09-00 1, Ref. 8.1.1(5), Section 6.2.2). Assuming no dilution due to flush water addition, 8 Mis the 
nominal sodium molarity for stream LCP0 1. The upper bounding sodium molarity is 10 M. 

Temperatm·e 
The nominal temperature of waste coming from LCP-VSL-00001 is 123°F (24590-LAW-MVC-LCP-
00002. Ref. 8.1.4(20). Section 8) and the vessel design temperah1re where stream LCPOl originates is 
150 F (24590-LAW-MVD-LCP-00004, Ref. 8. 1.5(10)) . Therefore, 123°F is considered nominal 
temperature and 150°F is considered upper bounding temperature for stream LCP0l (24590-LAW
MVD-LFP-000 13, Ref. 8. 1.5(13)) . 

Solids Concentration 
The solids concentration for stream LCP0I will nonnally range from 1.8-2.4 wt% UDS (24590-WTP
DB-PET-09-00 1, Ref. 8.1. 1(5), Table B-16). The nominal solids concentration is the average of this 
range. 2.1 wi%. Stream LCP0 l will have same solids concentration as stream TCP03 . assuming no 
dilution ( due to flush water addition) in LCP-VSL-00001 . The upper limit for solids in TCP03 is 3 .4 v. t% 
(24590-WTP-RPT-ENG-08-021 -04, Ref. 8.1.1 (12). Table A-3). However. the maximum operating wt% 
suspended solids in the concentrate is 3.8 wt% (24590-LA W-MVC-LCP-00002, Ref. 8.1.4(20), Section 
8). Therefore. 3.8 wt% is considered upper bounding solids concentration for stream LCP0l . 

Slurrv Density 
The sluny density of stream LCP0 l will range from .2 lb/ff to 81.2 lb/ft3 (24590-WTP-DB-PET-09-
00 1, Ref. 8.1. 1(5), Table B-16) . The nonnal sluny density is the average of this range, 79 .2 lb/ft3 . LCP
VSL-0000 1 design specific gravity is 1.4 (~91.8 lb/ft3) and is considered an extreme maximum for 
stream LCP0l (24590-LAW-MVD-LCP-00004. Ref. 8.1.5(10)) . 

Slurrv pH 
Liquid pH is not a controlled parameter for stream LCP0I. The pH range given in the PIBOD is 14 to 15 
(24590-\.VTP-DB-PET-09-00 1. Ref. 8. 1.1 (5). Table B-16). The nominal pH for this stream will be 
provided in the co1Tosion data sheet. 

6.1.3 .1.2 Melter Feed from LFP-VSL-00002/4 (off-normal) 

Off-spec melter feed from LFP-VSL-00002/4 can be rehm1ed to LFP-VSL-00001/3 . If the melter feed 
needs to be transfeITed back to the Pretreatment Facility plant wash vessel, PVl D-VSL-00044 for 
reprocessing. farther dilution can be pe1fonned in the PTF plant wash vessel until the solids content is 
less than 5 wi% (245 90-LAW-3YD-LFP-0000 1, Ref. 8.1.2(2), Section 6. 2.1) . 

This transfer is considered an off-1101mal, infrequent event. Therefore, this transfer will not be discussed 
farther because it is an off-norm.al process stream. 
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6.1.3.1.3 Melter· Feed from LFP-VSL-00001/3 (off-normal) 

Off-spec waste from melter feed prep vessel LFP-VSL-00003 can be reh1med to LFP-VSL-00001/3 and 
vice versa . Th.is transfer is considered an off-normal, infrequent event. Therefore, this transfer will not 
be discussed fmiher in this document . 

6.1.3.2 Receive Glass Formers 

6.1.3.2.1 LFP0l - Blended Glass Formers from GFR-TK-00022/23 

Stream LFP0l is the blended glass fonners sent to LFP-VSL-00001/3 from GFR-TK-00022/23 . Bulk 
glass formers are added from the GFR hoppers and the bulk particles are wetted during transfer to reduce 
dusting problems. The volume and ratios of glass fonners is determined based on the samples drawn 
from the LCP CRV vessels. High nitrate feed concentrate requires the addition of a reductant in order to 
control melter foaming. Sugar (sucrose) has been selected as the baseline reductant for WTP and is 
normally added with the glass fonners. Iote: other organics in the melter feed will also help to reduce 
nitrates. Sugar can be reduced accordingly when these are present . 

A batch of glass fo1111ers tailored to the LAW sample analysis is transfell"ed from a glass former mixer 
enclosure (GFR-TK-00022/23) to the MFPV. The glass former batch is weighed and checked against the 
specified amow1t of glass fonners for meeting the target glass composition. The mixture of glass fonuers 
is blended before it is delivered to the LAW glass former enclosure and mixed with demineralized water 
for dust mitigation before it is transfeITed into the MFPV. Each mixer enclosure may only transfer to a 
dedicated MFPV. 

Molarity 
The sodium concentration ofLFP0 l may range from Oto 2.9 M (24590-WTP-DB-PET-09-001 , Ref. 
8.1.1 (5). Table B-1 7) . The nominal sodium concentration is the average of this range, 1.5 Mand the 
maximum sodium concentration for stream LFP0 l is 2.9 M. 

Temperature 
The temperature ofLFP0 l ranges from 122°F to 123°F (24590-WTP-DB-PET-09-001 , Ref. 8.1.1 (5), 
Table B-17) . However. the minimum and maximum temperahues for the .internal unoccupied C3 area are 
59°F and 95°F (24590-WTP-DB-ENG-0 1-00 1. Ref. 8.1.1 (4), Table 12-1) . Therefore the average 
tempera hire for stream LFP0l is 77°F (based on the average of minimum and maximum temperatures of 
the internal unoccupied C3 area) and the maximum temperah1re is 123 °F. 
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Solids Concentn1tion 
The solids will range from 8.3 to 87 . wt% UDS (24590-WTP-DB-PET-09-00 1, Ref. 8.1.1(5). Table B-
17.) The normal solids concentration is the average of this range, 83 .0 wt% . DIW is added to the glass 
f01mers to reduce dusting problems. The value ranges from 2.25 wt% water to 4 wt% water (24590-
LAW-M4C-20-00002, Ref. 8.1.4(18), Section 6.1.1) . Therefore, 87 .7 wt% is considered the upper 
bounding solids concentration for stream LFP0 1. 

Slurry Density 
The density of stream LFP0l will nonnally range from 129 lb/ff to 136 lb/ft3 (24590-WTP-DB-PET-09-
001 , Ref. 8.1.1 (5). Table B- 17). Average part icle density for blended GFC recipes is 152 lb/ft3. This is 
the average density ofrecipes varying from 149 to 155 lb/ff (24590-LA W-MVC-LFP-00001. Ref. 
8.1.4(1 9), Sheet o . 3) and 155 lb/ft3 is the upper bounding sluny density for LFP0l. 

Slurry pH 
Liquid pH is not a controlled parameter for stream LFPO I . The pH range given in the PIBOD is to 
(24590-WTP-DB-PET-09-001, Ref. 8.1. 1(5), Table B-1 ). The nominal pH for this stream will be 
provided in the corrosion data sheet. 

6.1.3.3 Mix LAW Concentrate with Glass Formers 

The glass formers are mixed with the LAW concentrate using mechanical agitation. Each vessel contains 
one agitator. LAW Melterl /2 Feed Prep Vessel Agitator requirements are provided in 24590-LA W
MFD-LFP-0000 (for LFP-AGT-0000 1, Ref. 8.1.5(4)) and 24590-LAW-MFD-LFP-00009 (for LFP
AGT-00003, Ref. 8.1.5(6)). Mixing requirements for LFP-VSL-00001/3 are described in 24590-LA W
MPD-LFP-00001 (for LFP-PMP-0000 1 A/B, Ref. 8.1.5(8)) and 24590-LA W-MPD-LFP-00004 (for LFP
PMP-00003A/B. Ref. 8.1.5(9)) 

6.1.3.4 Transfer Blended Melter Feed to MFV 

The following process streams taken from Process Flow Diagram 24590-LAW-M5-Vl 7T-0000 1/2 (Ref. 
8.1.3(9) & 8.1.3(10)) and associated DC s 24590-LAW-M5N-V l T-00013 and 24590-LAW-MS -
VI 7T-00020 are outputs from LFP-VSL-00001/3: 

• LFP05 - Melter Feed to LFP-VSL-00002/4 

• Overflow to RLD-VSL-00004 ( off-nomial) 

6.1.3.4.1 LFP05 - Melter Feed to LFP-VSL-00002/4 

Stream LFP05 is the blended feed from the melter feed preparation vessel to the melter feed vessel, LFP
VSL-00002/4 . Stream LFP05 is LAW concentrate mixed with glass formers and water to meet the target 
glass composition. The melter feed prep vessel cannot directly transfer to a non-cotTesponding melter 
feed vessel. A sample is drawn from the MFPV to con.furn that the glass fo1mers were added in the 
cotTect ratios based on the resultant feed composition. 

Molarity 
The sodium concentration ofLFP05 may range from 3.8 to 4.8 M (24590-WTP-DB-PET-09-001 , Ref. 
8.1.1(5). Table B-17) . The nominal sodium concentration is the average of this range. 4.3 Mand the 
maximum sodium concentration for st1·eam LFP05 is 4 .8 M. 



24590-LAW-N1D-LFP-00004 
Rev. 5 

CORROSION EVALUATION 

LFP-VSL-00001 & LFP-VSL-00003: Sheet: 15 of 16   

 

24590-WTP-RPT-PR-04-0001-03, Rev. 0 
WTP Process Corrosion Data – Vol. 3 

 

 

TempN·ature 
LFP-VSL-00001/3 nominal temperature is 130°F (24590-LAW- ifVC-LFP-00001. Ref. 8.1.4(19), Section 
8). LFP-VSL-00001 /3 design temperature. where stream LFP05 originates is 150°F (24590-LA W-MVD
LFP-000 10, Ref. 8.1.5(12)). However, a higher temperature range of 196°F to 211 F is reported in 
PIBOD (24590-WTP-DB-PET-09-001 , Ref. 8.1.1 (5), Table B-1 7). The high temperature reported in 
PIBOD is clue to high tempera hire of stream LFP0 1. mixer heat input, and lack of control of temperahU"e 
via the cooling jacket. Since MFPVs have coolingjackets (24590-LAW-M6 -20-00004, Ref. 8 .1.3(12)). 
the design temperahU"e of 150°F is considered maximum for stream LFP05 . 

Solids Concent1·ation 
The solids will range from 36.1 to 44.8 wt% UDS (24590-WTP-DB-PET-09-00 1, Ref. 8.1.1 (5), Table B-
17) . The nominal solids concentration for stream LFP05 is the average of this range. 40.5 v. t%. A water 
mass concentration range of36% - 40 wt% is targeted for this LFP-VSL-00001 /3 in order to meet melter 
feed requirement (24590-WTP-RPT-PO-03-007, Ref. 8.1. 1(19), Section 9). Maximum weight % 
suspended solids based on weight % water in the sluny is 64% (24590-LA W-MVC-LFP-00001 Ref. 
8.1.4(19), Section 7.4 .1) . Therefore, the upper bounding solids concentration for stream LFP05 is 64 
wt%. 

Slurry Density 
The density of stream LFP05 will normally range from 9 lb/ft3 to 104 lb/ft3 (24590-WTP-DB-PET-09-
00 1, Ref. 8.1.1 (5), Table B-17). The nonnal sluny density is the average of this range, 101 lb/W. LFP
VSL-0000 1/3. Vessel design specific gravity is 1.9 (-119 lb/ft3) and is considered an extreme maxi1mun 
(24590-LAW-MVD-LFP-000IO. Ref. 8.1.5(12)) . 

Slurrv pH 
Sluny pH for stream LFP05 ranges from 13 .5 to 14.5 (24590-WTP-DB-PET-09-00 1, Ref. 8.1.1 (5), Table 
B-17) . The nominal pH for this stream will be provided in the conosion data sheet. 

6.1.3.4.2 Overflow to RLD-VSL-00004 (off-normal) 

Overflow to RLD-VSL-00004 would have the same properties as LFP05 but is considered an off-nonnal, 
infrequent event. Therefore. this transfer v. ill not be discussed further in this document. 

6.1.4 Process Modes 

6.1.4.1 Normal Operations 

Based on the assessment of streams frequently transfeITed in and out ofLFP-VSL-00001/3. Two norm.al 
processing modes are considered: 

1) Receipt of treated LAW Concentrate Feed from LCP-VSL-00001 
2) Receipt of Blended Glass Fonuers 

Section 6.1.5.1 smnmarizes in tabular fonn each of these processing modes. 

6.1.4.2 Infrequent Operations 

The LAW Melter Feed Preparation Vessels (LFP-VSL-0000 1/3) do not have any infrequent modes of 
operation. All modes of operation either fall within the definition of nonnal operations or off-nonnal 
operations . Off-normal conditions of operation are not included in th.is document. 
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6.1.5 Summary of Processing Conditions for LFP-VSL-00001/3 

6.1.5.1 Normal Operations 

The following table summarizes the normal processing mode for vessel LFP-VSL-00001 /3 where the 
vessel receive LAW concentrate from LCP-VSL-0000 1 and glass fom1ers from GFR-TK-00022/23 and 
blend the LAW concentrate with the glass formers prior to transfer to melter feed vessel, LFP-VSL-
00002/4. 

s umniary o - -f LFP VSL 00001/3 N 01111a 1 W t C d 'f as e 011 110ns fi p or rocessmg 
Stream Number Weight % UDS Na Molarity Temperature (°F) 

normal uooer nonnal upper nonnal upper 
LCP0I 2.1 3 .8 8 10 123 150 

LFPOI 83 .0 87 .7 1.5 2.9 77 123 
LFP05 40 .5 64.0 4 .3 4.8 130 150 

6.1.5.2 Infrequent Operations 

one identified. 
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Results 

Materials Considered 

Material Acceptable Material 
(UNS No,) 

Type 304L (S30403) 
Tvoe 316L (S31603) X 
AL-6XN® 6% Mo (N08367) X 
Hastelloy® C-22® (N06022) X 
Stellite® 12 (R30012l X (agitator imoellor only) 

Recommended Material Types: Vessel head/shell-Type 316 (max 0.030%C; dual certified) 
Vessel support-Type 304 or 316 (max 0.030% C; dual certified) 
Internal piping-Type 316 (max 0.030% C; dual certified) 
Agitator impeller: Stellite® 12 or equivalent 

Minimum Corrosion Allowance: 0.04 inch required on top head (includes 0.024 inch corrosion 
allowance and 0.016 inch general erosion allowance) 
0.125 inch required on bottom head and shell (includes erosion and 
corrosion) 

Inputs and References 

• Operating temperature (°F) (nom/max): 98/123 (24590-LAW-MVC-LFP-00001) 
• Uniform corrosion allowance (inch): 0.024 (24590-WTP-DB-ENG-01-001) 
• Uniform erosion allowance (inch): 0.016 (24590-WTP-DB-ENG-01-001) 
• Vessel bottom design corrosion allowance (inch): 0.125 (24590-WTP-MOC-50-00004) 
• Location: Rooms L-0123 & L-0124 (24590-LAW-Pl-POIT-00002) 
• Operating conditions are as stated in the applicable section of WTP Process Corrosion Data - Volume 3 (24590-WTP-RPT-PR-04-

0001-03) 

Assumptions and Supporting Justifications (see Section 19, References) 

• Source data presented on the PCDS are conservative with respect to corrosion as stated therein. IO 

• The feed vessels have cooling jackets to control contents temperature. IO 

• Vessels are equipped with a mechanical agitator to continuously mix the vessel contents to keep insoluble solids in suspension. 1 

Operating Restrictions: 
• To protect against localized corrosion in the vessel and transfer piping, develop procedure to bring the vessel contents to within the 

limits defined for Type 316L in 24590-WTP-DB-ENG-Ol-OO I, Basis of Design, in the event that temperature, pH, or chloride 
concentration exceeds those limits. 

• Develop a procedure to control, at a minimum, cleaning, rinsing, and flushing of vessel and internals, as applicable. 

• Develop procedure to control lay-up and storage; includes both before plant is operational and during inactive periods after start-up. 
• Procedures are to be reviewed and accepted by MET prior to use. 

Concurrence TD 
Operations 
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Please note that source, special nuclear and byproduct materials, as 
defined in the Atomic Energy Act of 1954 (AEA), are regulated at the 
U.S. Department of Energy (DOE) facilities exclusively by DOE 
acting pursuant to its AEA authority.  DOE asserts, that pursuant to 
the AEA, it has sole and exclusive responsibility and authority to 
regulate source, special nuclear, and byproduct materials at DOE-
owned nuclear facilities.  Information contained herein on 
radionuclides is provided for process description purposes only. This bound document contains a total of 14 sheets. 
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Corrosion/Erosion Detailed Discussion 
The Low-Activity Waste (LAW) Melter Feed Process (LFP) system receives LAW concentrate from the LAW Concentrate Receipt Process 
(LCP) system and mixes the waste with glass formers and sucrose from the Glass Formers Reagent (GFR) system.  The mixed melter feed 
is transferred from the melter feed preparation vessels (MFPV) to the melter feed vessels (MFV) where it is pumped to the LAW melters. 
 
LFP-VSL-00002 and LFP-VSL-00004 are the same vessels in every way except that LFP-VSL-00002 is the MFV for LAW train 1 and 
LFP-VSL-00004 is the MFV for LAW train 2.  Therefore, the stream properties of these vessels will be the same and are collectively 
referred to as LFP-VSL-00002/4.  The MFVs receive blended melter feed from MFPVs for feed to the corresponding LAW melter via the 
air displacement slurry (ADS) pumps.  ADS pumps provide the melter with a continuous and consistent feed rate, which is not impacted 
during the batch transfers from MFPV to the MFV. 
 
Where the pages of the attached PCDS report refer to transfers between LAW and PT facilities, those transfers are available only during 
baseline configuration and are isolated during DFLAW configuration.  Under the DFLAW configuration, effluent concentrate is transferred 
from DEP-VSL-00003A/B/C to LCP-VSL-00001/2.  In the unlikely event that an off-spec batch is generated, the off-spec batch can be 
returned to the Tank Farms via the LAW radioactive liquid waste disposal (RLD) system, the Direct Feed LAW Effluent Management 
Facility Process System (DEP), and the underground transfer lines. 
 

1 General/Uniform Corrosion Analysis 

a Background  
General or uniform corrosion is corrosion that is distributed uniformly over the surface of a material without appreciable localization.  This 
leads to relatively uniform thinning on sheet and plate materials and general thinning on one side or the other (or both) for pipe and tubing.  
It is recognized by a roughening of the surface and usually by the presence of corrosion products.  The mechanism of the attack is an 
electrochemical process that takes place at the surface of the material.  Differences in composition or orientation between small areas on the 
metal surface create anodes and cathodes that facilitate the corrosion process.  
 
b Component-Specific Discussion  
This vessel receives blended feed (LAW concentrate mixed with glass formers).  The normal pH, chloride concentration, and temperatures 
are such that Type 316L stainless steel will be acceptable.  The solution is normally constantly mixed using mechanical agitators and 
sampling is performed.  The uniform corrosion rate is low under these conditions.  Based on 24590-WTP-M0C-50-00004, Wear Allowance 
for WTP Waste Slurry Systems, 0.040 inch corrosion allowance is sufficient for the top head of the vessel, not impacted by the erosion 
caused by the mechanical agitators in slurry with glass former service.  For conservatism, in vessels containing mechanical agitators, a 
design corrosion allowance of 0.125 inch should be used for the vessel bottoms to provide a 40-year service life in waste slurries with glass 
formers. 
 
Evaluation of the cooling jackets is documented in 24590-LAW-N1D-LFP-00001. 
 

2 Pitting Corrosion Analysis 

Pitting is localized corrosion of a metal surface that is confined to a point or small area and takes the form of cavities.  Dillon (2000) states 
that in alkaline solutions, pH>12, chlorides are likely to promote pitting only in tight crevices such as might form after partial removal of 
deposits during multiple rinse cycles.  At temperatures up to 150 °F, both Type 304L and Type 316L stainless steel would be acceptable in 
the proposed alkaline waste. 
 
The chemistry and operating conditions in this vessel fall within the limits established for 300 series stainless steel in Table 18-1 of 24590-
WTP-DB-ENG-01-001, Basis of Design .  For convenience, this comparison is documented on page 6 of this corrosion evaluation. 
 

3 Crevice Corrosion Analysis 

Crevice corrosion is a form of localized corrosion of a metal or alloy surface at, or immediately adjacent to, an area that is shielded from full 
exposure to the environment because of close proximity of the metal or alloy to the surface of another material or an adjacent surface of the 
same metal or alloy.  Crevice corrosion is similar to pitting in mechanism.  Crevices in this vessel are limited by the design and fabrication 
practice.   
 
The chemistry and operating conditions in this vessel fall within the limits established for 300 series stainless steel in Table 18-1 of 24590-
WTP-DB-ENG-01-001.   
 

4 Stress Corrosion Cracking Analysis 

Stress corrosion cracking (SCC) is the cracking of a material produced by the combined action of corrosion and sustained tensile stress 
(residual or applied).  The exact amount of chloride required to cause stress corrosion cracking is unknown.  In part this is because the 
amount varies with temperature, metal sensitization, and the environment; also chloride tends to concentrate under heat transfer conditions, 
by evaporation, and electrochemically during a corrosion process.  Hence, even concentrations as low as 10 ppm can lead to cracking 
under some conditions.   
 
The chemistry and operating conditions in this vessel fall within the limits established for 300 series stainless steel in Table 18-1 of 24590-
WTP-DB-ENG-01-001.   
 



24590-LAW-N1D-LFP-00006 
Rev. 3 

CORROSION EVALUATION 

LFP-VSL-00002 & LFP-VSL-00004: Sheet: 4 of 14   

5 End Grain Corrosion Analysis 

End grain corrosion is preferential corrosion which occurs along the worked direction of wrought stainless steels exposed to highly 
oxidizing acid conditions.  End grain corrosion is exclusive to metallic product forms with exposed end grains from shearing or mechanical 
cutting and only occurs when exposed end grains are exposed to highly oxidizing acid conditions.  Such conditions are not present in this 
vessel; therefore, end grain corrosion is not a concern.   
 

6 Weld Corrosion Analysis  

The welds used in the fabrication will follow the WTP specifications and standards for quality workmanship.  The materials selected for this 
fabrication are compatible with the weld filler metals and ASME/ AWS practice.  Using the welding practices specified for the project there 
should not be gross micro-segregation, precipitation of secondary phases, formation of unmixed zones, or volatilization of the alloying 
elements that could lead to localized corrosion of the weld.  Assuming that correct weld procedures are followed, no preferential corrosion 
of weld beads or heat-affected zones occurs in the expected aqueous chemistry and temperature.  
 

7 Microbiologically Influenced Corrosion Analysis 

Microbiologically influenced corrosion (MIC) refers to corrosion affected by the presence or activity, or both, of microorganisms.  
Typically, with the exception of cooling water systems, MIC is not observed in operating systems.  In this system, the proposed operating 
conditions are not conducive to microbial growth.  Rinsing with untreated process water may be a concern.  The use of demineralized water 
for rinsing is recommended.  Conditions that lead to MIC are not present in this system. 
 
Evaluation of the cooling jackets is documented in 24590-LAW-N1D-LFP-00001. 
 

8 Fatigue/Corrosion Fatigue Analysis 

Fatigue is the process of progressive localized permanent structural change occurring in a material subjected to fluctuating stresses at less 
than the ultimate tensile strength of the material.  Corrosion fatigue is the process wherein a metal fractures prematurely under conditions of 
simultaneous corrosion and repeated cyclic loading at lower stress levels or fewer cycles than would be required to cause fatigue of that 
metal in the absence of the corrosive environment.  Based on the anticipated low mechanical and thermal cycling (Attachment C of 24590-
WTP-MVC-50-00009, Lab, BOF, and LAW Vessel Cyclic Datasheet Inputs), it can be stated that conditions which lead to fatigue or 
corrosion fatigue are not present in this vessel.  
 

9 Vapor Phase Corrosion Analysis 

Conditions in the vapor phase and at the vapor/liquid interface can be different than those present in the liquid.  The vapor space corrosion 
is self-limiting due to the passive film.  Also, the layers of deposited corrosion product on top of the passive film act as barriers that reduce 
mass transport necessary for corrosion.  Corrosion rates of materials exposed to vapors in the headspace are never greater than the corrosion 
during immersion service.  The corrosion at the liquid air interface (LAI) is an oxygen-concentration cell resulting from the alternate 
wetting and drying occurring at the interface.  Vessels that operate at the same liquid level and form a surface crust are more susceptible to 
LAI corrosion.  Corrosion at the LAI could be similar to immersion service and not usually greater.  WTP vessels also have the protective 
passive film at the LAI which reduces corrosion and the liquid level is constantly changing.  As compared to the corrosion in the immersion 
section, the corrosion rates in the vapor space are much lower.  Vapor phase corrosion is not a concern. 
 

10 Erosion Analysis 

Erosion is the progressive loss of material from a solid surface resulting from fluid flow.  The material loss is caused by mechanical 
interaction between the surface and the fluid, as the velocity increases the material loss increases.  When the fluid contains a second phase, 
“two phase solution”, erosion rates increase rapidly.  The second phase material can be solid particles like sand or air/steam bubbles.  WTP 
is more concerned with the solid particle impingement; the solid particles are generally oxides of waste.   
 
The slurry velocity on the vessels’ sides and bottoms will be proportional to the tip speed of the agitator blades.  Based on 24590-WTP-
M0C-50-00004, velocities at the walls and bottom of the vessels are expected to be below 10 ft/s.  For conservatism, a design corrosion 
allowance of 0.125 inch, based on a velocity of 10 ft/s, should be used for the vessel bottoms to provide a 40-year service life. 
 
As stated in 24590-WTP-3PS-MACS-T0003, Engineering Specification for Mechanical Agitators, the agitator blades shall be cast cobalt-
based Stellite® 12, which demonstrates heightened wear resistance (Stellite® 12 Alloy Technical Data Publication, Kennametal, Inc.).  
Based on the use of wear resistant materials, and the fact that the agitators are maintainable and replaceable, no erosion allowance is 
specified. 
 

11 Galling of Moving Surfaces Analysis 

Where two metals are moving in contact with each other without lubrication, there is a risk of damage to their surfaces.  No moving 
unlubricated surfaces are present within the vessel; therefore, galling is not a concern.   
 

12 Fretting/Wear Analysis 

Fretting corrosion refers to corrosion damage caused by a slight oscillatory slip between two surfaces.  Similar to galling but at a much 
smaller movement, the corrosion products and metal debris break off and act as an abrasive between the surfaces, producing a classic 
three-body wear problem.  This damage is induced under load and repeated relative surface motion.  Conditions which lead to fretting are 
not present in this vessel; therefore, fretting is not a concern. 
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13 Galvanic Corrosion Analysis 

Galvanic corrosion is accelerated corrosion caused by the potential difference between the two dissimilar metals in an electrolyte.  The 
galvanic current is sufficient to drive corrosion when the potential difference is greater than 200 mV.  One material becomes the anode 
and the other the cathode.  Corrosion occurs on the anode material at the interface where the potential gradient is the greatest.  A 
potential difference of more than 200 mV is needed for a sufficient driving force to initiate galvanic corrosion.  The potential 
difference for any combination of alloys used in the vessel design is not sufficient for galvanic currents to overcome the passive 
protective film.  For such alloys, there is negligible potential difference so galvanic corrosion is not a concern.   
 

14 Cavitation Analysis 

Cavitation is the formation and rapid collapse of cavities or bubbles of vapor or gas within a liquid resulting from mechanical or 
hydrodynamic forces.  Cavitation is typically associated with pumps and orifice plates, not vessels.  The agitator blade is susceptible to 
cavitation.  For this reason, agitators are replaceable components.  To avoid excessive maintenance, a Stellite® alloy has been selected for 
the agitator blades.  The cobalt-chromium alloy offers resistance to cavitation damage.  This alloy also possesses high tensile strength 
comparable to many duplex stainless steels combined with excellent impact toughness and ductility. 
 

15 Creep Analysis 

Creep is time-dependent strain occurring under stress and is described as plastic flow, yielding at stresses less than the yield strength.  Creep 
is only experienced during operations at high temperatures.  Temperatures much greater than one half the absolute melting temperature of 
the alloy are necessary for thermally-activated creep to become a concern.  The vessel operating and design temperatures are too low to lead 
to creep; therefore creep is not a concern.     
 

16 Inadvertent Nitric Acid Addition 

At this time, the design does not provide for the regular use of nitric acid reagent in this system.  Addition of nitric acid into the system would 
require operator intervention to complete the routing.  Nitric acid is a known inhibitor solution, and at the operating temperatures listed, the 
presence of nitric acid is not a concern. 
 

17 Conclusion and Justification 

The conclusion of this evaluation is that LFP-VSL-00002 and LFP-VSL-00004 can be fabricated from a 300 series stainless steel and is 
capable of providing 40 years of service.  Based on the expected operating conditions, a 300 series stainless steel is expected to be 
satisfactorily resistant to uniform and localized corrosion.  Based on 24590-WTP-DB-ENG-01-001, the probable loss due to uniform 
corrosion over 40 years is 0.024 inch.  A design corrosion allowance of 0.04 inch is recommended for the top head (unaffected by the 
mechanical agitator) and exceeds the corrosion and erosion allowances identified in 24590-WTP-M0C-50-00004 and 24590-WTP-RPT-M-
04-0008, Evaluation of Stainless Steel and Nickel Alloy Wear Rates in WTP Waste Streams at Low Velocities.   
 
Based on comparison of the process conditions documented in 24590-WTP-RPT-PR-04-0001-03 against the limits for Type 316L 
documented in 24590-WTP-DB-ENG-01-001, the PCDS values, which take into account conditions at contract maximum values, are within 
the applicable limits.   
 
Additional localized protection for the bottom head and shell will accommodate wear due to the mechanical agitators and is based on 
24590-WTP-M0C-50-00004. 
 

18 Margin 

The uniform corrosion allowance for slurry with glass formers is 0.125 inch (0.04 inch corrosion allowance otherwise) based on the range 
of inputs, system knowledge, handbooks, literature, and engineering judgment/experience.  The service conditions described above result in 
a predicted uniform loss due to uniform corrosion of 0.024 inches.  The specified minimum corrosion allowance (0.04 inch for top head and 
0.125 inch for bottom head and shell) equals or exceeds the minimum required corrosion allowance specified in the input calculations; 
therefore, margin is provided.  The uniform corrosion design margin for the operating conditions is sufficient to expect a 40 year operating 
life and is justified in the referenced calculations. 
 
The localized corrosion margin is based on comparison of the process conditions documented in 24590-WTP-RPT-PR-04-0001-03 against 
the limits for Type 316L documented in 24590-WTP-DB-ENG-01-001.  The PCDS values, which take into account conditions at contract 
maximum values, are within the applicable limits. 
 
Localized protection for the bottom head and shell (0.125 inch) will accommodate wear due to the mechanical agitator.  The localized 
erosion design margin is documented and justified in the referenced calculation (24590-WTP-M0C-50-00004) and is sufficient to expect a 
40 year operating life. 
 
The maximum operating parameters for this vessel are defined in the PCDS.  As shown in the table on the following page, the PCDS 
calculated pH, chemistry, and temperature are bounded by the materials localized corrosion design limits documented in the WTP Materials 
Localized Corrosion Design Limits in Table 18-1 of the Basis of Design.  The difference between the design limits and the operating 
maximums (PCDS value) is the localized corrosion design margin and, based on the operating conditions, is sufficient to expect a 40 year 
operating life.  The Melter 1 & 2 Feed Vessels, LFP-VSL-00002 & LFP-VSL-00004, are protected from localized corrosion (pitting, 
crevice corrosion, and stress corrosion cracking) by operating within the range of the design limits.  Operational and process restrictions 
will be used to ensure the limits are maintained. 
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MATERIALS LOCALIZED CORROSION DESIGN LIMITS – Type 316L 

 Temperature 
(°F) 

pH Chloride 
(molar) 

Hydroxide 
(molar) 

Cl-/OH- 
 (molar) 

DESIGN LIMIT 150 max ≥ 10 NA NA ≤ 2 

Melter feed to 
LMP-MLTR-00001/2 

(LFP04) 

150 14.3 3.5E-01 1.9E+00 0.179 

      

Inlet Vessels to 
LVP-VSL-00002/4 

Temperature 
(°F) 

pH Chloride 
(molar) 

Hydroxide 
(molar) 

Cl-/OH- 
 (molar) 

DESIGN LIMIT 150 max ≥ 10 NA NA ≤ 2 

Melter feed from 
LFP-VSL-00001/3 

(LFP05) 

150 14.3 3.4E-01 1.9E+00 0.176 

 
NA = not applicable; no design limit for these values 

 

Inlet vessel to LFP VSL-00002/4 based on 24590-WTP-RPT-PR-04-0001-03, Section 6.2, and Figure 19. 

 
References sources for this table: 

1) Design limits - 24590-WTP-DB-ENG-01-001, Table 18-1 
2) LFP VSL-00001/3 (LFP05) – 24590-WTP-RPT-PR-04-0001-03, Figure B-1 
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PROCESS CORROSION DATA SH EET (extract) 

Component(s) (Name/I D #) LAW Melter Feed Preparat ion Vesse ls (LFP-VSL-00002./4) 

Facil ity LAW ------
In Black Cell? NO 

Stream ID l LFP04 

Chemicals Unit AQUEOUS 

Cations (ppm) 

Al+3 (A luminum) ppm 41,945 

Fe+3 (Iron) oom 49,857 

Hg +2 (Mercury) ppm 4 

Pb+2 (Lead) ppm 235 

An ions (ppm) 

er-(Chloride) oom 12,359 

co3-2 (Carbonate) ppm 121,312 

F (F luoride) oom 17,248 

N02- (N itrate) ppm 15,081 

N03- (N itrite) ppm 67,570 

PO/3 (Phosphate) ppm 44 ,344 

SO4-2 (Sulfate) ppm 11,253 

OH(aqr ppm 22,150 

OH(sr oom 12,645 

pH 14-29 

Suspended Solids wt% 0 

Temperature OF 150 

Liquid Density .. lb/ft3 NA 

• Liquid density provided for reference 

24590-WTP-DB-PET-09-001 
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Figure B- 3 LFP-VSL-00002/4 Aqueous PCDS 
 

 
 

Pl·operties 
Suspended Solids [wt%] 

Total Salts I ,..,t % J 
Sodium Molarity [M] 

Relative Hmcidity [%] 
pH 

Anti-FoamAgent [ppm.] 

TOC[l:gfh] 
Pres=e [bar] 

Tenp,rntnn, [CJ 
Temperature [F] 

Wat...- Flow Rate [kghc] 
Total Aqueous Flow Rate [kghc] 

Total Flow Rate [kghc] 

UserNote 

AQ UEOUS 
Cations (ppm) 

Ag+ 
A1+3 

Anr--3 
As+5 
B +3 

B=2 
Be-H 
Br--3 

Ca+2 
Cd+2 
Ce-+4 
Co+2 
Cr+3 
Cr+6 

Cs+ 
Cu-,,-2 
Eu-,-3 

Fe-H 
Fe-+3 

H+ 
Hg H 

K+ 
l.a+3 

Ll+ 
ilvlgH 
Mn-%-4 

Mo+6 
N a+ 

N dH 

N"rH-2 
Pb+2 
Pd+2 
Pt+4 
Pu+4 
Ra+2 

Rb+ 
Rh+3 
Ru+4 

Sb+3 
Se-+4 

Si+4 
S.-+2 
Ta+5 
Tc-+4 

Te-%-4 
Th+4 
Ti--E--4 
TJ-,-5 
lfi--4 
V+3 

W+6 
Y-"-3 

Zn+2 

Zr+4 

A nions (ppm) 
B (OH)4-
C204-2 

Cl-

CN-
003-2 

F-
H2P04-

H2Si04-2 
H3Si04-

HC03-
HP04-2 

H SO3-

H S04-
I-

103-
NH4+ 

02-
NO3-

0 -2 
02-2 

OH(aq)-

OH(s)-
P04-3 
S,O3-2 

S04-2 

0 1,i;aoks (ppm) 
J\F A - IX1V1P 
A FA_NVOC 

NVOC 

Sucrose 
svoc 
voe 

Stream ID 
LFP0:, 

-
0 0 

50.07 50.60 
4 .80E+oo 4 .90£+-00 

nla n la 
14 .29 14.29 

3 .90£-l-O1 3.47E+o l 

1.02H-01 1.0lE+-0 1 
0 .98 0.98 

65 .56 65 .56 
150.00 150.00 

5 11.45 491.02 
1024.26 994.94 

1.02E+o3 9.96E+o2 

VITLIQUID 
VITLIQUID B leruled I.AW 

Blended LAW Feed Melter Feed to 

Melia 

-0 0 
41395 4 1945 

0 0 
2 2 

39854 4006 1 
1 1 
0 0 
9 9 

63 103 63942 
3 3 

427 434 
0 0 
0 0 

576 584 
0 0 
1 1 
0 0 
0 0 

49203 49857 
0 0 
4 4 

1440 146 1 

0 0 
25563 25903 
22630 2293 1 

502 509 
5 5 

78 122 79340 
2 2 

2 35 238 
23 1 235 

0 0 
0 0 
0 0 
0 0 
0 0 
0 0 
1 1 
1 1 
6 6 

299494 301048 
2 5 25 
0 0 

0 0 
0 0 

23 24 
10965 11 11 1 

5 5 
0 0 

46 46 
1 1 
0 0 

36111 36591 
25754 26096 

0 0 
1853 1880 
1217 6 12359 

1 1 
11972 ! 121312 
16991 17248 

0 0 
0 0 

0 0 
0 0 
0 0 
0 0 
0 0 
0 0 
0 0 
0 0 

14868 15081 

66614 67570 
0 0 
0 0 

22532 22150 
12464 12645 
43694 44344 

0 0 
11 104 11253 

1568 1594 
841 75 

2!091 7 1372 

26090 26465 
561 568 
268 271 

-

-

I 

L F POo L FP _ VSL_ 00002/4 L F P 04 

GE r£RAL OTE FOR USE OF PCDS: 

• l"/1e information provided by rhe P CD 1·epor·t is inrended 
solely /01· use in support of tlte vessel ma teria/ selectio11 
process and Co,.-o ion E 1afuatio11s. The inpr1ts, 
assumptions, and computational/ engineering models used 
in genera1fng the resrilts p r·e.s·enred herein are spe ific to 
this effo,·t. U e of the infonnarion presenred herein for any 
01herp11rpose will require separate consideration and 
analysis 10 supponjusrification of its use for· rhe desired, 
alternative p 1npose. 

• The pl'ocess descriptions in !his report cover routine 
process operations and non-l'oufine (in.frequent) proc,ess 
operations, when such exist, rhat could impact corrosion or 
eros;on of process equipment. 

• The data in the non- haded columns oftl,e P D s has N O T 
been adjusted to compl_v with the highest e:xpe led vessei
sµecific operational condition 

• The p,-ocess descriptions p rovided in this 1·eport m·e for 
general information and reflective of the corrosion 
e ngineer 's analysis fo r transpa rency, the infonnation is 
current only a t the time .this documen r is issued. These 
process descriptions should not be i,eferenced for de ign. 
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6.2 LAW Melter Feed Preparation Vessels (LFP-VSL-00002/4) 

6.2.1 Description of Vessel/Equipment 

The Low-Activity Waste (LA 1,V) Melter Feed Process (LFP) system receives LAW concentrate from the 
LA Vl Concentrate Receipt Process (LCP) system and mixes the waste with glass fonners and sucrose 
from the Glass Formers Reagent (GFR) system. The mixed melter feed is transfe1Ted from the melter 
feed preparation vessels (MFPVs) to the melter feed vessels (MFVs) where it is pumped to the LAW 
melters. 

LFP-VSL-00002 and LFP-VSL-00004 are the same vessels in eve1y way except that LFP-VSL-00002 is 
the MFV for LAW train 1 and LFP-VSL-00004 is the MFV for LAW train 2. Therefore, the stream 
properties of these vessels will be the same and hencefo,th they are collectively refe1Ted to as LFP-VSL-
00002/4. The MFVs receive blended melter feed from MFPVs for feed to the co1Tesponding LAW melter 
(LMP-MLTR-00001 or LMP-MLTR-00002) via the ADS pumps. ADS pumps provide the melter with a 
continuous and consistent feed rate. which is not impacted during the batch transfers from MFPV to the 
MFV. 

Figure 19 is a sketch of the input and output a1Tangement of streams for LFP-VSL-00002/4. Streams that 
are not prima1y routes (off-normal or infrequent transfers) are represented with dashed lines. 

Figure 19 LFP-VSL-00002/4 Sketch 

Blended Melter 
Feed from LFP05 

LFP-VSL-00001/3 

6.2.2 System Functions 

LFP-AGT- ADS 
0000214 Pump 

The process functions of this vessel are as follows : 

LFP04 Feed to 
LMP-ML TR-00001 /2 

_ -• Overflow to 
RLD-VSL-00004 

Off-spec 
Melter Feed to 

,....._ _ ___, LFP-VSL-00001 /3 

• Receive Blended Melter Feed from Melter Feed Prep Vessel 

• Store and Mix Melter Feed 

• Transfer Melter Feed Sluny to Melter 
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These vessels perform additional system fonctions beyond the process functions. but these are outside the 
scope of this document. The non-process functions are not discussed any fmiher in this document. 
However, they are listed below for completeness : 

• Confine Hazardous Materials 

• Flush System Components 

• Rep01i System Data 

• Sample LAW Melter Feed 

6.2.3 Description of Process Functions 

6.2.3.1 Receive Blended Melter Feed from MFPV 

The following process streams taken from Process Flow Diagram 24590-LAW-M5-V l 7T-0000 1/2 (Ref. 
8.1.3(9) & 8.1.3(10)) and associated drawing change notices (DCNs) 24590-LA W-M5N-V l T-00013 
and 24590-LAW-M5 -V l 7T-00020 are inputs to LFP-VSL-00002/4: 

• LFP05 - Blended Melter Feed from LFP-VSL-00001/3 

6.2.3.1.1 LFP05 - Blended Meltei· Feed from LFP-VSL-00001/3 

Stream LFP05 is the blended feed from the melter feed preparation vessel to the melter feed vessel. LFP
VSL-00002/4 . Stream LFP05 is LAW concentrate mixed with glass fonners and water to meet the target 
the glass composition. The melter feed prep vessel cannot directly transfer to a non-c01Tesponding 
melter feed vessel. A sample is drawn from the MFPV to confirm that the glass formers were added in 
the coITect ra tios based on the resultant feed composition. 

Molarity 
The sodium concentration ofLFP05 may range from 3.8 to 4.8 M (24590-WTP-DB-PET-09-001, Ref. 
8.1.1(5). Table B-17) . The nominal sodium concentration is the average of this range. 4.3 M and the 
maximum sodium concentration for stream LFP05 is 4.8 M. 

Temperature 
LFP-VSL-00001 /3 nominal temperature is 130°F (24590-LAW-MVC-LFP-00001 , Ref. 8.1.4(19). Section 
8). LFP-VSL-00001/3 design temperature. where stream LFP05 originates is 150°F (24590-LA W-MVD
LFP-00010, Ref. 8.1.5(12)) . However, a higher temperature range of 196°F to 211 °F is rep01i ed in 
PIBOD (24590-WTP-DB-PET-09-00 1, Ref. 8.1.1 (5). Table B- 17). Since these vessels have cooling 
jackets (24590-LAW-MGN-20-00004. Ref. 8.1.3(12)) the design temperature ofl50°F is considered 
maximum for stream LFP05. 

Solids Concentration 
The solids concentration range in the PIBOD is 36.1 to 44 .8 v. t% UDS (24590-WTP-DB-PET-09-001. 
Ref. 8.1.1 (5), Table B- 17) . The nominal solids concentration for stream LFP05 is the average of this 
range, 40.5 wt%. A water mass concentration range of 36% - 40 wt% is targeted for this LFP-VSL-
00001/3 in order to meet melter feed requirement (24590-WTP-RPT-PO-03-007, Ref. 8.1. 1(19). Section 
9). Maximum weight% suspended solids based on weight % water in the sluny is 64% (24590-LA W
MVC-LFP-0000 1, Ref. 8.1.4(19), Section .4.1) . Therefore, the upper bounding solids concentration for 
stream LFP05 is 64 wt%. 
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Slurry Density 
The density of stream LFP05 will normally range from 97 lb/ft3 to 104 lb/ft3 (24590-WTP-DB-PET-09-
00 1, Ref. 8.1.1 (5), Table B-17) . The normal sluny density is the average of this range. 101 lb/ft3. LFP
VSL-00001/3 vessel design specific gravity is 1.9 (~ 119 lb/ft3) and is considered an extreme maximum 
(24590-LAW-MVD-LFP-00010. Ref. 8.1.5(12)) . 

Slurry pH 
Sluny pH for stream LFP05 ranges from 13 .5 to 14.5 (24590-WTP-DB-PET-09-00 1, Ref. 8.1.1 (5). Table 
B-17) . The nominal pH for this stream will be provided in the corrnsion data sheet. 

6.2.3.2 Store and Mix Melter Feed 

The vessel contents are mixed using mechanical agitation. The mechanical agitator continuously mixes 
the vessel contents to keep insoluble solids in suspension. Each vessel contains one agitator. LAW 
Melter 1/2 Feed Vessel Agitator requirements are provided in 24590-LA W-MFD-LFP-00008 (for LFP
AGT-00002. Ref. 8.1.5(5)) and 24590-LA W-. FD-LFP-00010 (for LFP-AGT-00004, Ref. 8.1.5(7)) . 
M ixing requirements for LFP-VSL-00002/4 are described in 24590-LAW-MPD-LFP-00003/6 (for LFP
p P-00002/4). 

Sampling the MFVs is not a routine operation. The vessels will be sampled during s a1i -up and 
commissioning to confirm the glass formers were successfully added and the agitator system is 
fi.mctio ning properly. Vessels may also be sampled during production for tracking melter feed 
composition (24590-LA W-3YD-LFP-00001 , Ref. 8. 1.2(2), Section .2.8) . 

Off-spec melter feed should be diluted clown with clemineralized water in the MPV as much as possible. 
If the melter feed needs to be transfen-ed back to the Pretreatment facili ty plant wash vessel (PWD-VSL-
00044) for reprocessing, fmi her dilution ca n be perfonned in the LAW plant wash vessel until the solids 
content is adjusted properly (24590-LA W-3YD-LFP-00001, Ref. 8.1.2(2), Section 6.2.2). 

6.2.3.3 Transfer Melter Feecl Slurry to the Melter 

The following process streams taken from Process Flow Diagram 24590-LAW-M5-Vl 7T-00001/2 (Ref. 
8.1.3(9) & 8.1.3(1 0)) and associated DC s 24590-LAW-M5N-V l 7T-00013 and 24590-LAW-M5 -
V l 7T-00020 are outputs from LFP-VSL-00002/4: 

• LFP04 - Melter Feed to LMP-MLTR-0000 1 

• Overflow to RLD-VSL-00004 ( off-n01111al) 

• Off-spec Melter Feed to LFP-VSL-00001/3 

6.2.3.3.1 LFP04 - Melter Feed to LMP-ML TR-00001/2 

LFP-VSL-00002/4 provide continuous blended feed to the LAW melter. Stream LFP04 is the blended 
feed from the melter feed vessel to the LAW melter LMP-MLTR-0000 1/2. The melter feed vessel cannot 
directly transfer to a non-con-esponding melter (i.e., LFP-VSL-00002 can transfer to LMP-MLTR-0000 1 
and LFP-VSL-00004 can transfer to LMP-. l[L TR-00002 but not vice versa) . 

Molarity 
The sodium concentration ofLFP04 may range from 3.9 to 4.9 M (24590-WTP-DB-PET-09-001. Ref. 
8.1.1(5), Table B-17) . The nominal sodium concentration is the average of this range, 4.4 Mand the 
maximum sodium concentration for stream LFP04 is 4 .9 M. 



24590-LAW-N1D-LFP-00006 
Rev. 3 

CORROSION EVALUATION 

LFP-VSL-00002 & LFP-VSL-00004: Sheet: 13 of 14   

 

24590-WTP-RPT-PR-04-0001-03, Rev. 0 
WTP Process Corrosion Data – Volume 3 

 

 
 

 
 

Temperatm·e 
The nominal MFV temperatme is 137°F (24590-LAW-MVC-LFP-00001. Ref. 8.1.4(19), Section 8). 
LFP-VSL-00002/4 design temperature, where stream LFP04 originates is 150°F (24590-LAW-MVD
LFP-00007, Ref. 8.1.5(11)). TI1erefore, 150°F is the maximum tempera hire for stream LFP04 . Cooling 
Jackets have been added in P&ID DCN 24590-LA W-M6 -20-0004. However, a higher tempera hire 
range of217°F to 220 Fis rep011ed in PIBOD (24590-WTP-DB-PET-09-001 , Ref. 8.1. 1(5), Table B- 17) . 
The high temperah1re reported in PIBOD is due to high temperahll"e of stream LFP05 and lack of control 
of tempera hue via cooling jacket. 

Solids Concentrntion 
The solids will range from 36.3 to 45.4 wt% UDS (24590-WTP-DB-PET-09-001, Ref. 8.1.1 (5). Table B-
17) . The nominal solids concentration for stream LFP04 is the average of this range. 40.9 wt%. A water 
mass concentration range of36% - 40 wt% is targeted for this LFP-VSL-00001 /3 in order to meet melter 
feed requirement (24590-\VTP-RPT-PO-03-007, Ref. 8.1.1 (19), Section 9) . tlaximum weight % 
suspended solids based on weight % water in the sluny is 64% (24590-LA W-MVC-LFP-00001 , Ref. 
8.1.4(19), Section 7.4.1) . Assuming no dilution (clue to flush water or DIW addition) in LFP-VSL-
00002/4. the upper bounding solids concentration for stream LFP04 is 64 wt%. 

Slurry Density 
The density of stream LFP04 will 1101mally range from 97 .6 lb/ft3 to 106 lb/ft3 (24590-WTP-DB-PET-09-
00 1, Ref. 8.1.1 (5), Table B-1 ). TI1e nonnal sluny density is the average of this range, 101.8 lb/ff . LFP
VSL-00002/4 vessel design specific gravity is 1.9 (~ 119 lb/ft3) and is considered an extreme maximum 
(24590-LAW-MVD-LFP-00007, Ref. 8.1.5(11)) . 

Slurry pH 
Sluny pH for stream LFP04 ranges from 13.5 to 14.5 (24590-WTP-DB-PET-09-001, Ref. 8.1.1 (5). Table 
B-17) . The nominal pH for this stream will be provided in the c01rnsion data sheet. 

6.2.3.3.2 Off-Spec Melter Feed to LFP-VSL-00001/3 (off-normal) 

Off-spec melter feed from LFP-VSL-00002/4 can be reh1med to LFP-VSL-00001/3 . If the melter feed 
needs to be transfe11"ecl back to the Pretreatment facility plant wash vessel. PWD-VSL-00044 for 
reprocessing, further dilution can be performed in the LAW plant wash vessel until the solids content is 
less than 5 wt% (24590-LAW-3YD-LFP-0000 1, Ref. 8.1.2(2), Section 6.2.1) . 

This transfer is considered an off-n01mal, infrequent event. Therefore, this transfer will not be discussed 
further in this docwnent. 

6.2.3.3.3 Overflow to RLD-VSL-00004 ( off-normal) 

Overflow to RLD-VSL-00004 would have the same properties as LFP04 but is considered an off-normal. 
infrequent event. Therefore. this transfer will not be discussed further because it is an off-normal process 
stream. 
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6.2.4 Process Modes 

6.2.4.1 Normal Operations 

Based on the assessment of streams frequently transfe1Ted in and out of LFP-VSL-00001/3, One nonnal 
processing mode is considered: 

1) Receipt of Blended Feed from Melter Feed Prep Vessel 

Section 6.1.5. l summar izes in tabular fonn each of these processing modes. 

6.2.4.2 Infrequent Operations 

The LAW Melter Feed Preparation Vessels (LFP-VSL-00002/4) do not have any infrequent modes of 
operation. All modes of operation either fall with.in the definition of nonnal operations or off-nonnal 
operations. Off-nonnal conditions of operation are not included in this document. 

6.2.5 Summary of Processing Conditions for LFP-VSL-00002/4 

6.2.5.1 Normal Operations 

The following table summarizes the n01mal processing mode for vessels LFP-VSL-00002/4 where the 
vessels receive blended melter feed from LFP-VSL-00001/3 and mix the feed prior to transfer to the 
co1Tesponding melter. LMP-MLTR-0000 1 or LMP-MLTR-00002. 

Summary of LFP-VSL-00002/4 Conditions for Processing 
Stream Number Weight % UDS Na Molarity Temperature (°F) 

nonnal upper nonnal upper nonnal upper 
LFP05 40 .5 64.0 4.3 4 .8 130 150 
LFP04 40 .9 64.0 4.4 4 .9 137 150 

6.2.5.2 Infrequent Operations 

one identified. 
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CORROSION EVALUATION 

LOP-SCB-00001 & LOP-SCB-00002 
Melter 1 and Melter 2 Submerged Bed Scrubbers (SBS) 

Contents of this document are Dangerous Waste Permit affecting 

Results 

Materials Considered: 

Material Acceptable Material 

(lJNS No.) 
Carbon S tee! 
Type 304L (S30403) X (External coils and skirt only) 
Type 316L (S31603) X (External coils and skirt only) 
AL-6XN® 6% Mo (N08367) 
Hastelloy® C-22® (N06022) X 
Ti-2 rR50400) 

Recommended Material Type: Vessel head/shell- Hastelloy® C-22® (N06022) 
Internals, including internal cooling coils - Hastelloy® C-22® (N06022) 
Half-pipe coils (external)-Type 304L (max 0.030% C; dual certified) 
Support -Type 304L (max 0.030% C; dual certified) 
Internal packing is a ceramic 

Minimum Corrosion Allowance: 0.040 inch (includes 0.024 inch corrosion allowance and 0.004 inch 
erosion allowance) 

Inputs and References 

• Operating temperature (°F) (min/max): 104/140 (24590-LA W-MVC-LOP-00001) 
• Corrosion allowance: 0.024 inch (24590-WTP-M0E-50-00012) 
• Erosion allowance: 0.004 inch (24590-WTP-M0C-50-00004 & 24590-WTP-M0E-50-00012) 
• Location: Room L-0123/L-0124; process cell (24590-LAW-PI-P0I T-00002) 
• Operating conditions are as stated in the applicable section ofWTP Process Corrosion Data - Volume 4 (24590-WTP-RPT-PR-04-

0001-04) 

Assumptions and Supporting Justifications (see Section 19-References) 

• Operating conditions presented on the PCDS are conservative with respect to corrosion. 8 

• During normal operations, primary and standby melter off gas is received from the film coolers at 5_46 °F ( 560 °F max).• 
• During normal operations, offgas is transferred to LOP-WESP-00001/2 at 121 to 122 °F.' 
• During normal operations, condensate is transferred to RLD-VSL-00005 or recycled back to the SBS at 122 °F (nominal; 140 °F max) 

and pH ranging from 7 to 13. • 

Operating Restrictions 

To protect against localized corrosion in the vessel and transfer piping, develop procedure to bring the vessel contents within the limits 
defined for Hastelloy® C-22® in 24590-WTP-RPT-M-11-002, WTP Materials Localized Corrosion Design Limits, in the event that 
chloride concentration exceeds those limits. 

• Develop a procedure to control, at a minimum, cleaning, rinsing, and flushing of vessel and internals, as applicable. 
• Develop procedure to control lay-up and storage; includes both before plant is operational and inactive periods during plant operation. 
• Procedures are to be reviewed and accepted by MET prior to use. 

Concurre~)~~ 
Operations 

------···· ------------ ----····· ······- ·······-····· -- ---- ------- - - - ------- - ----- - --
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Corrosion/Erosion Detailed Discussion 
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Off gas from the film coolers enters a packed bed column enclosed by a submerged bed scrubber (SBS) for cooling. The SBS is a 
passive device designed for aqueous scrubbing of entrained radioactive particulates and removal of aerosols from melter off gas. As 
the offgas cools, water vapor condenses and increases the liquid inventory. The liquid overflows into LOP-VSL-00001 or LOP-VSL-
00002, thereby maintaining a constant liquid depth in the SBS. A cooling jacket located on the outside of the scrubber vessel 
maintains the required temperatures. 

1 General/Uniform Corrosion Analysis 

a Background 
General corrosion or uniform corrosion is corrosion that is distributed more-or-less uniformly over the surface of a material without 
appreciable localization. This leads to relatively uniform thinning on sheet and plate materials and general thinning on one side or the 
other ( or both) for pipe and tubing. It is recognized by a roughening of the surface and by the presence of corrosion products. The 
mechanism of the attack is an electrochemical process that takes place at the surface of the material. Differences in composition or 
orientation between small areas on the metal surface create anodes and cathodes that facilitate the corrosion process. 

According to 24590-LA W-3YD-LOP-00001, System Description for the LAW Primary Offgas (LOP) and Secondary Off gas/Vessel 
Vent (LVP) Systems, removal provisions have been provided for those components that are expected to require replacement during the 
life of the facility, such as the internal basket, the packing, and the supporting hardware. 

b Component-Specific Discussion 
The scrubber is exposed to hot offgas from the melter and acidic condensate at pH less than I regularly recycled by the associated SBS 
condensate vessel at temperatures up to 140 °F. Based on the expected normal operating conditions, the 300 series stainless steels are not 
suitable. A more corrosion resistant alloy, such as Hastelloy® C-22® or equivalent, is required. The uniform corrosion rate in alloy C-22® 
is low under these conditions. 

c Packing 
The dissolution rate of the ceramic components in the proposed environment is unknown. However, data from Clark and 
Zoitos (1992) suggest A]zO3, SiC, and Zr02 ceramics will have little reactivity in the proposed solutions. 

d External Cooling Coils 
The half-pipe external cooling coils circulate chilled water and have no contact with process fluid or offgas. Corrosion of the cooling coils 
will be controlled by control over the quality of the cooling water system (24590-WTP-3YD-CHW-00001, System Description for Lab, 
BOF, LAW, HLW, and EDF-Supplied PTF Chilled Water System (CHW). Type 304L or 316L is acceptable for the external cooling coils in 
contact with chilled water. 

2 Pitting Corrosion Analysis 

Pitting is localized corrosion of a metal surface that is confined to a point or small area and takes the form of cavities. Chloride is 
known to cause pitting in acid and neutral solutions. Normally the vessel is to receive condensate at 122 °F (140 °F max) at a pH less 
than 1. The temperature could rise to about 167°F in the case of loss of cooling coil function. Data from Phull et al (2000) imply that 
with these conditions, Hastelloy® C-22 or equivalent will be needed as a minimum. The vessel is operated such that conditions do not 
promote localized corrosion of the pressure boundary materials. The solution in the vessel will not be left stagnant. The condensate is 
constantly recycled, pulling liquid from the scrubber bottom. 

The chemistry and operating conditions in this vessel fall within the limits established for Hastelloy® C-22® in Table 1-4 of WTP 
Materials Localized Corrosion Design Limits report, 24590-WTP-RPT-M-11-002. For convenience, this comparison is documented on 
page 6 of this corrosion evaluation. 

3 Crevice Corrosion Analysis 

Crevice corrosion is a form of localized corrosion of a metal or alloy surface at, or immediately adjacent to, an area that is shielded from full 
exposure to the environment because of close proximity of the metal or alloy to the surface of another material or an adjacent surface of the 
same metal or alloy. Crevice corrosion is similar to pitting in mechanism. It can, however, be initiated at lower temperatures. 

The vessel is also designed with internal cooling coils that are attached with straps or U-bolts to a frame, allowing for easy removal. 
Additionally, the top head of the vessel disassembles to facilitate replacement of the ceramic packing. A factor in the recommendation 
to use Hastelloy® C-22® was the recognition that crevices are inherent to the design. Hastelloy® C-22® has a standard critical 
crevice temperature above boiling in water with 24,300 ppm chloride and Hastelloy® C-22 or equivalent is needed for internal cooling 
coils, and straps or U-bolts and frame." 

The chemistry and operating conditions in this vessel fall within the limits established for Hastelloy® C-22® in Table 1-4 of WTP 
Materials Localized Corrosion Design Limits report; therefore, Hastelloy® C-22®. 

4 Stress Corrosion Cracking Analysis 

Stress corrosion cracking (SCC) is the cracking of a material produced by the combined action of corrosion and sustained tensile stress 
(residual or applied). The exact amount of chloride required to cause stress corrosion cracking is unknown. In part this is because the 
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amount varies with temperature, metal sensitization, the environment, and also because chloride tends to concentrate under heat transfer 
conditions, by evaporation, and electrochemically during a corrosion process. Hence, even concentrations as low as IO ppm have been 
reported to case SCC in ultra-high purity water (boiling water nuclear reactors). 

The chemistry and operating conditions in this vessel fall within the limits established for Hastelloy® C-22® in Table 1-4 of WTP 
Materials Localized Corrosion Design Limits report. 

5 End Grain Corrosion Analysis 

End grain corrosion is preferential corrosion which occurs along the cold working direction of wrought stainless steels that is exposed to 
highly oxidizing acidic conditions, Such conditions are not present in the pressure boundary design and nozzles; vessels are all butt-weld 
joints. End grain corrosion is not a concern for the vessel pressure boundary materials, 

6 Weld Corrosion Analysis 

Providing correct weld procedures are followed, no preferential corrosion of weld beads or heat-affected zones occurs in nitric acid or 
alkaline based stream. No additional allowance is made for weld bead corrosion. 

Corrosion at the welds includes both the weld HAZ and filler metal, and corrosion depends on the base metal chemistry, welding parameters 
and filler metal chemistry, The normal uniform corrosion is influenced by the microstructural changes to the alloy. The microstructural 
changes that contribute to corrosion are solidification micro-segregation that transforms to precipitates, grain boundary coarsening, and 
carbide precipitation at the grain boundaries. These metallurgical conditions are mitigated by project controls placed on welding parameters 
and filler metal chemistry. The low carbon content in austenitic stainless steels and nickel alloys prevent base metal sensitization during 
welding. Controls on the cover gas, heat input, and interpass temperature limit the heat tint. Matehing filler metal should be selected, 
Corrosion at welds is not considered a problem in the proposed environment. 

7 Microbiologically Influenced Corrosion Analysis 

Microbiologically influenced corrosion (MIC) refers to corrosion affected by the presence or activity, or both, of microorganisms. 
Typically, with the exception of cooling water systems, MIC is not observed in operating systems. The proposed operating conditions are 
suitable for microbial growth but the system is downstream of the main entry points of microbes, 

The chilled water (CHW) system provides water for vessel cooling coils. According to 24590-WTP-3YD-CHW-0000 1, sampling 
capability is provided and chemical additions will be used to ensure that water quality is controlled. Therefore, the potential for MIC in the 
cooling coils is small. 

8 Fatigue/Corrosion Fatigue Analysis 

Fatigue is the process of progressive localized permanent structural change occurring in a material subjected to fluctuating stresses less than 
the ultimate tensile strength of the material. Corrosion fatigue is the process wherein a metal fractures prematurely under conditions of 
simultaneous corrosion and repeated cyclic loading at lower stress levels or fewer cycles than would be required to cause fatigue of that 
metal in the absence of the corrosive environment, 

Corrosion fatigue is a function of the cyclic loading and corrosive conditions. The vessel design is such that fatigue loads adhere to design 
code limitations. 

Based on the anticipated low mechanical and thermal cycling (24590-WfP-MVC-50-00009, LAW, BO}; and LAB Vessel Cyclic Datasheet 
Inputs), it can be stated that conditions which leads to fatigue or corrosion fatigue are not present in this vessel. 

9 Vapor Phase Corrosion Analysis 

Conditions in the vapor phase and at the vapor/liquid interface can be significantly different than those present in the liquid phase. The 
corrosion evaluation of the vapor phase portion of the vessel considers the surface will be covered with a water vapor condensate and 
possibly droplets of splashed waste and rinse solution. The vessel is fitted with wash rings that will be used periodically to wash dovvn the 
sides and internal supports. The vapor space corrosion rates are less than the immersed surfaces and the transport away from the surface 
will be less because of the no-flow conditions. As compared to the corrosion in the immersion section, the corrosion rates in the vapor 
space are much lower. 

Head space corrosion caused by aerosols, vapors, and water generally is a secondary concern for most vessels and tanks that are open to the 
atmosphere largely because corrosion is self-limiting. The SBS (LOP-SCB-00001/2) and condensate receipt vessel (LOP-VSL-00001/2) 
are constantly in a state of condensation in the head space. In operation at less than 140 °F, the temperamres are not high enough to 
evaporate the water in the vapor space, The passive film developed on the Hastelloy® C-22® protects the surface from corrosion in the 
headspace, The aerosols and vapors are continuously pulled from the head space into the LAW primary off gas (LOP) system and 
downstream to the secondary off gas/vessel vent (L VP) system. The exact chemistry of the condensation depends on the partial pressures of 
the species in the liquid phase, which are depressed by the presence of salts in solution. As reported by Schutze, Reback and Bender (2014) 
the corrosion to Hastelloy® C-22® depends on the concentrations of species in solution and on the temperature. At concentrations less than 
50,000 ppm (0.05 wt%) and temperatures less than 140 °F, vapor phase corrosion is negligible. 
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Erosion is the progressive loss of material from a solid surface resulting from mechanical interaction between that surface and a fluid, a 
multi-component fluid, or solid particles carried with the fluid. The concentration of particles, particle size, and particle velocity are key 
considerations when considering erosion degradation. Based on the low concentrations, small si7.e, and low velocities in the offgas 
submerged bed scrubber and associated condensate collection vessels, it can be concluded that the erosion losses are bound by the 0.004 
erosion allowance. 

The carryover of materials into the offgas can occur by two mechanisms; physical entrainment and vapor phase transport ( or 
volatilization). TI1e -waste feed into the melter and onto the cold cap results in flashing. Materials can get airborne by physical 
entrainment in the steam resulting from the pulling effect of the main exhauster. The entrained particulates consist of oxides, spinels, and 
glass frit. Calloway (2000) characterized the Duratek LAW pilot melter off gas and determined that the undissolved sol ids are less than 
I%. The mean diameter based on the number of particles is reported by Duratek to be I. 4 µm, more than 90% of the canyover particles 
are removed by the submerged bed scrubber. The alkali salts of chloride and borate and iron oxides volatilized at the waste glass melting 
temperature are transported via the offgas flow and condense in the quenching liquid. Upon condensation, these semi-volatile salts would 
either dissolve in the liquid or become submicron-sized aerosols. The semi-volatile salts that remain in the gas stream are removed in 
downstream components. 

Velocities within the vessel are expected to be below 12 ft/s. Erosion allowance of0.004 inch for Type 304L and 316L stainless steel 
components with low solids content(< 2 wt¾) at velocities up to 12 ft/sis based on24590-WfP-M0C-50-00004, Wear Allowance for ffTP 
Waste Slurry Systems. Since the Hastelloy® C-22® is stronger and harder than the austenitic stainless steels, the erosive wear allowance 
used for the austenitic stainless steel is conservative when used for Hastelloy® C-22®. 

The recommended general erosion wear allowance of 0.004 inch provides sufficient protection for erosion of the vessel shell. The margin 
in the erosive wear allowances used above is contained in the referenced calculations (24590-WfP-M0C-50-00004 and 24590-WfP-M0E-
50-00012). 

11 Galling of Moving Surfaces Analysis 

Where two metals are moving in contact with each other without lubrication, there is a risk of damage to their surfaces. No moving 
unlubricated surfaces are present within the vessel; therefore galling is not a concern. 

12 Fretting/Wear Analysis 

Fretting corrosion refers to corrosion damage caused by a slight oscillatory slip between two surfaces. Similar to galling but at a much 
smaller movement, the corrosion products and metal debris break off and act as an abrasive between the surfaces, producing a classic 
three-body wear problem. This damage is induced under load and repeated relative surface motion. Conditions which lead to fretting are 
not present in this vessel. The vessel's mechanical datasheet (24590-LAW-MKD-LOP-00008) indicates that thermal cycling will be low 
(240 cycles for the internal bed and 80 cycles for the cooling water supply and return piping). Additionally, Hastelloy® C-22® exhibits 
superior mechanical properties, which further protects against fretting corrosion. Therefore fretting is not a concern. 

13 Galvanic Corrosion Analysis 

Galvanic corrosion is accelerated corrosion caused by the potential difference between the two dissimilar metals in an electrolyte. The 
galvanic current is sufficient to drive corrosion when the potential difference is greater than 200 m V. One material becomes the anode and 
the other the cathode. Corrosion occurs on the anode material at the interface where the potential gradient is the greatest. Stainless steels 
coupled with Hastelloy® C-22® do not have the potential difference to drive galvanic corrosion. 

The potential difference for any combination of bi-metal couple of austenitic stainless steels, 6% Mo and, the nickel alloys is not sufficient 
for galvanic currents to overcome the passive protective film. For such alloys, there is negligible potential difference so galvanic corrosion 
is not a concern. Even if several alloys are used in this vessel, they are sufficiently similar that corrosion potential differences will be small. 
Therefore, it can be stated that conditions which lead to galvanic corrosion are not present in this vessel. 

14 Cavitation Analysis 

Cavitation is the formation and rapid collapse of cavities or bubbles of vapor or gas within a liquid resulting from mechanical or 
hydrodynamic forces. Cavitation is typically associated with pumps and orifice plates; this vessel has neither. Hastelloy® C-22® displays 
a superior resistance to cavitation, and WfP vessel design limits conditions which lead to cavitation; therefore cavitation is not a concern. 

15 Creep Analysis 

Creep is time-dependent strain occurring under stre.ss and is described as plastic flow, yielding at stresses less than the yield strength. Creep 
is only experienced in plants operating at high temperatures. Temperatures much greater than one half the absolute melting temperature of 
the alloy are necessary for thermally activated creep to become a concern. 1be vessel operating and design temperatures are too low to lead 
to creep; therefore creep is not a concern. 

16 Inadvertent Nitric Acid Addition 

At this time, the design does not provide for the presence of nitric acid reagent in this system. Additionally, at the maximum operating 
temperature for this vessel, Hastelloy® C-22® alloy is resistant to the acid gas forming aerosols and vapor in concentrations that emanate 
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from the waste glass melter: HCI, HF, HNO3, H2SO4, and combinations of these. Corrosion rates in nitric acid are less than 1 mpy (Haynes 
Intemational, 2002). Anderko and Sridhar report corrosion rates for a mixture ofHNO3 and HCI at 2.0 and 2.6 wt% respectively is 0.39 mpy 
at 174 °F; rates for a mixture ofHNO3 and H2SO4, at 15.6 and 8.8 wt% respectively is 0.039 mpy at 174 °F. Inadvertent addition ofnitric 
acid is not a concern. 

17 Conclusion and Justification 

The conclusion of this evaluation is that LOP-SCB-00001 and LOP-SCB-00002 can be fabricated from Hastelloy® C-22® ( or equivalent) 
which is capable of providing 40 years of service. Based on the expected operating conditions, Hastelloy® C-22® is expected to be 
satisfactorily resistant to uniform and localized corrosion. The recommended corrosion allowance of 0.024 inch and the recommended 
erosion allowance of0.004 inch provide sufficient protection against uniform corrosion and erosion of the vessel, A design corrosion 
allov.ance of 0.04 inch is recommended such that there is margin provided (0.012 inch). Based on comparison of the process conditions 
documented in the WTP Process Corrosion Data report, documenting the chemistry for comparison to 24590-WTP-RPT-M- l 1-
002, WTP Materials Localized Con-osion Design Limits. The Hastelloy® material has been found to be resistant to localized 
corrosion. 

Because the external cooling coils contact only cooling water, either Type 304L or Type 316L is suitable. 

18 Margin 

The system is designed with a uniform corrosion allowance of0.04 inch based on the range of inputs, system knowledge, handbooks, 
literature, and engineering judgment/experience. The service conditions described above result in a predicted Joss due to uniform corrosion 
and erosion of0.028 inches. The specified minimum corrosion allov.ance (0.04 inch) exceeds the minimum required corrosion allowance 
specified in the input calculations; therefore margin is provided. The uniform corrosion design margin for the operating conditions is 
sufficient to expect a 40 year operating life and is justified in the referenced calculations. No additional localized erosion requirement has 
been identified for these vessels. 

The recommended general erosion wear allowance of0.004 inch provides sufficient protection for erosion of the vessel shell. The margin 
in the erosive wear allowances used above is contained in the referenced calculations (24590-WTP-M0C-50-00004 and 24590-WTP-M0E-
50-00012). 

The maximum operating parameters for these vessels are defined in the PCDS. As shown in the table below, the PCDS calculated pH, 
chemistry, and temperature are bounded by the materials localized corrosion design limits documented in the WTP Materials Localized 
Corrosion Design Limits report. The difference between the design limits and the operating maximums (PCDS value) is the localized 
corrosion design margin and, based on the operating conditions, is sufficient to expect a 40 year operating life. The Submerged Bed 
Scrubbers, LOP-SCB-00001 & LOP-SCB-00002, are protected from localized corrosion (pitting, crevice, and stress corrosion) by operating 
within the acceptable range of the design limits. Operational and process restriction will be used to ensure the limits are maintained. 

MATERIALS LOCALIZED CORROSION DESIGN LIMITS Hastelloy® C-22® 

.Ill! Chloride (ppm) 

DESIGN LIMIT 
LOP-SCB-00001/2 

Continuous SBS Condensate 
Recycle from LOP-SCB-00001/2 

OPOl 

SBS Condensate Recycle to 
LOP-SCB-00001/2 or 

Transfer to RLD-VSL-00005 
(LOP04/LOP05 

5 max 

0.72 

0.72 

Inlet vessels to LOP-SCB-00001/2 based on 24590-WTP-RPT-PR-04-0001-04, Section 6.5, and Figure 9. 

References sources for this table: 

I) Design limits - 24590-WTP-RPT-M-11-002, Table 1-4 
2) LOP-SCB-00001/2 (LOP0l)-24590-WTP-RPT-PR-04-0001-04, Figure C-7 
3) LOP-VSL-00001/2 (LOP04)-24590-WTP-RPT-PR-04-000l-04, Figure C-10 

Note that the limits documented in 24590-WTP-RPT-M- l I-002 do not apply to offgas streams. 
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Component(s) (NameJIO #) Submerged Bed Scrubber- (LOP-SCB-0000112} 

Facility _LA_w ____ _ 

fn Bl~ Ce-11? NO 

Chemicals Unrt 
l~bons lPllfflt 

Ar'' (.MJmimJmi ocxn 

FeQ tlronl nnm 

H'a'2 , . - r,c,rn 

Pb•i (Lead} no,n 

Anions 111n1n1 

c~- (Cli<looel Dom 

co3-2 (Carbon3le) ppm 

F (Fluorice> ncm 

No2· (Nitrate) ppm 

N~· (Nitnte) ppm 

PO/' (Phosphate) ppm 

ISo•-= {Scilrate) ppm 

OHlao'r nan 

OHts r oorn 

IPH 

S=noed Souls w,% 

Ten-.,eratr.ire •F 

Liauid Density' I lMt3 

Chemicals Unit 

HCl nom.V 

HF co,nV 

NH3 ccmV 

NO ccmV 

N02 onmV 

S02 oomV 

Relative ~- % 

T errciera~..i~ •F 

-------
Str~ ID 

LOP01 
AQUEOUS 

495 

573 

0 

24 

3677 

0 

7625 

0 

0 

32 

3021 

763 

0 

072 

0 

1~ 

not ,e:nnr.ed 

Stream IO 
LMP14 

GASEOUS 

55a 

4357 

22 

212P 

10 

35 

043 

5eO 
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Figure C- 7 LOP-SCB-00001/2 Aqueous PCDS 

Vessel: LOP _SCB_ 1/2 

Stream 10 

LMP1.l 1.0PO• loP01 
Properties 

SU$pended Solids (wt%) 0 0 0 
1otal Satts !wt %1 0.30 4 70 272 

Sod,urn Molant~ IM! 8 92E-06 5.68E·01 2 00~·01 
Relaiive Hum1d~y (%1 0.43 nta JI/a 

pH n/a 0.17 072 
Anti-Foam Aaent [PPmj 6.82E-07 5.37E-07 1.87E--06 

TOC{ko/h) 5 21E-O3 1 S:!E-01 El3#-+6o 
Pr• •lll.•r• (bar] 0.97 08\l 096 

T •mpe.r~tu,... {CJ 293 '.33 603)0 6000 
T emperalur• !Fl 56000 14000 14000 

Wal<1r Flow Rot<> (k9il'lrJ s·,s.77 17.674,65 18,032.07 
Total Aqueouo Flow Reio (l<glhrj 518.35 1854S.85 18537.88 

Total Flo;, Rate lli.s'hrj .s. 18E.+02 1.8.SE~O.C 185E-+O<I 

VIT V>.PQ~ $9$ tel.,1 
VIT LIOUID sas 

VIT UGUIO sas 
UserNote Off11"a~ (P,,mary) Cor<!nse!~R~IO C1t::iiltkins.at~ O\t'Kfln-JJ 

t'llS 

AQUEOUS 
Cations (ppm) 

AQ+ 0 0 0 
Al+3 n 105 4Q5 

Am-+3 0 0 0 
As+S 0 0 
8+3 291 390 1857 

Ba+:.> 0 0 0 
8••2 0 0 0 
8i-t·3 0 0 0 

Ca+2 52 71 485 
Cd+2 0 0 0 
C•+4 5 0 0 
Co•2 0 0 0 
Cr•3 0 0 0 
c, ... e 33 Ja 145 

C.$~ 0 0 0 
Cu+2 0 0 0 
Eu+3 0 0 0 
Fe+2 0 0 
Fe+3 89 121 513 

H+ 0 662 238 
Hg+2 0 0 

K+ 145 160 224 
la•3 0 0 0 

LI+ 97 117 "1346 
Mg+2 2 2 20 
Mn+4 2 0 0 
Mo+8 0 0 0 

Na+ 1815 12797 4587 
I-Jd•3 0 0 0 
Ni+2 1 1 ,o 

Pb•2 0 0 24 
Pd+2 0 0 0 
Pr+4 0 0 0 

Pu+.ol 0 0 0 
Ra+2 0 0 0 

Rb+ 0 0 0 
Rh+3 0 0 0 
Ru-t4 0 0 0 
Sb+3 , 0 0 
S • +A 3 3 s 
Sl-+-4 279 353 900 
Sr•2 0 0 
Ta+S 0 0 0 
Tc+4 0 0 0 
Te+4 0 0 0 
Th•4 0 0 1 
;1 ... 4 31 43 203 
11+5 2 3 4 
U+4 0 0 0 
V+3 1 0 0 

W+6 0 0 0 
Y+3 0 0 0 

Zn+2. 101 134 829 
Zr+4 0 7 35 

Anion$ ([!em) 
6(011)4-- 0 0 0 
C204· 2 0 0 0 

Cl· 0 10287 3&77 
CN- 0 0 0 

C03-2 0 0 0 
F· 0 21331 7625 

H2PO4• 0 0 0 
H2Si04-2 0 0 0 

H3SiO4- 0 0 0 
HCO3- 0 0 0 

HP04-2 0 0 0 
HSO3· 0 0 0 
HSO4• 0 0 0 ,_ 0 0 0 

lOJ. 0 0 0 
NH4• 0 0 
N02. 0 0 0 
NO3· 0 0 0 

-2 0 0 
02·2 0 0 0 

OH(a51}- 0 a 183 
OH{s)- 0 0 0 
P04-3 0 4 32 
$03-2 0 0 D 
S04-2 0 328 302.1 

Organics {ppm) 
AFA_DCMP 0 0 0 
AFA_NVOC 0 0 0 

NVOC 0 0 0 
Sucrose 0 0 0 

svoc 7 9 287 
voe 3 0 0 
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Figure C- 8 LOP-SCB-00001/2 Gaseous PCDS 

Vessel : LOP _SCB_ 1/2 

Stream ID 
LMP14 lOP0• 

Proportlos 
Suspended Solids !Wt 'Ml) 0 0 

Total sans l:!l ~l 030 470 
SodJum Mol•t1!z !!:!J 8 lr.E--06 S6SE-Ot 

Rata~ve Humidity ('M,) 0-43 n/a 
pH nla 0.17 

Mil-Foam ~•nt l~I &82~-07 5 37E-07 
TOC (ko,'llJ 1.63E-Ot 

Preo•11e (ber) 0.8& 
T empen,ture IC) 8000 
T empetature 14000 

Waler FloW Rafe (l<g/h 17,67465 
Total Aqueous Flow Rate il<g/hr] 185-4585 

Tola! FbWAate j!!~~ t.SSE+04 

1111 V~POH S&S ,,.., 
VIT LD.ltD $8S 

U1e1No1e °"'"' (,,,._.,) Conm--;ca. .. 
S8S 

GASEOUS [ppmV or mglm'J 

At 7404 0 
CH31 0 0 

Cll 0 0 
co 471 0 

CO2 2541/ 0 
F2 a 0 
H2 a 0 

HCl 568 0 
HCN 0 0 

HF 057 0 
12 a 0 

N2 824~ 0 
NaC~s) 15~1 0 

N3CN1•) 0 0 
NaF(I) 1m, 0 
Nal(s) 0 C 

NH3 72 0 
NO 2129 0 

NO2 10 0 
02 1651!>4 0 

P205(s) 1G 0 
PO2 0 0 
SO2 35 0 

SOJ(s) 10;; 0 

LOP01 

0 
2.72 LMP1• 

2.00E-01 
n 'a 
0.72 

1.57E-Otl 
5321:•00 

0.96 
LOP<M 

eooo 
140 00 

18.032 g7 
18537.86 
1 BSE•04 

YITLIQUIOS9S -=-
0 
0 
0 
0 
0 
0 
0 
0 
0 
0 
0 
0 
0 
0 
0 
0 

0 
0 
0 
0 
0 
0 
0 
0 

Nole: COMentr1tion1for conotltuoni. ,.,.... .. nllng pertiwlate• t• dtnot.d by 8Uffl>t "(•)" In thelt ,,._) *"' 
nported in unit• of mg,'m3; ,.u ott,.,. a,. report.cf In unlta of ppmV 

ar:.vr-:n., ,. :vor r: r-on usr,; or- r>cns: 
Th4! 1,,tc'>n,u1rfo11 p ~·o, •ulctl by tho PCDS rt.!porr Is inu:,,,.,.-1,,<f 
,\tJlcr,· fnr u.ye jr, sr,pporr o.f rha VO.),$()/ ,n,ucno/ .s .. -,~ctton 
1n·oce,,\ ond , -n,-,·o.\'lo11 r.:, ..,,,11101iq11 \ . T lta '"I"''·"'• 
o ,._,·,0>1µllun,'i. "nd c-on,p 11t'1/lunul "'ng/nf.!,wing ,nr.xlvl!t U.)>••d 
,,, ,ecn<~r£1flng Jhc 1·c:~·11Jt5. µrc.)·c,,uuJ luJn.nn ,1n1 .~pc,'c."1fi<• lo 
11>,_, 1.~(/orl, C. se <,)·11,, .. in./C>r71ta1lon prc~onre,-d /14;•1 c,,, ./«>r .,ny 
url,,•, I'"' 110.1,.- ., ill ,-..•q11h·t.• ,,t.~p,11 ·e1fe <YUH;,Je, "rinn aod 
un<l(\~t,l.v u,> •""J>PQ,•t jn.s.f(fh.•0110n ~r,t.\ tM''1,ror 1lu1 dftslr4!,'I, 
~,tu:1·,rut,,·,· 1,nn7>osc. 
Th,• I"~"' lt'!','1, ,/,,,\4,:l'iJJlu>tt.\ In thi, i 1.·1.101 / , ·,.n·t~, nn,ru,~ 
pr><>tt•cs.v op,•rulloru '111t.l 11ou-ro111'11•• On/h.•qu.:11I) pro,·,•s ~· 
op<.•rt111011,. ,,.,,.._ .. ,, s11,·h cxt.u. 1hat c1>u/J l1np-n,~1 c,-,rre,H•ton or 
1.·1 11,io'1 ,~(pr,>C'fl..'•' CcjlliJ.nncttt. 
rhc: ,lu"·' ,,, tht.r t1un-shad.,,d ,·,>l111n11~ (J_/ thu P( "'l>S.)- 1,,_,~ l\lt.·>r 
bf.·,·n "'!;11.:}f(.."tf ro <.·011,ply ,,·,th the hr,:lti..!sl <::'t.·pccr~d. , ·cs.-,.·,·/· 
·'J1' ... t:fj7c op«1, ,, t1,)1tc.>I '-'1>nditi11,u . 
The pr•:1t.,·,•s., ,lasc:1•,p1101M pnn•1,lu,f 1n this ,•up,n·r ar,: t<>r 
~([4/'llf.!r~I i,!lo,·n1atio11 <Uh.I r"lluctiv• <?I lhlf corro.n<>11 
, .. .,Y.;,,, ... t.•1 :~ ,,no(1•.,i,·J,11· lruU\J-'"' 4nu:1·. tilt • inji,, 111111i,u1 1, 
<-Urr1.•11f 0111,· ,,, rl"· tintL• 11th,· ,tv,"un,"•nr Is tss11,u.l. Tlursc 
prr>c ..... _._. \ d,•."sc n plu:,11~ .fhoultl not l>c rc_ft"r .. --nc("d ,,,,. ,1,•s1f;!n. 
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6.5 Submerged Bed Scrubber (LOP-SCB-00001/2) and \Vet Electrostatic Precipitator 
(LOP-'\\,'ESP-00001/2) 

6.5.1 Description of Vessel/Equipment 

The LAW primary offgas process (LOP) system is designed to treat the oflgas so that it co11fon11s to 
relevant f ederaL state. and local air emissions requirements at the point of discharge from the facility 
s.tack. The principal gas generated by the melter is steam. Decomposition of salts and organic material 
also yields CO2, SO!, NOx, HCL and HF. The NO" is a mixture of NO and N02 with trace amounts of 
N20. 

The Submerged Bed Scmbbers (LOP-SCB-0000 l/2} has tv.•o off gas inlet lines, one for nomial operntions 
coming from the Pritruuy Film Cooler and one for standby coming from the Standby Film Cooler. The 
inlet pipes nm down through the bed to the packing support plate. The bed-retaining walls extend below 
the support plate. creating a lower skirt to prevent gas from bypassing the packing. A hold-down screen is 
used to prevent the bed from being carried out by upward t1ow through the bed. Gas bubbles are fomred 
as the gas passes through holes in the support plate. The bubbles rise through the packed bed and cause 
the liquid to cil·cnla.te up through the packing, and hence dmvnward in the a:mmfar space outside the 
packed bed. The packing breaks larger bubbles into smaller ones to incre~se the gas-to-vrnter contact area 
and helps increase the particulate removal and heat transfer efficiencie5. 

After initial aerosol and soluble gas removal in the SBS, the cooled offgas is routed to a WESP (LOP
'vVESP-00001/2) for further removal of particulates and aerosols. Each melter system has a dedicated 
\ll'ESP. LOP-WESP-00001 and LOP-\VESP-00002 are located in the same room~ of the process cell as 
the con-esponding SBS,. at the 3-foot elevation. 

Each WESP receives off gas ar a nominal ilow rate of 1280 scfm at 122°F and -49 in. WG. The offgas 
enters the unit and pssses through a distribution plate. The evenly distributed saturated gas then floivs 
upward through the tubes of the \VESP. The tubes act as positive electrodes. Each tube also has a singfo 
negatively charged electrode that runs down the center of the tube. A high voltage tnm.sformerfrectifier 

sup11lies power to these electrodes .. A strong electric field is generated along the electrode, supplying a 
negative charge to aerosols as they pass through the tubes. The negatively charged aerosols move to,vard 
!he positively charged tube walls where they are removed. The inlet is also provided with a spray .to 
enha11ce rnndo,,'ll and deaning. The condensate then drains into a C3/C5 drain/sump collection vessel 
(RLD-VSL-00004). Each WESP is et1nipped wifl1 a spmy wash ring at the top of the unit to perfonn 
pe1fodic washdown of the electrodes and vessel wall,s;. 
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Figure 9 is a sketch of the input and output anangement of streams for LOP·SCB·00O0 1/2 and LOP
\VESP-00001/2. Streams that are not primary routes (infrequent transfers) are represented witl1 dashed 
lines. 

Figure 9 LOP-SCB-00001/2 and LOP-W"ESP-00001/2 SkE-teh 

SBS ContJen• Collecilon Recycle I LOPM ),, 
from LOP.VSL..00001/2 

6.5.2 System Functions 

LOP-SCB-0000112 

The pmc~s fimction.s of fui:; vessel are as follmvs: 

• Draw Melter Offgas 

• Treat Melter Offgas 

• Exhaust \\f'ESP Otfgas 

• Transfer Process Liquids 

Sl':lS Cmldei-1$ Collection 
to Rl.O-VSL.Q0005. 

SBS Condensate O'lerftow 
fo lOPNSl-000011? 

LOP-WESP-000011:2 

WESP O!fga, 0...,1,a~ 
I<> L Vl'.J.fffl.00001AII! 

TI1ese eqnipment items pe1fo11n additional sy&tem functions beyond the process ftmctions, but these are 
outside the scope of this document. The non-process functions are not discussed any further in this 
document. Hov,·ever, they are listed below for completeness: 

• :tdaintain Negative Pressure 

• Maintain Pressure Bmmdaiy 
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6.5.3 DesC'ription of Process Functions 

6.5.3.1 Dralv Melter Of(gas 

The follovd:ng process streams are taken :from process flow diagram 24 590-LA W-M5-V l ?T-00007 /8 
(Ref. 7. l .3(15)(16)) and associated drawing change notices (DCNs): 

• LMP14 - Draw primmy melter offgas from LOP-FCLR-00001/3 

• LMPl 5 - Draw standby melter offgas from LOP-FCLR-00002/4 

6.5.3.1.1 LMP14 - Draw primary lll{'}f{'r offgas from LOP-FCLR-00001/3 

Stream Lr-4Pl4 is the primary oftgas stream from LOP-FCLR-00001/3. sent to the submerged bed 
scmbber. LOP-SCB-00001/2. 

Molaritv 
Stream LMP14 is an offgas stream, therefore sodimn concentration is not applicable (24590-"\VTP-DB
PET-09-00L Table B-19, Ref. 7.1.1(3)). 

Temperature 
The nominal temperature of stream LMP14 ranges from 533°F to 560°F (24590-¥/TP-DB-PET-09-00L 
Table B-19. Ref 7.1.1(3)). The normal temperature is the average of this range. 546.5°F. 

Solids CoUC'{'Dfration 
Stream UvIP14 is an offgas and solids concentration is not applicable (24590-\VTP-DB-PET-09-001. 
TableB-19. Ref. 7.1.1(3)). 

Vapor Density 
The minimum and maximum vapor density of stream LMP14 is 3.3 lff2 lb/ft' to 3.4<10-2 lb/ft3

• 

respectively (24590-\\'TP-DB-PET-09-001, TableB-19, Ref. 7.1.1{3)). The nomial vapor density is the 
average of this range. 3.35,.10·2 Ib/ft'. 

I!!! 
Stream LMP14 is an offgas stream. therefore pH is not applicable (24590-\\'TP-DB-PET-09-001, Table 
B-19. Ref. 7.1.1(3}). 

6.5.3.1.2 LVIP15 - Draw standby melter offgas from LOP-FCLR-00002/4 

Stream LrvIPl 5 is the standby off gas stream from LOP-FCLR-00002/4 to the submerged bed scmbber. 
LOP-SCB-00001/2. It is not used in normal operation and is considered offnonnal. Physical properties 
of this stream are represented by stream LMP14 but will not be discussed further in this document. 

6.5.3.2 Treat :\ielter Offgas 

The following process stream is taken from process flmv diagram 24590-LAW-M5-V17T-00007/8 (Ref 
7.1.3(15)(16)) and associated DCNs: 

• LOP02 - Transfer melter offga.:; from LOP-SCB-00001/2 to LOP-WESP-00001/2 
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6.5.3.2.1 LOP02 - Transfer melter offgas from LOP-SCB-00001/2 to LOP-WESP-00001/2 

Stream LOP02 is the submerged bed scrubber, LOP-SCB-00001/2. offgas discharge to the ,set 
electrostatic precipitator. LOP-\VESP-00001/2. 

Mohuitv 
Stream LOP02 is an oflgas stream, therefore sodium concentration is not applicable (24590-WIP-DB
PET-09-001, Table B-19, Ref. 7. 1.1(3)). 

Temperature 
The nominal temperature of stream LOP02 ranges from 121 °F to l 22°F (24590-VlTP-DB-PET--09-001. 
Table B-19, Ref. 7.U(3)). The nonnal temperature is the average oftl1is range. Bl.5°F. 

Solids Concentration 
Stream LOP02 is an offgas stream, therefore solids concentration is not applicable (24590-\VTP-DB
PET-09-001, Table B-19. Ref 7.U(3)}. 

Vapor Densitv 
The minimum and maximum vapor density of stream LOP02 is 6.2"1ff2 lb/ft3 to 6.3 x w-2 lb!fr, 
respectively (24590-WTP-DB-PET-09-00L Table B-19, Ref. 7.1.1(3)). The nonnal vapor density is the 
average oftlus range, 6.25x 10·2 Ib/fr. 

]!!! 
Stream LOP02 is an offgas stream, therefore pH is not applicable (24590-WTP-DB-PET-09-001, Table 
B-19. Ref. 7.1.1(3)). 

6.5.3.3 Exhaust Melter Offgas 

The following process ::,treanL taken from proce5s flow diagram 24590-LA W-M5-Vl 7T-00007/8 (Ref 
7.1.3(15)(16)) and a;;;;ociated DCNs, is the output from LOP-\VESP-00001/2: 

• LOP08 - WESP offgns discharge to L v"P-HTR-0000 lA'B 

LOP08 WESP offgas discharge to L VP-HTR-OOOOIA/B 

Stream LOP0S is the \VESP. LOP-WESP--00001/2. offgas discharge to secondary treatment. LVP-HTR
OOOOIA/B. 

Moblritv 
StreamLOP08 is an offgas and sodium concentration is not applicable (24590-\VTP-DB-PET-09-00l, 
Table B-20, Ref. 7.1.1(3)). 

Te-mpe1·ature 
The nominal temperatru:e of stream LOP0& ranges from 121°F to 126°F (24590-WTP-DB-PET-09-001, 
Table B-20, Ref 7.1.1(3)). The no11ual te:mperahrre is the average of this range. 123.SOF. 

Solicli, Concentration 
Stream LOP08 is an offgas and solids concentration is not applicable (24590-WTP-DB-PET-09-001. 
Table B-20, Ref. 7.1.1(3)). 
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Vapor Densitv 
The mininmm and maximum vapor density of stream LOP08 is 6.2x10-2 lbfft3 to 6.3:,10-2 lblft'. 
respectively (24590-LA W-11VC-LOP-00001. Section 7.6.2. Ref. 7.1.4(21)). The normal vapor density is 
the average of this range, 6.25 x I 0-2 lb/ft3 

• 

.I!!! 
Stream LOPO& is an offgas and pH is not applicable (24590-\VTP-DB.:PET-09-00 l, Table B-20, Ref. 
7.1.1(3)). 

6.5.3.4 Transfer Procl'ss Liqnid 

The follov;ing process streams. taken from Process flow Diagram 24590-LA W-MS-Vl TI-00007 /8 (Ref. 
7.1.3(15)(16}) and associatedDCNs, are inputs/outpnts from LOP-SCB-00001/2 and LOP-VlESP-
00001/2: 

• LOP05-Transfer SBS condensate to RLD-VSL-00005 

• LOP04 - Recycle SBS condensate to LOP-SCB-00001/2 

• LOPOl - Continuous overflow ofLOP-SCB-00001/2 to LOP-VSL-00001/2 

• LOP07 - \\'ESP conderisate to RLD-VSL-00004 

6.S.3.4.l LOP05 Transfer SBS condensate to RLD-VSL-00005 

Stream LOP05 is the submorged bed scrubber. LOP-SCB-00001, condensate purge to RLD-VSL-00005. 

Molarttv 
The sodium concentration ofLOP05 may range from O.l to 0.2 l'vf (24590-WTP-DB-PET-09-001, Table 
B-19. Ref 7.1.1(3)). Thenonrinalsodiumconcentration is the average of this range, 0.15 Mand the 
upper sodium concentration for stream. LOP05 is 02 M. 

Temperntun• 
The nominal temperature ofstream LOP05 ranges from 121 to 122°F (24590-WIP-DB-PEI-09-001, 
Table B-19, Ref. 7.1.1(3)). The minimum temperamre is 104"F and the maximum is 140"F {24590-
L\ W-MVC-LOP-00001, Section 6.1, Ref. 7.L4(21)). Therefore. 122"F is considered nominal 
temperature and 14(Y:'F is considered upper highest expected temperamre for stream LOP05. 

Solids Concentration 
The solids win rangefrom-0.2 to0.31;,-Wo lJDS (24590-WTP-DB-PET-09-001, Table B-19, Ref 
7.1.1(3)}. The nominal solids conc,entration for stream LOP05 is the average of this range, 0.25 \Vt% 
UDS, 

Slurrv Densitv 
The minimum and maxitmun demity of stream LOP05 is 62.2 lb/ft3 to 62.8 lb/ff. respectively (24590-
LA \V-MVC-LOP-OOOOt Section 7.6.2. Ref. 7.1.4(21)). TI1e nonual slurry clettsity is the average ofthii; 
range. 62.:5 lb/fr'. 

SlluTVpH 
Sluny pH for streamLOP05 rnnges from 7 to l3 (24~90-WTP-DB-PET-09-001, Table B-19. Ref, 
7J.1(3)). The resulting pH for this stream will be J)f<.)Vided in th.: con·osion data sheet 
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6.5.3.4.2 LOP04 - Recycle SBS conclensate to LOP-SCB-'00001/2 

Stream LOP04 is the recycle of SBS condensate back to LOP-SCB-00001/2 and has the same properties 
asLOP05. 

6.5.3.4.3 LOP0l - Continuous overflow ofLOP-SCB-00001/2 to LOP-VSL-0000112 

Stream LO POI is the continuous overflovv of LOP-SCB-00001/2 to LOP-VSL-00001/2 and bas the same 
prope11ies as LOP05. 

6.5.3.4.4 LOP07 - WESP condensate to RLD-VSL-00004 

Stream LOP07 is the \VESP condensate drainage from the Wet Electrostatic Precipitators (LOP-\VESP-
00001/2) to RLD-VSL-00004. The C3/C5 Drains/Sun1pCollection Vessel (RLD-VSL-00004) coUects a 
constant Ji quid stream drained from the Wet Electrostatic Precipitators (LO P-WESP-00001/2). 

Molarih0 

Since there is no chemical adjustment of the liquid stream drained from the Wet Electrostatic 
Precipitators (LOP-WESP-00001/2) prior to being collected in the C3iC5 Drains/Sump Collection Vessel 
(RLD-VSL-00004), the sodium molarity is not a controlled parameter for the process stream LOP07. 
However. the upper concentration of sodium is 0.2 molar Na, as determined by the Process Inputs Basis 
of Design (24590-\VTP-DB-PET-09-00L Table B-19, Ref. 7.1.1(3)). 

Temperature 
Heat lm,ses in the piping between the \VESPs and RLD-VSL-00004 are assumed to be negligible due to 
the short piping distance and the high transfer rate. Mist condensate is assumed to enter RLD-VSL-00004 
at the same temperature at which it exited the \VESPs. 1-Hsi condensate fa assumed to exit lhe W"ESPs at 
a nominal 121 "F. which is the same temperattn:e as the o:ffgas entering the Wl:SP from the Submerged 
Bed Scrubber (24590-LA. W-l\fVC-RLD-00009. Ref. 7.1.4(24). Section 6.1.3). Therefore. the nominal 
temperature ofstreamLOP07 is 121"'F. The maximum temperature of the \VESP off-gas di:schru:ge is 
126cf (24590-LAW-:tvfEC-RLD-00001. Ref. 7.1.4(18). Section 2.16). 

Solids Concl!ntration 
The cl.millage from the WESPs is essentially water and process stream LOP07 is expected ro have the 
same physical prope11ies ~ water (24590-LAW-MVC-RLD-00009, Ref. 7.1.4(24), Section 6.15). The 
nonnaI concentration of rnspended solids for process stream LOP07 is approximately O \,1% or negligible 
UDS (24590-\VTP-DB-PET-09-00L Ref. 7.l.1(3). Appeooix B. Table B-20). 

Liquid Densitv 
The minimum, nominal, andmaxinmm densities for stream LOP07 are 61.0 lb/ft3

• 61.71h!ft3
, and 62.4 

lh/ft3 respectively (24590-LA W-MVC-RLD-00009, Ref. 7. 1.4(24). Section 7.5.2). 

Liquid pH 
Liquid pH ofstremn LOP07 wili nor.many range from 1.0-lL0 (24590-WTP-DB-PET-09-001, Ref 
7.l.1(3). Appendix R Table B-20). The resulting pH for this stream lvill he provided in the corrosion 
data sheet. 
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6.5.4 Procrss :\toclrs 

6.5.4.1 ~ ormal Oprrations 

Based on the as!.essment of streams frequently transfon-ed in and out of LOP-SCB-00001/2 and LOP
WESP-00001/2, five nonnal processing modes are considered: 

1) Receipt of melter offgas from LOP-FCLR-00001/3 
2) Recycle ofSBS condensate back to LOP-SCB-00001/2 
3) Transfer of melter offgas to LOP-WESP-00001/2 
4) Transfer of SBS condensate to RLD-VSL-00004/5 
5) Exhaust of melter offgas to LVP-HTR-00O0lA/B 

Section 6.5.5.l sulllJnarizes in tabular fonn each of these processing modes. 

6.5.4.2 lnfl'equrnt Oprrations 

T11ere are no infrequent operations identified for LOP-SCB-00001i2 and LOP-WESP-00001/2. 

6.5.5 Summary of Procrssing Conditions for LOP-SCB-00001/2 and LOP-WESP-
00001/2 

6.5.5.1 ~ormal Opu ntions 

Tiie following table sununarizes the nonual processing streams for LOP-SCB-00001/2 and LOP-WESP-
00001/2 whe1e melter offgas is treated then exhausted. 

s wumaryo - - _ an - - , onna fLOP SCB 00001/' d LOP WISP 00001/2 N on 1t1ons or ocessmsz I C d.. fi Pr 

Stream ~umber Wei,tht % UDS Na Mola1itY Temperature (°F) 

nonnal uooer nonual uooer nonnal uooer 
LMP14 n/a 11/a n/a n/a 546.5 560 
LOP02 n/a n/a n/a n/a 121.5 122 
LOP0l 0.25 0.3 0.15 0.2 122 140 
LOP04 0.25 0.3 0.15 0.2 122 140 
LOP05 0.25 0.3 0.15 0.2 12:2 140 
LOP07 0 0 0.1 0.2 121 l'.?6 
LOP08 n/a 11/a n/a n/a 123.5 126 

6.5.5.2 Infrequent Oprrations 

None identified. 
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LOP-EDUC-00001 and LOP-EDUC-00002 

Contents of this document are Dangerous Waste Permit affecting 

Results 

Materials Considered: 
Material 

(UNS No.) 
Carbon Steel 
Tvoe 304L (S30403) 
Tvoe 316L (S31603) 
Grade CF8M (]92900) 
AL-6XN® 6% Mo (N08367) 
Hastellov® C-22® (N06022) 
Hastellov® C-276 (Nl0267) 
Ti-2 (R50400) 

Recommended Material Types: 

Acceptable Material 

X ( cooling iacket onlv) 
X (cooling iacket only) 
X ( eductors only) 

X 
X 

Vessel head & shell- UNS N06022 
Internals - UNS N06022 or UNS N10267 
Eductors/Spray Nozzles - CFSM or Type 316 (not welded) 
Cooling jacket - Type 304 (max 0.030% C; dual certified) 

Minimum Corrosion Allowance: 0.040 inch (includes 0.024 inch corrosion allowance and 
0.004 erosion allowance) 

Replaceable Subcomponents: Eductors - CFSM 
Gamma Jet Spray Nozzles -Type 316 

40-year design life is not applicable. The material that has been selected for these components has corrosion resistance sufficient to 
expect a period of operation in excess of multiple inspection cycles. 

Inputs and References 
• Operating Temperature (°F) (norm/max) 122/140 (24590-LAW-MVC-LOP-00001) 
• General corrosion allowance (inch): 0.024 (24590-WTP-M0E-50-00023) 
• General erosion allowance (inch): 0.004 (24590-WTP-M0E-50-00023) 
• Location: Rooms L-0123/0124 (24590-LAW-Pl-P0l T-00002) 
• Operating conditions are as stated in the applicable section of WTP Process Corrosion Data - Volume 4 (24590-WTP-RPT-PR-04-

0001-04) 

Assumptions and Supporting Justifications (see References, Section 19) 
• Operating conditions presented on the PCDS are conservative with respect to corrosion. 7 

• During normal operations, SBS condensate continuous overflow is received from LOP-SCB-00001/2 at 122 °F ( 140 °F max) and 
pH below l; SBS condensate is also recycled to the LOP-SCB-00001/2. 7 

• During normal operations, SBS condensate is transferred to RLD-VSL-00005. 7 

• Vessels have cooling jackets, which will maintain condensate temperature. 
• Purge pumps LOP-PMP-00001/2/4/5 are incorrectly shown on Figure 8, LOP-VSL-00001/2 Sketch, as ADS pumps. These 

pumps are vertical cantilever type. 

Operating Restrictions 
• To protect against localized corrosion in the vessel and transfer piping, develop procedure to bring the vessel contents within the 

limits defined for Hastelloy® C-22® in Table 18-1 of24590-WTP-DB-ENG-0l-001, Basis of Design, in the event that chloride 
concentration exceeds those limits. 

• Develop a procedure to control, at a minimum, cleaning, rinsing, and flushing of vessel and internals, as applicable. 
• Develop procedure to control lay-up and storage; includes both before plant is operational and inactive periods during plant 

operation. 
• Procedures are to be reviewed and accepted by MET prior to use. 

Concurrence KG 
Operations 

6 "f ,,l Update references Originator 
Note regarding pumps in Figure 8 

By: DebbieAdler-dadler 
Checked 

By-mfang 

""-· RBDavis 
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Clarification of replaceable 

subcomponents 
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Process Cells DLAdler TRangus RBDavis TErwin 

4 7/28/15 

Complete re-write; no rev bars shown 
New format 

Identified internal components 
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APRangus 
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Please note that source, special nuclear and byproduct 
materials, as defined in the Atomic Energy Act of 1954 
(AEA), are regulated at the U.S. Department of Energy (DOE) 
facilities exclusively by DOE acting pursuant to its AEA 
authority.  DOE asserts, that pursuant to the AEA, it has sole 
and exclusive responsibility and authority to regulate source, 
special nuclear, and byproduct materials at DOE-owned 
nuclear facilities.  Information contained herein on 
radionuclides is provided for process description purposes 
only.   This bound document contains a total of 13 sheets. 
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Corrosion/Erosion Detailed Discussion 
 
The SBS receives offgas from the melter film cooler with the purpose of removing carryover particulate solids and acid gas forming 
molecules, condensing the vapor, and cooling the offgas stream.  For interim storage capacity of the condensed fluids, the SBS 
overflows to the SBS condensate vessels (LOP-VSL-00001/2).  The SBS condensate vessels are used as buffer containers for the 
accumulating SBS condensate fluids while recycling the condensate fluids back to the SBS, facilitating the cooling of the columns and 
maintaining the column liquid level.  The SBS condensate vessels have liquid-liquid eductors that are motivated by the recirculation 
pump system to sustain the recycle of condensate.  The SBS condensate vessels are connected to the offgas system and are operated 
under partial vacuum. 
 
1 General/Uniform Corrosion Analysis 
a Background  
General corrosion or uniform corrosion is corrosion that is distributed more-or-less uniformly over the surface of a material without 
appreciable localization.  This leads to relatively uniform thinning on sheet and plate materials and general thinning on one side or the 
other (or both) for pipe and tubing.  It is recognized by a roughening of the surface and by the presence of corrosion products.  The 
mechanism of the attack is an electrochemical process that takes place at the surface of the material.  Differences in composition or 
orientation between small areas on the metal surface create anodes and cathodes that facilitate the corrosion process.  
 
b Component-Specific Discussion 
The vessel is exposed to acidic condensate overflow from LOP-SCB-00001/2, which is regularly recycled back to the scrubber.  Based 
on the expected normal operating conditions, an alloy more corrosion resistant than the 300 series stainless steels, such as Hastelloy 
C-22 or equivalent, will be required.  The uniform corrosion rate for Hastelloy® C-22® is low under these conditions.  For this 
material, 0.024 inch is bounding (24590-WTP-M0E-50-00023, Removal Of PJM Localized Erosion Allowances And Piping Erosion 
And Corrosion Allowances From 24590-WTP-M0C-50-00004, Rev. E).   
 
c Cooling Jacket  
The cooling jacket is not in contact with process fluid but rather only chilled water.  Corrosion of the cooling jacket will be controlled 
by control over the quality of the cooling water system (24590-WTP-3YD-CHW-00001, System Description for the WTP Chilled 
Water System (CHW).  The reported operating conditions of the waste suggest that Hastelloy® C-22® is required for the vessel; 
however, either Type 304L or 316L is acceptable for the cooling jacket. 
 
d Eductors/Spray Nozzles    
Eductors and spray nozzles are subcomponents inside the vessel (LOP-VSL-00001/2) that can be replaced if visual inspection shows 
that the component has degraded.  As such, the requirement for a 40-year design life does not apply.  These subcomponents are 
expected to be included in the Reliability Centered Maintenance program (24590-WTP-PD-RAEN-EN-0004, Reliability Centered 
Maintenance (RCM) Program Description, and 24590-WTP-GPP-RAEN-EN-0024, Reliability Centered Maintenance Condition 
Based Monitoring).  Type 316 or Type 316L austenitic stainless steel is the standard commercial off-the-shelf (COTS) material for the 
eductors and spray nozzles.   
 
2 Pitting Corrosion Analysis 
Pitting is localized corrosion of a metal surface that is confined to a point or small area and takes the form of cavities.  Chloride is 
known to cause pitting in acid and neutral solutions.  Normally the vessel is to operate at 122 °F (140 °F max) at a bounding pH less 
than 1.  The vessel is operated such that conditions do not promote localized corrosion.  The vessel contents are not stagnant.  The 
condensate overflow received is recirculated to the LOP-SCB-00001/2 as necessary; the contents are pumped out about every 2 days 
  
The chemistry and operating conditions in this vessel fall within the limits established for Hastelloy C-22 in Table 18-1 of Basis of 
Design, 24590-WTP-DB-ENG-01-001.   
 
3 Crevice Corrosion Analysis 
Crevice corrosion is a form of localized corrosion of a metal or alloy surface at, or immediately adjacent to, an area that is shielded 
from full exposure to the environment because of close proximity of the metal or alloy to the surface of another material or an adjacent 
surface of the same metal or alloy.  Crevice corrosion is similar to pitting in mechanism.  It can, however, be initiated at lower 
temperatures. 
 
Crevices in this vessel are limited by the design and fabrication practice.  All welding uses butt welds, and crevices are limited to 
spray nozzle hangers and other internals.   
 
The chemistry and operating conditions in this vessel fall within the limits established for Hastelloy C-22  in Table 18-1 of Basis 
of Design .   
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4 Stress Corrosion Cracking Analysis 
Stress corrosion cracking (SCC) is the cracking of a material produced by the combined action of corrosion and sustained tensile stress 
(residual or applied).  The exact amount of chloride required to cause stress corrosion cracking is unknown.  In part this is because the 
amount varies with temperature, metal sensitization, the environment, and also because chloride tends to concentrate under heat 
transfer conditions, by evaporation, and electrochemically during a corrosion process.  Hence, even concentrations as low as 10 ppm 
can lead to cracking under some conditions.   
 
The chemistry and operating conditions in this vessel fall within the limits established for Hastelloy C-22  in Table 18-1 of Basis 
of Design.   
 
5 End Grain Corrosion Analysis 
End grain corrosion is preferential corrosion which occurs along the cold working direction of wrought stainless steels that is exposed 
to highly oxidizing acidic conditions.  Such conditions are not present in the pressure boundary design; vessels are all butt-weld joints.   
 
Conditions that lead to end grain corrosion are not present in this system. 
 
6 Weld Corrosion Analysis 
Providing correct weld procedures are followed, no preferential corrosion of weld beads or heat-affected zones occurs in nitric acid or 
alkaline based stream.  No additional allowance is made for weld bead corrosion. 
 
Corrosion at the welds includes both the weld HAZ and filler metal, and corrosion depends on the base metal chemistry, welding 
parameters and filler metal chemistry.  The normal uniform corrosion is influenced by the microstructural changes to the alloy.  The 
microstructural changes that contribute to corrosion are solidification micro-segregation that transforms to precipitates, grain boundary 
coarsening, and carbide precipitation at the grain boundaries.  These metallurgical conditions are mitigated by project controls placed 
on welding parameters and filler metal chemistry.  The low carbon content in austenitic stainless steels and nickel alloys prevent base 
metal sensitization during welding.  Controls on the cover gas, heat input, and interpass temperature limit the heat tint.  Matching filler 
metal should be selected.  Corrosion at welds is not considered a problem in the proposed environment.  
 
7 Microbiologically Influenced Corrosion Analysis 
Microbiologically influenced corrosion (MIC) refers to corrosion affected by the presence or activity, or both, of microorganisms.   
 
a Vessel  
Typically, with the exception of cooling water systems, MIC is not observed in operating systems.  The proposed operating conditions 
are suitable for microbial growth but the system is downstream of the main entry points of microbes.   
 
b Cooling Jacket 
The chilled water (CHW) system provides water for vessel cooling jackets.  According to 24590-WTP-3YD-CHW-00001, sampling 
capability is provided and chemical additions will be used to ensure that water quality is controlled.  Therefore, the potential for MIC 
in the cooling jackets is small. 
 
8 Fatigue/Corrosion Fatigue Analysis 
Fatigue is the process of progressive localized permanent structural change occurring in a material subjected to fluctuating stresses 
less than the ultimate tensile strength of the material.  Corrosion fatigue is the process wherein a metal fractures prematurely under 
conditions of simultaneous corrosion and repeated cyclic loading at lower stress levels or fewer cycles than would be required to cause 
fatigue of that metal in the absence of the corrosive environment. 
 
Corrosion fatigue is a function of the cyclic loading and corrosive conditions.  The vessel design is such that fatigue loads adhere to 
design code limitations.   
 
Based on the anticipated low mechanical and thermal cycling, it can be stated that conditions with leads to fatigue or corrosion fatigue 
are not present in this vessel. 
 
9 Vapor Phase Corrosion Analysis 
Conditions in the vapor phase and at the vapor/liquid interface can be significantly different than those present in the liquid phase.  
The corrosion evaluation of the vapor phase portion of the vessel considers the surface will be covered with a water vapor condensate 
and possibly droplets of splashed waste and rinse solution.  The vessel is fitted with wash rings that will be used periodically to wash 
down the sides and internal supports.  The vapor space corrosion rates are less than the immersed surfaces and the transport away from 
the surface will be less because of the no-flow conditions.  As compared to the corrosion in the immersion section, the corrosion rates 
in the vapor space are much lower. 
 
Vapor phase corrosion is not a concern because the selected high-nickel alloy is resistant to the conditions.   
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10 Erosion Analysis 
Erosion is the progressive loss of material from a solid surface resulting from mechanical interaction between that surface and a 
fluid, a multi-component fluid, or solid particles carried with the fluid.  The concentration of particles, particle size, and particle 
velocity are key considerations when considering erosion degradation.  Based on the low concentrations, small size, and low 
velocities in the offgas submerged bed scrubber and associated condensate collection vessels, it can be concluded that the erosion 
losses are bound by the 0.004 erosion allowance.   
 
The carryover of materials into the offgas can occur by two mechanisms; physical entrainment and vapor phase transport (or 
volatilization).  The waste feed into the melter and onto the cold cap results in flashing.  Materials can get airborne by physical 
entrainment in the steam resulting from the pulling effect of the main exhauster.  The entrained particulates consist of oxides, spinels, 
and glass frit.  Calloway (2000) characterized the Duratek LAW pilot melter offgas and determined that the undissolved solids are 
less than 1%.  The mean diameter based on the number of particles is reported by Duratek to be 1.4 µm, more than 90% of the 
carryover particles are removed by the submerged bed scrubber.  The alkali salts of chloride and borate and iron oxides volatilized at 
the waste glass melting temperature are transported via the offgas flow and condense in the quenching liquid.  Upon condensation, 
these semi-volatile salts would either dissolve in the liquid or become submicron-sized aerosols.  The semi-volatile salts that remain 
in the gas stream are removed in downstream components.   
 
Velocities within the vessel are expected to be low.  Erosion allowance of 0.004 inch for Type 304L and 316L stainless steel 
components with low solids content (< 2 wt%) at low velocities is based on 24590-WTP-M0C-50-00004, Wear Allowance for WTP 
Waste Slurry Systems.  Since the Hastelloy® C-22® is stronger and harder than the austenitic stainless steels, the erosive wear 
allowance used for the austenitic stainless steel is conservative when used for Hastelloy® C-22®. 
 
The recommended general erosion wear allowance provides sufficient protection for erosion of the vessel shell.  The margin in the 
erosive wear allowances used above is contained in the referenced calculations (24590-WTP-M0C-50-00004 and 24590-WTP-M0E-
50-00023). 
 
11 Galling of Moving Surfaces Analysis 
Where two metals are moving in contact with each other without lubrication, there is a risk of damage to their surfaces.  No moving 
unlubricated surfaces are present within the vessel; therefore, galling is not a concern.   
 
12 Fretting/Wear Analysis 
Fretting corrosion refers to corrosion damage caused by a slight oscillatory slip between two surfaces.  Similar to galling but at a much 
smaller movement, the corrosion products and metal debris break off and act as an abrasive between the surfaces, producing a classic 
three-body wear problem.  This damage is induced under load and repeated relative surface motion.  Conditions which lead to fretting 
are not present in this vessel; therefore, fretting is not a concern. 
 
13 Galvanic Corrosion Analysis 
Galvanic corrosion is accelerated corrosion caused by the potential difference between the two dissimilar metals in an electrolyte.  The 
galvanic current is sufficient to drive corrosion when the potential difference is greater than 200 mV.  One material becomes the anode 
and the other the cathode.  Corrosion occurs on the anode material at the interface where the potential gradient is the greatest.   
 
The potential difference for any combination of bi-metal couple of austenitic stainless steels, 6% Mo and, the nickel alloys is not 
sufficient for galvanic currents to overcome the passive protective film.  For such alloys, there is negligible potential difference so 
galvanic corrosion is not a concern.  Even if several alloys are used in this vessel, they are sufficiently similar that corrosion potential 
differences will be small.  Therefore, it can be stated that conditions which lead to galvanic corrosion are not present in this vessel.  
 
14 Cavitation Analysis 
Cavitation is the formation and rapid collapse of cavities or bubbles of vapor or gas within a liquid resulting from mechanical or 
hydrodynamic forces.  Cavitation is typically associated with pumps and orifice plates; this vessel has neither.  Therefore, damage 
from cavitation is not expected. 
 
WTP design limits conditions which lead to cavitation; therefore, cavitation is not a concern. 
 
15 Creep Analysis 
Creep is time-dependent strain occurring under stress and is described as plastic flow, yielding at stresses less than the yield strength.  
Creep is only experienced in plants operating at high temperatures.  Temperatures much greater than one half the absolute melting 
temperature of the alloy are necessary for thermally activated creep to become a concern.  The vessel operating and design 
temperatures are too low to lead to creep; therefore, creep is not a concern.     
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16 Inadvertent Nitric Acid Addition 
At this time, the design does not provide for the presence of nitric acid reagent in this system.  Additionally, at the maximum operating 
temperature for this vessel, Hastelloy® C-22® alloy is resistant to the acid gas forming aerosols and vapors in concentrations that 
emanate from the waste glass melter: HCl, HF, HNO3, H2SO4, and combinations of these.  Corrosion rates in nitric acid are less than 
1 mpy (Haynes International, 2002).  Anderko and Sridhar report corrosion rates for a mixture of HNO3 and HCl at 2.0 and 2.6 wt% 
respectively is 0.39 mpy at 174 °F; rates for a mixture of HNO3 and H2SO4, at 15.6 and 8.8 wt% respectively is 0.039 mpy at 174 °F.  
Inadvertent addition of nitric acid is not a concern.   

 
17 Conclusion and Justification 
The conclusion of this evaluation is that LOP-VSL-00001 and LOP-VSL-00002 can be fabricated from Hastelloy® C-22® (or 
equivalent) which is capable of providing 40 years of service.  Based on the expected operating conditions, Hastelloy® C-22® is 
expected to be satisfactorily resistant to uniform and localized corrosion.  The corrosion allowance recommended is 0.024 inch and the 
recommended erosion allowance of 0.004 inch provides sufficient protection for erosion of the vessel.  A general corrosion allowance 
of 0.04 inch is recommended such that there is margin provided.  Based on comparison of the process conditions documented in the 
WTP Process Corrosion Data report, documenting the expected chemistry for comparison to 24590-WTP-DB-ENG-01-001, Basis of 
Design.  By observation, the expected chemistry falls well within the applicable limits.  The Hastelloy® C-22® material has been found 
to be resistant to localized corrosion. 
 
Eductors and spray nozzles are subcomponents inside the vessel that can be replaced.  As such, the requirement for a 40-year design 
life does not apply.  These subcomponents are expected to be included in the Reliability Centered Maintenance program.  The 
standard material for the eductors and spray nozzles, Type 316 or Type 316L austenitic stainless steel, is acceptable under these 
circumstances.   
 
18 Margin 
The system is designed with a uniform corrosion allowance of 0.04 inch based on the range of inputs, system knowledge, handbooks, 
literature, and engineering judgment/experience.  The service conditions described above result in a predicted loss due to uniform 
corrosion and erosion of 0.028 inches.  The specified minimum corrosion allowance (0.04 inch) exceeds the minimum required 
corrosion allowance specified in the input calculations; therefore, margin is provided.  The uniform corrosion design margin for the 
operating conditions is sufficient to expect a 40 year operating life and is justified in the referenced calculations.  No additional 
localized erosion requirement has been identified for these vessels. 
 
The maximum operating parameters for this vessel are defined in the PCDS.  As shown in the table below, the PCDS calculated pH, 
chemistry, and temperature are bounded by the materials localized corrosion design limits documented in the WTP Materials Localized 
Corrosion Design Limits, Table 18-1 of the Basis of Design.  The difference between the design limits and the operating maximums 
(PCDS value) is the localized corrosion design margin and, based on the operating conditions, is sufficient to expect a 40 year operating 
life.  The SBS Condensate Vessels, LOP-VSL-00001 and LOP-VSL-00002, are protected from localized corrosion (pitting, crevice, and 
stress corrosion) by operating within the acceptable range of the design limits.  Operational and process restriction will be used to 
ensure the limits are maintained.   
 

MATERIALS LOCALIZED CORROSION DESIGN LIMITS – Hastelloy® C-22® 
  pH Chloride (ppm) 

DESIGN LIMIT  5 max 30,000 max 
LOP-VSL-00001/2 

SBS Condensate Recycle to 
LOP-SCB-00001/2 or  

Transfer to RLD-VSL-00005 
(LOP04/LOP05) 

 0.72 3677 

    
Inlet Vessels to 

LOP-VSL-00001/2 
 pH Chloride (ppm) 

Continuous SBS Condensate  
Recycle from LOP-SCB-00001/2 

(LOP01) 

 
0.72 3677 

 
Inlet vessels to LOP-VSL-00001/2 based on 24590-WTP-RPT-PR-04-0001-04, Section 6.4, and Figure 8. 
References sources for this table: 

1) Design limits - 24590-WTP-DB-ENG-01-001, Table 18-1 
2) LOP-VSL-00001/2 (LOP04) – 24590-WTP-RPT-PR-04-0001-04, Figure C-10 
3) LOP-SCB-00001/2 (LOP01) – 24590-WTP-RPT-PR-04-0001-04, Figure C-7 
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Figure C- 10 LOP-VSL-00001/2 Aqueous PCDS 
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Table III.10.E.B – LAW Vitrification Plant Tank Systems Description 

Dangerous and/or Mixed 
Waste Tank Systems Name 

Unit 
Designation 

Engineering 
Description (Drawing 

Nos, Specification 
Nos, etc.) 

Narrative Description, 
Tables & Figures 

Maximum Capacity 
(gallons) 

LOP-VSL-00001 (LAW Melter 1 
SBS Condensate Vessel) 
 
LOP-VSL-00002 (LAW Melter 2 
SBS Condensate Vessel) 
 

-M6-LOP-00001002 
-M6-LOP-00002002 
-MV-LOP-P0001 
-MV-LOP-P0002 
-MVD-LOP-00004 
-MVD-LOP-00005 
-N1D-LOP-P00002 
-P1-P01T-00002 

  LOP-VSL-00002 = 
9,056 
 

LAW Vitrification Plant 
Radioactive Liquid Waste 
Disposal System  
 
RLD-VSL-00003 (Plant Wash 
Vessel) 
 
RLD-VSL-00004 (C3/C5 
Drains/Sump Collection Vessel) 
 
RLD-VSL-00005 (SBS Condensate 
Collection Vessel) 
 

RLD 24590-LAW 
-M5-V17T-00014 
-M6-RLD-00001001 
-M6-RLD-00001002 
-M6-RLD-00001003 
-M6-RLD-00001004 
-M6-RLD-00001005 
-M6-RLD-00001006 
-M6-RLD-00002001 
-M6-RLD-00002002 
-M6-RLD-00002003 
-M6-RLD-00002004 
-M6-RLD-00002005 
-M6-RLD-00003001 
-M6-RLD-00003002 
-M6-RLD-00003003 

Section 4E.2.3; Tables 4E-1 
and 4E-3; and Figures 4A-1 
and 4A-3 of Operating Unit 
Group 10, Chapter 4 of this 
Permit. 

RLD-VSL-00003 = 
25,680 
 
RLD-VSL-00004 = 
7,675 
RLD-VSL-00005 = 
25,670 
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Table III.10.H.A – LAW Plant Miscellaneous Unit System Description 

Sub-system Description Sub-system Designation Engineering Description 
(Drawing Nos., Specification 

Nos., etc.) 

Narrative Description, Tables 
and Figures 

LOP-FCLR-00004 (Melter 2 
Standby Film Cooler)   
LAW Primary Offgas Process 
System (Cont.) 

LOP-SCB-00001 (Melter 1 
Submerged Bed Scrubber) 
LOP-SCB-00002 (Melter 2 
Submergered Bed Scrubber) 

LOP 
 

24590-LAW 

-M5-V17T-P0007 
-M5-V17T-P0008 
-M6-LOP-00001001 
-M6-LOP-00002001 
-MK-LOP-P0001001 
-MK-LOP-P0001002 
-MK-LOP-P0001003 
-MKD-LOP-00008 
-NID-LOP-P00001 
-P1-P01T-00002 

Section 4E.4.2.1, Table 4E-2, and 
Figures 4A-1 and 4A-3 in Operating 
Unit Group 10, Chapter 4 of this 
Permit. 
 

LAW Primary Offgas Process 
System (Cont.) 

LOP-WESP-00001 (Melter 1 Wet 
Electrostatic Precipitator – WESP) 
LOP-WESP-00002 (Melter 2 Wet 
Electrostatic Precipitator – WESP) 
 

LOP 24590-LAW 

-M5-V17T-P0007 
-M5-V17T-P0008 
-M6-LOP-00001004 
-M6-LOP-00002004 
-NID-LOP-00003 
-P1-P01T-00002 
 
24590-WTP 

-3PS-MKE0-T0001 
 
24590-QL-POA-MKE0-00001-06-32 

Section 4E.4.2.1, Table 4E-2, and 
Figures 4A-1 and 4A-3 in Operating 
Unit Group 10, Chapter 4 of this 
Permit. 
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PCN-IDF-2020-03

June 30, 2020 Page 2 of 4

Hanford Facility RCRA Permit Modification Form
Unit: Permit Part

Integrated Disposal Facility Part III, Operating Unit Group 11

Description of Modification:

Addendum J.1, the contact information table in Section J.7.1, Building Emergency Director/Building Warden, needs 
to be changed:

FROM

TITLE WORK LOCATION WORK PHONE
ERDF Transportation Manager MO-607 430-6320
ERDF Disposal Manager Building 6250 308-2303
ERDF Operations Specialist MO-607 280-0657
ERDF Facility Manager MO-607 947-1651

TO

Building Emergency Director/
Building Warden

AUTHORITY WORK LOCATION WORK PHONE

IDF Field Work Supervisor Primary MO-607 280-0657
ERDF Facility Manager 1st Alternate MO-607 947-1651
ERDF Transportation Manager 2nd Alternate MO-607 430-6320
ERDF Disposal Manager 3rd Alternate Building 6250 308-2303

WAC 173-303-830 Modification Class Class 1 Class 1 Class 2 Class 3
Please mark the Modification Class: X

Enter relevant WAC 173-303-830, Appendix I Modification citation number:  
B.6.d., Contingency Plan: Changes in name, address, or phone number of coordinators or others persons or
agencies identified in the plan.
A.1., General Permit Provisions: Administrative and informational changes . . . .

Modification Concurrence: Yes No Reviewed by Ecology:

S. N. Schleif Date



PCN-IDF-2020-03

June 30, 2020 Page 3 of 4

Hanford Facility RCRA Permit Modification Form
Unit: Permit Part

Integrated Disposal Facility Part III, Operating Unit Group 11

Description of Modification:

Unit Specific Conditions, Section III.11.A is being revised to update change history information for Addendum J.1.

WAC 173-303-830 Modification Class Class 1 Class 1 Class 2 Class 3
Please mark the Modification Class: X

Enter relevant WAC 173-303-830, Appendix I Modification citation number:  

A.1., General Permit Provisions: Administrative and informational changes . . . .

Modification Concurrence: Yes No Reviewed by Ecology:

S. N. Schleif Date



PCN-IDF-2020-03

June 30, 2020 Page 4 of 4

Revision Instructions:

Revise Addendum J.1 to incorporate the changes shown herein.

Revise Unit Specific Conditions as shown herein.



From: Dittmer, Lorna M
To: Carter, Duane B; Martin, Paul W - CHPRC
Cc: Lawrence, Barry L
Subject: RE: PCN-IDF-2020-03 INFORMAL REVIEW to ECY 060420_with comment
Date: Tuesday, June 09, 2020 1:53:51 PM

Paul W. Martin
RCRA Subject Matter Expert
CHPRC Environmental Protection
Phone (509) 376-6620 / Cell 531-4489 / Fax 376-4336
Paul_W_Martin@RL.Gov
CH2MHill Plateau Remediation Company
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Change Control Log Integrated Disposal Facility

INTEGRATED DISPOSAL FACILITY
ADDENDUM J.1

PRE-ACTIVE LIFE CONTINGENCY PLAN

CHANGE CONTROL LOG

Change Control Logs ensure that changes to this unit are performed in a methodical, controlled, 
coordinated, and transparent manner.  Each unit addendum will have its own change control log with a 
modification history table.  The “Modification Number” represents Ecology’s method for tracking the 
different versions of the permit.  This log will serve as an up to date record of modifications and version 
history of the unit.

Modification History Table 

Modification Date Modification Number 

08/21/2018 PCN-IDF-2018-01 (8C.2018.Q3)

5/23/2016 8C.2016.Q1
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Addendum J.1.5

J.0 CONTINGENCY PLAN1

The requirements in this Addendum apply during the "Pre-Active Life" of Integrated Disposal Facility 2
(IDF).  Pre-Active Life is not defined in the regulations, but refers to the facility maintenance period 3
between final construction and the start of active life.  The IDF will transition from “Pre-Active Life” to 4
“Active Life” prior to receipt and disposal of dangerous waste as defined in Washington Administrative 5
Code (WAC) 173-303-040. Once the IDF begins to receive dangerous waste, the requirements in 6
Addendum J.1 are no longer applicable, and requirements in Addendum J.2 will be applicable.7

The requirements for a contingency plan at IDF are satisfied in the following documents:  portions of the 8
Hanford Facility Resource Conservation and Recovery Act (RCRA) Permit (Permit) Attachment 4,9
Hanford Emergency Management Plan (DOE/RL-94-02) and this Addendum.10

The unit-specific building emergency plan (HNF-39903) also serves to satisfy a broad range of other 11
requirements [e.g., Occupational Safety and Health Administration standards (29 CFR 1910), Toxic 12
Substance Control Act of 1976 (40 CFR 761) and U.S. Department of Energy Orders].  Therefore, 13
revisions made to portions of this unit-specific building emergency plan that are not governed by the 14
requirements of WAC 173-303 will not be considered as a modification subject to WAC 173-303-830 or 15
Permit Condition I.C.3.16

Table J.1 identifies the sections of the unit-specific building emergency plan written to meet 17
WAC 173-303-350(3) contingency plan requirements.  Section 12.0 of the unit-specific building 18
emergency plan is written to meet WAC 173-303 requirements identifying where copies of Permit 19
Attachment 4, Hanford Emergency Management Plan (DOE/RL-94-02) and the building emergency plan 20
are located and maintained on the Hanford Facility.  Therefore, revisions to Addendum J require a Permit 21
modification subject to WAC 173-303-830 and/or Permit Condition I.C.3.22

23

Table J.1. Hanford Facility Documents Containing Contingency Plan Requirements of 
WAC 173-303-350(3)

Requirement Permit 
Attachment 4, 

Hanford 
Emergency 

Management 
Plan 

(DOE/RL-94-02)

Building 
Emergency 

Plan1

(HNF-39903)

Addendum J.1

IDF Pre-Active 
Life 

Contingency 
Plan

-350(3)(a) - A description of the actions which 
facility personnel must take to comply with this 
section and WAC 173-303-360.

X2

Section 1.3.4 

X2

Sections 7.1, 7.2 
through 7.2.5, and 

7.33

Sections 4.0, 8.2, 
8.3, 8.4, and 11.0

X2

Sections J.3.1, 
J.3.2 through 
J.3.2.5, and 

J.3.33

Sections J.3, 
J.3.4, J.3.5, J.3.6, 

and J.5
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Table J.1. Hanford Facility Documents Containing Contingency Plan Requirements of 
WAC 173-303-350(3)

Requirement Permit 
Attachment 4, 

Hanford 
Emergency 

Management 
Plan 

(DOE/RL-94-02)

Building 
Emergency 

Plan1

(HNF-39903)

Addendum J.1

IDF Pre-Active 
Life 

Contingency 
Plan

-350(3)(b) - A description of the actions which 
shall be taken in the event that a dangerous waste 
shipment, which is damaged or otherwise 
presents a hazard to the public health and the 
environment, arrives at the facility, and is not 
acceptable to the owner or operator, but cannot 
be transported pursuant to the requirements of 
WAC 173-303-370(5), Manifest system, reasons 
for not accepting dangerous waste shipments.

X2

Section 1.3.4 

X2,4

Section 7.2.5.1

X2,4

Section J.3.2.5.1

-350 (3)(c) - A description of the arrangements 
agreed to by local police departments, fire 
departments, hospitals, contractors, and state and 
local emergency response teams to coordinate 
emergency services as required in 
WAC 173-303-340(4).

X

Sections 3.2.3, 
3.3.1, 3.3.2, 3.4, 
3.4.1.1, 3.4.1.2, 
3.4.1.3, 3.7, and 

Table 3-1

-350 (3)(d) - A current list of names, addresses, 
and phone numbers (office and home) of all 
persons qualified to act as the emergency 
coordinator required under 
WAC 173-303-360(1).  Where more than one 
person is listed, one must be named as primary 
emergency coordinator, and others must be listed 
in the order in which they will assume 
responsibility as alternates.  For new facilities 
only, this list may be provided to the department 
at the time of facility certification (as required by 
WAC 173-303-810(14)(a)(I)), rather than as part 
of the permit application.

X5

Sections 3.1and 
13.0

X5

Sections J.2 and 
J.7

-350(3)(e) - A list of all emergency equipment at 
the facility (such as fire extinguishing systems, 
spill control equipment, communications and 
alarm systems, and decontamination equipment), 
where this equipment is required.  This list must 
be kept up to date.  In addition, the plan must 
include the location and a physical description of 
each item on the list, and a brief outline of its 
capabilities.

X

Section 9.0

X

Section J.4
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Table J.1. Hanford Facility Documents Containing Contingency Plan Requirements of 
WAC 173-303-350(3)

Requirement Permit 
Attachment 4, 

Hanford 
Emergency 

Management 
Plan 

(DOE/RL-94-02)

Building 
Emergency 

Plan1

(HNF-39903)

Addendum J.1

IDF Pre-Active 
Life 

Contingency 
Plan

-350(3)(f) - An evacuation plan for facility 
personnel where there is a possibility that 
evacuation could be necessary.  This plan must 
describe the signal(s) to be used to begin 
evacuation, evacuation routes, and alternate 
evacuation routes.

X6

Figure 7-3 and 
Table 5-1

X7

Section 1.5

X7

Section J.1

An 'X' indicates requirement applies.
1 Portions of Permit Attachment 4, Hanford Emergency Management Plan (DOE/RL-94-02) not enforceable through Appendix A of 
that document are not made enforceable by reference in the building emergency plan.
2 Permit Attachment 4, Hanford Emergency Management Plan (DOE/RL-94-02) contains descriptions of actions relating to the 
Hanford Site Emergency Preparedness System.  No additional description of actions is required at the site level.  If other credible 
scenarios exist or if emergency procedures at the unit are different, the description of actions contained in the building emergency 
plan will be used during an event by a building emergency director.
3 Sections 7.1, 7.2 through 7.2.5, and 7.3 of the building emergency plan are those sections subject to the Class 2 "Changes in 
emergency procedures (i.e., spill or release response procedures,)" described in WAC 173-303-830, Appendix I Section B.6.a.
4 This requirement only applies to treatment, storage, and disposal (TSD) units that receive shipment of dangerous or mixed waste 
defined as offsite shipments in accordance with WAC 173-303.
5 Emergency Coordinator names and home telephone numbers are maintained separate from any contingency plan document on file 
in accordance with Permit Condition II.A.4. and is updated, at a minimum, monthly.
6 The Hanford Facility (Site-Wide) signals are provided in this document.  No unit/building signal information is required unless 
unique devices are used at the unit/building.
7 An evacuation route for the TSD unit must be provided.  Evacuation routes for occupied buildings surrounding the TSD unit are 
provided through information boards posted within buildings.

1

J.1 Building Evacuation Routing2

Figure J.1 provides identification of the primary and secondary staging areas and a general layout of the 3
IDF.  Alternate evacuation routes will be used on a case-by-case basis based on meteorological conditions 4
at the time of the event.5

J.2 Building Emergency Director/Building Warden (BED/BW)6

Emergency response will be directed by the BED/BW until the Incident Commander (IC) arrives.  The 7
Incident Command System (ICS) and staff with supporting on-call personnel fulfill the responsibilities of 8
the Emergency Coordinator as discussed in WAC 173-303-360.  During events, IDF personnel perform 9
response duties under the direction of the BED/BW.  The Incident Command Post (ICP) is managed by 10
the senior Hanford Fire Department official, unless the event is determined to be primarily a security 11
event, in which case the Hanford Fire Department and Hanford Patrol will operate under a unified 12
command system with Hanford Patrol making all decisions pertaining to security.  These individuals are 13
designated as the IC, and as such, have the authority to request and obtain any resources necessary for 14
protecting people and the environment.15
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The BED/BW becomes a member of the ICP and functions under the direction of the IC.  In this role, the 1
BED/BW continues to manage and direct IDF operations.2

A listing of BED/BWs by title, work location, and work telephone number is contained in Section J.7.1 of 3
this plan.  The BED/BW is on the premises or is available through “on-call” list 24-hours a day.  Names 4
and home telephone numbers of the BED/BWs are available from the Patrol Operations Center (POC) in 5
accordance with Permit Condition II.A.4.6

J.3 Implementation of the Plan7

In accordance with WAC 173-303-360(2)(b), the BED/BW ensures that trained personnel identify the 8
character, source, amount, and areal extent of the release, fire, or explosion to the extent possible.  9
Identification of waste can be made by activities that can include, but are not limited to, visual inspection 10
of dangerous waste, sampling activities in the field, reference to inventory records, or by consulting with 11
facility personnel.  Samples of materials involved in an emergency might be taken by qualified personnel 12
and analyzed as appropriate.  These activities must be performed with a sense of immediacy and shall 13
include available information.14

The BED/BW shall use the following guidelines to determine if an event has met the requirements of 15
WAC 173-303-360(2)(d):16

1. The event involved an unplanned spill, release, fire, or explosion,17

AND18

2.a. The unplanned spill or release involved a dangerous waste, or the material involved became a 19
dangerous waste as a result of the event (e.g., product that is not recoverable.),20

OR21

2.b. The unplanned fire or explosion occurred at the IDF or transportation activity subject to RCRA 22
contingency planning requirements,23

AND24

3. Time-urgent response from an emergency services organization was required to mitigate the 25
event or a threat to human health or the environment exists.26

As soon as possible, after stabilizing event conditions, the BED/BW shall determine, in consultation with 27
the site contractor environmental single point-of-contact, if notification to the Washington State 28
Department of Ecology (Ecology) is needed to meet WAC-173-303-360 (2)(d) reporting requirements.29
If all of the conditions under 1, 2, and 3 are met, notifications are to be made to Ecology.  Additional 30
information is found in Permit Attachment 4, Hanford Emergency Management Plan (DOE/RL-94-02), 31
Section 4.2.32

If review of all available information does not yield a definitive assessment of the danger posed by the 33
incident, a worst-case condition will be presumed and appropriate protective actions and notifications will 34
be initiated.  The BED/BW is responsible for initiating any protective actions based on their best 35
judgment of the incident.36

The BED/BW must assess each incident to determine the response necessary to protect the personnel, 37
facility, and the environment.  If assistance from Hanford Patrol, Hanford Fire Department, or ambulance 38
units is required, the Hanford Emergency Response Number (911 from site office phones/373-0911 from 39
cellular phones) must be used to contact the POC and request the desired assistance.  To request other 40
resources or assistance from outside the IDF, the POC business number is used (373-3800).41

Protective Actions Responses42

Protective action responses are discussed in the following sections.  The steps identified in the following 43
description of actions do not have to be performed in sequence because of the unanticipated sequence of 44
incident events.45
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J.3.1.1 Evacuation1

If an evacuation is ordered or the evacuation siren sounds in the area of the IDF, personnel will proceed to 2
the staging area.3

The BED/BW or staging area manager directs the evacuation; however, to ensure that evacuations can be 4
conducted promptly and safely, all personnel must be familiar with the evacuation procedure.5

Area evacuations are rapid or controlled and the differences between them are pointed out in the 6
following steps.  When possible, these steps must be performed concurrently.7

8

Area Evacuation Procedure

Halt any operations or work and place equipment and structures in a safe condition.  Use emergency 
shutdown procedures for rapid evacuation.

Use whatever means are available (portable radios, bullhorns, runners, etc.) to pass the evacuation 
information to personnel.

Evacuate personnel to the staging area; group personnel as follows: potentially contaminated 
protective clothing, keys immediately available for vehicles, and those needing rides.  Assist personnel 
that are temporarily/permanently disabled.

Conduct personnel accountability.  If unable to account for personal, report personnel accountability 
results to the Hanford Emergency Operations Center (Hanford-EOC).

Inform IC of any potentially affected personnel (i.e., injured, contaminated, exposed, etc.) once the IC 
arrives at the ICP.

Relay pertinent evacuation information (routes, destination etc.) to drivers.

Dispatch vehicles as soon as the vehicles are loaded.

Report status to the Hanford-EOC, request additional transportation if required, and report if any 
personnel remain who are performing late shutdown duties.

9

J.3.1.2 Take Cover10

When the Take Cover Alarm is activated, personnel will take cover in the nearest suitable building or 11
trailer.12

A message followed by the Take Cover siren is transmitted over the area emergency sirens.  The 13
following actions must be taken or considered:14

Shut doors and windows and wait for further instructions.15

Secure ventilation system.16

Follow normal exit procedures from radiological areas.17

Lock up classified documents and prepare for a possible evacuation.18

Report your location to the Accountability Aid or the BED/BW.19

Accountability Aides will provide accountability status to the Staging Area Manager for IDF 20
personnel during an event.21

Inform IC of any potentially affected personnel (i.e., injured, contaminated, exposed, etc.) once 22
the IC arrives at the ICP.23
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Response to Facility Operations Emergencies1

Depending on the severity of the event, the BED/BW reviews the site-wide and IDF emergency response2
procedure(s) and, as required, categorizes and/or classifies the event.  If necessary, the BED/BW initiates 3
area protective actions and Hanford Site Emergency Response Organization activation.  The steps 4
identified in the following description of actions do not have to be performed in sequence because of the 5
unanticipated sequence of incident events.6

J.3.2.1 Loss of Utilities7

The only loss of utilities is electrical.  Loss of electricity does not constitute an emergency, but must be 8
restored as soon as possible.  Electricity supplies power to the sump pumps used to remove accumulated 9
leachate from the primary and secondary liners.  The loss of water, ventilation, steam, air, and vacuum are 10
not applicable to the IDF.11

J.3.2.2 Major Process Disruption/Loss of Plant Control12

N/A13

J.3.2.3 Pressure Release14

N/A15

J.3.2.4 Fire and/or Explosion16

In the event of a fire, the discoverer activates a fire alarm (pull box); calls 911 from site office 17
phones/373-0911 from cellular phones or verifies that the Hanford Emergency Response Number has 18
been called.19

Unless otherwise instructed, personnel shall evacuate the area/building by the nearest safe exit 20
and proceed to the designated staging area for accountability.21

On actuation of the fire alarm, ONLY if time permits, personnel should shut down equipment and 22
secure waste.  The alarm automatically signals the Hanford Fire Department.23

The BED/BW proceeds directly to the ICP, obtains all necessary information pertaining to the 24
incident, and sends a representative to meet Hanford Fire Department.25

The BED/BW provides a formal turnover to the IC when the IC arrives at the ICP.26

The BED/BW informs the Hanford Site Emergency Response Organization as to the extent of the 27
emergency (including estimates of dangerous waste and mixed waste quantities released to the 28
environment).29

If operations are stopped in response to the fire, the BED/BW ensures that systems are monitored 30
for leaks, pressure buildup, gas generation, and ruptures.31

Hanford Fire Department firefighters extinguish the fire as necessary.32

J.3.2.5 Hazardous Material, Dangerous and/or Mixed Waste Spill33

Spills can result from many sources including process leaks, container spills or leaks, damaged packages 34
or shipments, or personnel error.  Spills of mixed waste are complicated by the need to deal with the extra 35
hazards posed by the presence of Atomic Energy Act materials.36

The discoverer notifies the BED/BW and initiates SWIMS response:37

o Stops work.38

o Warns others in the vicinity.39

o Isolates the area.40

o Minimizes the exposure to the hazards.41

o Requests the BED/BW Secure ventilation.42
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The BED/BW determines if emergency conditions exist requiring response from the Hanford Fire 1
Department based on classification of the spill and injured personnel, and evaluates need to 2
perform additional protective actions.3

If the Hanford Fire Department resources are not needed, the spill is mitigated with resources 4
identified in Section J.4.5 and proper notifications are made.5

If the Hanford Fire Department resources are needed, the BED/BW calls 911 from site office 6
phones/373-0911 from cellular phones.7

The BED/BW sends a representative to meet the Hanford Fire Department.8

The BED/BW provides a formal turnover to the IC when the IC arrives at the ICP.9

The BED/BW informs the Hanford Site Emergency Response Organization as to the extent of the 10
emergency (including estimates of dangerous waste and mixed waste quantities released to the 11
environment).12

If operations are stopped in response to the spill, the BED/BW ensures that systems are monitored 13
for leaks, pressure buildup, gas generation, and ruptures.14

Hanford Fire Department stabilizes the spill.15

J.3.2.6 Damaged or Unacceptable Shipments16

The IDF does not receive onsite transfers or off-site shipments of dangerous and/or mixed waste.17

Prevention of Recurrence or Spread of Fires, Explosions, or Releases18

The BED/BW, as part of the ICP, takes the steps necessary to ensure that a secondary release, fire, or 19
explosion does not occur.  The BED/BW takes measures, where applicable, to stop processes and 20
maintenance activities, collect and contain released waste, and remove or isolate containers.  The 21
BED/BW shall also monitor for leaks, pressure buildups, gas generation, or ruptures in valves, pipes or 22
other equipment, whenever this is appropriate.23

Termination of Event, Incident Recovery, Restart of Operations24

Permit Attachment 4, Hanford Emergency Management Plan (DOE/RL-94-02), Section 9.0, describes 25
actions for event termination, incident recovery, and restart of operations.  The extent by which these 26
actions are employed is based upon the incident classification of each event.  In addition, Permit 27
Attachment 4, Hanford Emergency Management Plan (DOE/RL-94-02), also contains actions for the 28
management of incompatible waste that might apply.29

J.3.4.1 Termination of Event30

For events where the Hanford Emergency Operations Center (Hanford-EOC) is activated, the Department 31
of Energy-Richland (DOE-RL) or Department of Energy-Office of River Protection (DOE-ORP) 32
Emergency Manager has the authority to declare event termination.  This decision is based on input from 33
the BED/BW, IC, and other emergency response organization members.  For events where the 34
Hanford-EOC is not activated, the ICS and staff will declare event termination.35

J.3.4.2 Incident Recovery and Restart of Operations36

A recovery plan is developed when necessary in accordance with Permit Attachment 4, Hanford 37
Emergency Management Plan (DOE/RL-94-02), Section 9.2.  A recovery plan is needed following an 38
event where further risk could be introduced to personnel, the IDF, or the environment through recovery 39
action and/or to maximize the preservation of evidence.40

If this plan was implemented according to Section J.3, Ecology is notified before operations can resume.  41
Permit Attachment 4, Hanford Emergency Management Plan (DOE/RL-94-02), Section 5.1, discusses 42
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different reports to outside agencies.  This notification is in addition to those required reports and must 1
include the following statements:2

There are no incompatibility issues with the waste and released materials from the incident.3

All the equipment has been cleaned, fit for its intended use, and placed back into service. 4

The notification required by WAC 173-303-360(2)(j) may be made via telephone conference.  Additional 5
information that Ecology requests regarding these restart conditions will be included in the required 6
15-day report identified in Section J.5.7

For emergencies not involving activation of the Hanford-EOC, the BED/BW ensures that conditions are 8
restored to normal before operations are resumed.  If the Hanford Site Emergency Response Organization 9
was activated and the emergency phase is complete, a special recovery organization could be appointed at 10
the discretion of DOE-RL to restore conditions to normal.  This process is detailed in DOE-RL and 11
contractor emergency procedures.  The makeup of this organization depends on the extent of the damage 12
and the effects.  The onsite recovery organization will be appointed by the appropriate contractor’s 13
management.14

Incompatible Waste15

After an event, the BED/BW or the onsite recovery organization ensures that no waste that might be 16
incompatible with the released material is treated, stored, and/or disposed of until cleanup is completed.  17
Clean up actions are taken by IDF personnel or other assigned personnel.  Permit Attachment 4, Hanford 18
Emergency Management Plan (DOE/RL-94-02), Section 9.2.3, describes actions to be taken. 19

Waste from cleanup activities is designated and managed as newly generated waste.  A field check for 20
compatibility is performed before storage, as necessary.  Incompatible wastes are not placed in the same 21
container.  Containers of waste are placed in approved storage areas appropriate for their compatibility 22
class.23

If incompatibility of waste was a factor in the incident, the BED/BW or the onsite recovery organization 24
ensures that the cause is corrected.25

Post Emergency Equipment Maintenance and Decontamination26

All equipment used during an incident is decontaminated (if practicable) or disposed of as spill debris.  27
Decontaminated equipment is checked for proper operation before storage for subsequent use.  28
Consumables and disposed materials are restocked.  Spent fire extinguishers are replaced.29

The BED/BW ensures that all equipment is cleaned and fit for its intended use before operations are 30
resumed.  Depleted stocks of neutralizing and absorbing materials are replenished, and protective clothing 31
is cleaned or disposed of and restocked, etc.32

J.4 Emergency Equipment33

Emergency resources and equipment for the IDF are presented in this section.34

Fixed Emergency Equipment35

Fixed Emergency Equipment

Type Location Capability

6 Inch Fire Hydrants IDF Fire suppression
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Portable Emergency Equipment1

Portable Emergency Equipment

Type Location Capability

Fire extinguishers In motorized equipment 
(e.g., trucks, etc.), nearby 
structures (e.g., change trailers, 
storage buildings, etc.).

Use on any Class A, B, or C fires.  
(Note: Some are only B and C.)

Do NOT use on sodium.

Communications Equipment/Warning Systems2

Communications Equipment

Type Location Capability

Cell phones Portable Communication

NOTE:  Site-wide communications and warning systems are identified in Permit Attachment 4, Hanford Emergency 
Management Plan (DOE/RL-94-02), Table 5.1.

Personal Protective Equipment3

Personal Protective Equipment

Type Location Capability

N/A

Spill Control and Containment Supplies4

Spill Kits and Spill Control Equipment

Type Location Capability

N/A

Incident Command Post5

The ICPs for the IDF are in MO-518 and MO-607.  Emergency resource materials are stored at each 6
location.  The IC could activate the Hanford Fire Department Mobile Command Unit if necessary.7

Coordination Agreements8

DOE-RL has established a number of coordination agreements, or memoranda of understanding (MOU) 9
with various agencies to ensure proper response resource availability for incidents involving the Hanford 10
Site.  A description of the agreements is contained in Permit Attachment 4, Hanford Emergency 11
Management Plan (DOE/RL-94-02), Section 3.0, Table 3-1.12

J.5 Required Reports13

Post incident written reports are required for certain incidents on the Hanford Site.  The reports are 14
described in Permit Attachment 4, Hanford Emergency Management Plan, (DOE/RL-94-02), Section 5.1.15

Facility management must note in the TSD-unit operating record, the time, date, and details of any 16
incident that requires implementation of the contingency plan (Section J.3).  Within fifteen (15) days after 17
the incident, a written report must be submitted to Ecology.  The report must include the elements 18
specified in WAC 173-303-360(2)(k).19
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J.6 Plan Location and Amendments1

Copies of this plan are maintained at the following locations:2

MO-5183

MO-6074

This plan is reviewed and immediately amended as necessary, in accordance with Permit Attachment 4, 5
Hanford Emergency Management Plan (DOE/RL-94-02), Section 14.3.1.1.6

J.7 Facility/Building Emergency Response Organization7

Building Emergency Director/Building Warden8

Building Emergency 
Director/Building WardenTitle

Authority Work Location Work 
Phone

ERDF Operations Specialist
IDF Field Work Supervisor

Primary MO-607 280-0657

ERDF Facility Manager 1st Alternate MO-607 947-1651
ERDF Transportation Manager 2nd Alternate MO-607 430-6320
ERDF Disposal Manager 3rd Alternate Building 6250 308-2303

Names and home telephone numbers of the BED/BWs are available from the POC (373-3800) in 9
accordance with Permit Condition II.A.4.10
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Figure J.1.  Evacuation Routes1
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INTEGRATED DISPOSAL FACILITY

CHANGE CONTROL LOG

Change Control Logs ensure that changes to this unit are performed in a methodical, controlled, 
coordinated, and transparent manner.  Each unit addendum will have a “Last Modification Date” which 
represents the last date the portion of the unit has been modified.  The “Modification Number”
represents Ecology’s method for tracking the different versions of the permit.  This log will serve as an up 
to date record of modifications and version history of the unit.

Last modification to Integrated Disposal Facility August 21, 2018

Chapters Last Modification Date Modification Number

Unit-Specific Conditions 08/21/2018 PCN-IDF-2018-01
(8C.2018.Q3) 

1.0 Part A Form 10/01/2008

2.0 Topographic Map Description 09/30/2014

3.0 Waste Analysis Plan 06/30/2013

4.0 Process Information 12/31/2008

4A1 Phase I Critical Systems Design Report 08/25/2016 8C.2016.Q2

4A2 Critical Systems Tables & Data Sheets 03/31/2008

4A3 Critical Systems Design Drawings 03/31/2008

4B   Detailed Design Cell 1 Construction 
Quality Assurance Plan

04/09/2006

4C   Facility Response Action Plan 04/09/2006

4D   Construction Specifications (C-1) 12/31/2006

5.0 Groundwater Monitoring 06/30/2010

6.0 Procedures to Prevent Hazards 06/20/2013

7.0 Reserved

8.0 Personnel Training 09/30/2014

9.0 Reserved

10.0 Reserved

11.0 Closure 09/30/2014

12.0 Reserved

13.0 Other Federal and State Laws 04/09/2006

Addenda Last Modification Date Modification Number

Addendum J.1  Pre-Active Life Contingency 
Plan 

08/21/2018 PCN-IDF-2018-01
(8C.2018.Q3) 

Addendum J.2  Active Life Contingency 
Plan 

05/23/2016 8C.2016.Q1
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INTEGRATED DISPOSAL FACILITY
PART III, OPERATING UNIT 11 UNIT-SPECIFIC CONDITIONS

CHANGE CONTROL LOG

Change Control Logs ensure that changes to this unit are performed in a methodical, controlled, 
coordinated, and transparent manner.  Each unit addendum will have its own change control log with a 
modification history table.  The “Modification Number” represents Ecology’s method for tracking the 
different versions of the permit.  This log will serve as an up to date record of modifications and version 
history of the unit.

Modification History Table 

Modification Date Modification Number 

08/21/2018 PCN-IDF-2018-01 (8C.2018.Q3)

08/25/2016 8C.2016.Q2
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PART III, OPERATING UNIT 11 UNIT-SPECIFIC CONDITIONS2

INTEGRATED DISPOSAL FACILITY3
4
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1
PART III, OPERATING UNIT 11 UNIT-SPECIFIC CONDITIONS2

INTEGRATED DISPOSAL FACILITY3
4
5

This document sets forth the operating conditions for the Integrated Disposal Facility (IDF).6

III.11.A COMPLIANCE WITH APPROVED PERMIT7

The Permittees shall comply with all requirements set forth in the Integrated Disposal Facility (IDF) 8
Permit conditions, the Chapters and Appendices specified in Permit Condition III.11.A and the 9
Amendments specified in Permit Conditions III.11.B through III.11.I.  All subsections, figures, and tables 10
included in these portions are enforceable unless stated otherwise:11

OPERATING UNIT 11:12

Chapter 1.0 Part A Form, dated October 1, 200813

Chapter 2.0 Topographic Map Description, dated September 30, 201414

Chapter 3.0 Waste Analysis Plan, dated June 30, 201315

Chapter 4.0 Process Information, dated December 31, 200816

Appendix 4A Design Report (as applicable to critical systems), dated June 30, 201617

Appendix 4B Construction Quality Assurance Plan, dated April 9, 200618

Appendix 4C Response Action Plan, dated April 9, 200619

Appendix 4D Construction Specifications (RPP-18489, Rev. 1), dated December 31, 200620

Chapter 5.0 Ground Water Monitoring, dated June 30, 201021

Chapter 6.0 Procedure to Prevent Hazards, dated June 20, 201322

Addendum J.1 Contingency Plan – Pre-Active Life, dated August 21, 2018TBD23

Addendum J.2 Contingency Plan – Active Life, dated March 31, 201624

Chapter 8.0 Personnel Training, dated September 30, 201425

Chapter 11.0 Closure, dated September 30, 201426

Chapter 13.0 Other Federal and State Laws, dated April 9, 200627

General and Standard Hanford Facility Resource Conservation and Recovery Act (RCRA) Permit, 28
WA7890008967 (Permit) conditions (Part I and Part II Conditions) applicable to the IDF are identified in 29
Permit Attachment 9 (Permit Applicability Matrix).30

III.11.B AMENDMENTS TO THE APPROVED PERMIT31

III.11.B.1 Portions of Permit Attachment 4, Hanford Emergency Management Plan that are not 32
made enforceable by inclusion in the applicability matrix for that document, are not made 33
enforceable by reference in this document.34

III.11.B.2 Permittees must comply with all applicable portions of the Permit.  The facility and35
unit-specific recordkeeping requirements are distinguished in the General Information 36
Portion of the Permit, and are tied to the Permit conditions.37

III.11.B.3 The scope of this Permit is restricted to the landfill construction and operation as 38
necessary to dispose of: 1) Immobilized Low Activity Waste (ILAW) from the WTP,39
and 2) the Demonstration Bulk Vitrification System (DBVS) and IDF operational waste 40
as identified in Chapter 4.0.  Future expansion of the RCRA trench, or disposal of other 41
wastes not specified in this Permit, is prohibited unless authorized via modification of 42
this Permit.43
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III.11.B.4 In accordance with WAC 173-303-806(11)(d), this Permit shall be reviewed every five 1
(5) years after the effective date and modified, as necessary, in accordance with 2
WAC 173-303-830(3).3

III.11.B.5 Inspection Requirements – Pre-Active Life Period and Active Life Period4

III.11.B.5.a The Permittees will conduct inspections of the IDF according to the following 5
requirements:6

Prior to the start of the active life of the IDF as defined in WAC 173-303-040, according 7
to Chapter 6.0, Table 6.2.8

Following the start of the active life of the IDF as defined in WAC 173-303-040,9
according to Chapter 6.0, Table 6.2A.10

III.11.B.5.b The Permittees will remedy any problems revealed by inspections conducted pursuant to 11
Permit Condition III.11.B.5.a on a schedule, which prevents hazards to the public health 12
and the environment and as agreed to in writing, by Ecology.  Where a hazard is 13
imminent or has already occurred, remedial action must be taken immediately.14

III.11.B.5.c Reserved15

III.11.B.5.d Rainwater Management16

III.11.B.5.e Prior to the start of the active life of the IDF, the Permittees will manage the discharge of 17
such water in accordance with the pollution prevention and best management practices 18
required by State Waste Discharge Permit Number ST 4511.19

Management of Liquids Collected in the Leachate Collection and Removal System 20
(LCRS), Leak Detection System (LDS), and Secondary Leak Detection System (SLDS) 21
prior to the start of the active life of the IDF.22

Permittees shall manage the liquid in the LCRS system in a manner that does not allow 23
the fluid head to exceed 30.5 cm above the flat 50-foot by 50-foot LCRS sump High 24
Density Polyethylene (HDPE) bottom liner, and the LCRS sump trough, except for 25
storms that exceed the 25-year, 24-hour storm event [WAC 173-303-665(2)(h)(ii)].  26
Liquid with a depth greater than 30.5 cm above the LCRS liner will be removed at the 27
earliest practicable time after detection (not to exceed 5 working days).28

Accumulated liquid of pumpable quantities in the LDS and SLDS will be managed in a 29
manner that does not allow the fluid head to exceed 30.5 cm above the LDS liner or30
SLDS liner [WAC 173-303-665(2)(h)(ii) and (iii)].  Liquid with a depth greater than 30.531
cm above a liner will be removed at the earliest practicable time after detection (not to 32
exceed 5 working days).33

The Permittees will use a flow meter to check if the amount of actual liquid pumped 34
corresponds to the amount accumulated in the leachate collection tank to verify the 35
proper function of the leachate collection and removal sump pumps with each use.  The 36
Permittees will document in the IDF portion of the facility operating record appropriate 37
quality assurance/quality control requirements for selection and operation of the flow 38
meter based on the required verification.  In addition, the Permittees will evaluate the 39
leachate transfer lines for freeze and thaw damage when ambient conditions may cause 40
such damage to occur.  The Permittees will document the methods and criteria used for 41
purposes of this evaluation, along with an appropriate justification.42

The Permittee will inspect for liquids after significant rainfall events.43
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The Permittee will annually verify monitoring gauges and instruments are in current 1
calibration; calibration will be performed annually or more frequently at intervals 2
suggested by the manufacturer (refer to Chapter 4.0, §4.3.7.4).3

III.11.B.5.f The Permittees will monitor liquids in the Leachate Collection and Removal System and 4
Leak Detection System to ensure the action leakage rate (Chapter 4.0, Appendix 4A) is 5
not exceeded.  6

III.11.B.5.g Soil Stabilization7

Prior to the first placement of waste in the IDF, the Permittee will apply soil stabilization 8
materials as needed to prevent soil erosion in and around the landfill.9

III.11.C Design Requirements10

III.11.C.1 IDF is designed in accordance with WAC 173-303-665 and WAC 173-303-640 as11
described in Chapter 4.0.  Design changes impacting IDF critical systems shall be 12
performed in accordance with Permit Conditions III.11.D.1.d.i and III.11.D.1.d.ii.13

III.11.C.1.a IDF Critical Systems include the following: The LCRS, leachate collection tank (LCT), 14
LDS, liner system (LS), and closure cap.  H-2 Drawings for the LCRS, LCT, LDS, and 15
LS are identified in Appendix 4A, Section 3 of this Permit.  Drawings for the closure cap 16
will be provided pursuant to Permit Condition III.11.C.1.c.17

The Permittees shall construct and operate the IDF in accordance with all specifications 18
contained in RPP-18489 Rev 0.  Critical systems, as defined in the definitions section of 19
the Site-Wide RCRA Permit, are identified in Appendix 4A, Section 1 of this Permit.20

III.11.C.1.b Landfill Cap21

At final closure of the landfill, the Permittees shall cover the landfill with a final cover 22
(closure cap) designed and constructed [WAC 173-303-665(6), WAC 173-303-806(4)(h)] 23
to: Provide long-term minimization of migration of liquids through the closed landfill; 24
Function with minimum maintenance; Promote drainage and minimize erosion or 25
abrasion of the cover; Accommodate settling and subsidence so that the cover's integrity 26
is maintained; and have a permeability less than or equal to the permeability of any 27
bottom liner system or natural sub soils present.28

III.11.C.1.c Compliance Schedule29

Proposed conceptualized final cover design is presented in Chapter 11, Closure 30
Requirements.  Six months prior to start of construction of IDF landfill final cover (but 31
no later than 6 months prior to acceptance of the last shipment of waste at the IDF), the 32
Permittees shall submit IDF landfill final cover design, specifications and Construction 33
Quality Assurance (CQA) plan to Ecology for review and approval.  No construction of 34
the final cover may proceed until Ecology approval of the final design is given, through a 35
permit modification.36

III.11.C.1.d The Permittees shall notify Ecology at least sixty (60) calendar days prior to the date it 37
expects to begin closure of the IDF landfill in accordance with WAC 173-303-610(c).38

III.11.C.2 Design Reports39

III.11.C.2.a New Tank Design Assessment Report40

Permittees shall generate a written report in accordance with WAC 173-303-640(3)(a), 41
providing the results of the leachate collection tank system design assessment.  The report 42



WA7890008967
Integrated Disposal Facility

Conditions.6

shall be reviewed and certified by an Independent Qualified Registered Professional 1
Engineer (IQRPE)1 in accordance with WAC-173-303-810(13)(a).2

III.11.C.2.b Compliance Schedule3

Permittees shall submit the leachate collection tank design assessment report to Ecology 4
along with the IQRPE certification, prior to construction of any part of the tank system 5
including ancillary equipment.6

III.11.D CONSTRUCTION REQUIREMENTS7

III.11.D.1 Construction Quality Assurance8

III.11.D.1.a Ecology shall provide field oversight during construction of critical systems.  In cases 9
where an Engineering Change Notice (ECN) and/or Non Conformance Report (NCR) are 10
required, Ecology and the Permittees shall follow steps for processing changes to the 11
approved design per Permit Conditions III.11.D.1.d.i and III.11.D.1.d.ii.12

III.11.D.1.b Permittees shall implement the CQA plan (Appendix 4B of the permit) during 13
construction of IDF.14

The Permittees will not receive waste in the IDF until the owner or operator has 15
submitted to Ecology by certified mail or hand delivery a certification signed by the CQA 16
officer that the approved CQA plan has been successfully carried out and that the unit 17
meets the requirements of WAC 173-303-665(2)(h) or (j); and the procedure in 18
WAC 173-303-810(14)(a) has been completed.  Documentation supporting the CQA 19
officer's certification shall be furnished to Ecology upon request.20

III.11.D.1.c Construction Inspection Reports21

Permittees shall submit a report documenting the results of the leachate tank installation 22
inspection.  This report must be prepared by an independent, qualified installation 23
inspector or a professional IQRPE either of whom is trained and experienced in the 24
proper installation of tank systems or components.  The Permittees will remedy all 25
discrepancies before the tank system is placed in use.  This report shall be submitted to 26
Ecology 90 days prior to IDF operation and be included in the IDF Operating Record.  27
[WAC 173-303-640(3)(h)].28

III.11.D.1.d ECN/NCR Process for Critical Systems29

Portions of the following conditions for processing engineering change notices and 30
non-conformance reporting were extracted from and supersede Site-Wide General Permit 31
Condition II.L. 32

Engineering Change Notice for Critical Systems33

During construction of the IDF, the Permittees shall formally document changes to the 34
approved designs, plans, and specifications, identified in Appendices 4A, 4B, 4C, and 4D 35
of this permit, with an ECN.  36

The Permittees shall maintain all ECNs in the IDF unit-specific Operating Record and 37
shall make them available to Ecology upon request or during the course of an inspection.  38
The Permittees shall provide to Ecology copies of proposed ECNs affecting any critical 39

1 "Independent qualified registered professional engineer," as used here and elsewhere with respect to Operating Unit 11, means 
a person who is licensed by the state of Washington, or a state which has reciprocity with the state of Washington as defined in 
RCW 18.43.100, and who is not an employee of the owner or operator of the facility for which construction or modification 
certification is required.  A qualified professional engineer is an engineer with expertise in the specific area for which a 
certification is given.
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system within five (5) working days of initiating the ECN.  Identification of critical 1
systems is included in Permit Condition III.11.C.1 and Appendix 4A of this Permit.  2
Within five (5) working days, Ecology will review a proposed ECN modifying a critical 3
system and inform the Permittees whether the proposed ECN, when issued, will require a 4
Class 1, 2, or 3 Permit modification.5

Non-conformance Reporting for Critical Systems6

During construction of the IDF, the Permittees shall formally document with a7
NCR, any work completed which does not meet or exceed the standards of the 8
approved design, plans and specifications, identified in Appendices 4A, 4B, 4C 9
and 4D of this Permit.  The Permittees shall maintain all NCRs in the IDF10
unit-specific Operating Record and shall make them available to Ecology upon 11
request, or during the course of an inspection.12

The Permittees shall provide copies of NCRs affecting any critical or regulated 13
system to Ecology within five (5) working days after identification of the 14
nonconformance.  Identification of critical systems is included in Permit 15
Condition III.11.C.1 and Appendix 4A of this Permit.  Ecology will review a 16
NCR affecting a critical system and notify the Permittees within five (5) working 17
days, in writing, whether a Permit modification is required for any 18
nonconformance, and whether prior approval is required from Ecology before 19
work proceeds, which affects the nonconforming item.20

As-Built Drawings21

Upon completing construction of IDF, the Permittees shall produce as-built 22
drawings of the project, which incorporate the design and construction 23
modifications resulting from all project ECNs and NCRs, as well as 24
modifications made pursuant to WAC 173-303-830.  The Permittees shall place 25
the drawings into the Operating Record within twelve (12) months of completing 26
construction.27

III.11.D.2 The Permittees shall not reduce the minimum frequency of destructive testing less than 28
one test per 500 feet of seam, without prior approval in writing from Ecology.29

III.11.E GROUND WATER AND GROUND WATER MONITORING30

Ground water shall be monitored in accordance with + and the provisions contained in 31
the Ecology-approved facility ground water monitoring plan (Chapter 5.0).  All wells 32
used to monitor the ground water beneath the unit shall be constructed in accordance with 33
the provisions of WAC 173-160.34

III.11.E.1 Ground Water Monitoring Program35

III.11.E.1.a Prior to initial waste placement in the IDF landfill, the Permittees shall sample all ground 36
water monitoring wells in the IDF network twice quarterly for one first year to determine 37
baseline conditions.  For the first sampling event (and only the first), samples for each 38
well will include all constituents in 40 CFR 264 Appendix IX.  Thereafter, sampling will 39
include only those constituents as specified in Chapter 5.0, Table 5-2: chromium (filtered 40
and unfiltered the first year to compare results), specific conductance, TOC, TOX, and 41
pH.  Other constituents to be monitored but not statistically compared include alkalinity, 42
anions, Inductively Coupled Plasma metals, and turbidity. These will provide important 43
information on hydrogeologic characteristics of the aquifer and may provide indications 44
of encroaching contaminants from other facilities not associated with IDF.45
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III.11.E.1.b After the baseline monitoring is completed, and data is analyzed, the Permittees and 1
Ecology shall assess revisions to Chapter 5.0, Table 5-2.  Subsequent samples will be 2
collected annually and will include constituents listed in Table 5-2 as approved by 3
Ecology.  All data analysis will employ Ecology approved statistical methods pursuant to 4
WAC 173-303-645.  Changes to Chapter 5.0 will be subject to the permit modification 5
procedures under WAC 173-303-830.6

III.11.E.1.c All constituents used as tracers to assess performance of the facility through computer 7
modeling should be sampled at least annually to validate modeling results.  Groundwater 8
monitoring data and analytes to be monitored will be reviewed periodically as defined in 9
Chapter 5.0 of this Permit.10

III.11.E.1.d Upon Ecology approval of the leachate monitoring plan, leachate monitoring and11
groundwater monitoring activities should be coordinated as approved by Ecology to form 12
an effective and efficient means of monitoring the performance of the IDF facility.13

III.11.E.1.e Groundwater monitoring data shall be reported to Ecology annually by July 31.  The 14
annual report shall include monitoring results for the 12-month period from January 1 15
through December 31.16

III.11.F LEACHATE COLLECTION COMPONENT MANAGEMENT17

Permittees shall design, construct, and operate all leachate collection systems to minimize 18
clogging during the active life and post closure period.19

III.11.F.1 Leachate Collection and Removal System20

III.11.F.1.a At least 120 days prior to initial waste placement in the IDF, the Permittees shall submit a 21
Leachate monitoring plan to Ecology for review, approval, and incorporation into the22
permit.  Upon approval by Ecology, this plan will be incorporated into the Permit as a 23
class 11 modification.  The Permittees shall not accept waste into the IDF until the 24
requirements of the leachate monitoring plan have been incorporated into this Permit.25

III.11.F.1.b Leachate in the LCRS (primary sump) shall be sampled and analyzed monthly for the 26
first year of operation of the facility and quarterly thereafter (pursuant to 27
WAC 173-303-200).  Additionally, leachate shall be sampled and analyzed to meet waste 28
acceptance criteria at the receiving treatment storage and disposal facility.29

III.11.F.1.c Permittees shall manage the leachate in the LCRS system in a manner that does not allow 30
the fluid head to exceed 30.5 cm above the flat 50-foot by 50-foot LCRS sump HDPE 31
bottom liner except for rare storm events as discussed in Chapter 4.0, §4.3.6.1 and the 32
LCRS sump trough [WAC 173-303-665(2)(h)(ii)].  Liquid with a depth greater than 33
30.5 cm above the SLDS liner will be removed at the earliest practicable time after 34
detection (not to exceed 5 working days).35

III.11.F.1.d After initial waste placement, Permittees shall manage all leachate from the permitted 36
cell as dangerous waste (designated with Dangerous Waste Number F039) in accordance 37
with WAC 173-303.38

III.11.F.2 Monitoring and Management of Leak Detection System (LDS/secondary sump)39

III.11.F.2.a Permittees shall manage the leachate in the LDS system in a manner that does not allow 40
the fluid head to exceed 30.5 cm above the LDS liner [WAC 173-303-665(2)(h)(ii)].41

III.11.F.2.b Permittees shall monitor and record leachate removal for comparison to the Action 42
Leakage Rate (ALR) as described in Appendix 4C, Response Action Plan.  If the leachate 43
flow rate in the LDS exceeds the ALR, the Permittees shall implement the Ecology 44
approved response action plan (Appendix 4C).45
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III.11.F.2.c Leachate from the LDS (secondary sump) shall be sampled semi-annually if a pumpable 1
quantity of leachate is available for sampling.2

III.11.F.2.d Accumulated liquid of pumpable quantities in the LDS will be managed in a manner that 3
does not allow the fluid head to exceed 30.5 cm above the LDS liner 4
[WAC 173-303-665(2)(h)(ii) and (iii)].  Liquid with a depth greater than 30.5 cm above 5
the LDS liner will be removed at the earliest practicable time after detection (not to 6
exceed 5 working days).7

III.11.F.3 Monitoring and Management of the SLDS8

III.11.F.3.a At least 180 days prior to initial waste placement, the, the Permittees shall submit to 9
Ecology for approval a sub-surface liquids monitoring and operations plan (SLMOP) for 10
the SLDS to include the following: monitoring frequency, pressure transducer 11
configuration, liquid collection and storage processes, sampling and analysis and 12
response actions.  The SLMOP shall be approved by Ecology prior to placement of waste 13
in the IDF, and incorporated into the Permit as a Class 11 modification.14

III.11.F.3.b Permittees shall monitor and manage the SLDS (tertiary sump) pursuant to the approved 15
sub-surface liquids monitoring and operations plan.16

III.11.F.3.c Accumulated liquid of pumpable quantities in the SLDS will be managed in a manner 17
that does not allow the fluid head to exceed 30.5 cm above the SLDS liner 18
[WAC 173-303-665(2)(h)(ii) and (iii)].  Liquid with a depth greater than 30.5 cm above 19
the SLDS liner will be removed at the earliest practicable time after detection (not to 20
exceed 5 working days).21

III.11.F.3.d After initial waste placement, Permittees shall manage all leachate from the permitted 22
cell as dangerous waste in accordance with WAC 173-303.23

III.11.G CONSTRUCTION WATER MANAGEMENT24

III.11.G.1 During construction, it is anticipated that liquids will accumulate on top of all liners and 25
sumps.  Permittees shall manage the construction wastewater in accordance with State 26
Waste Discharge Permit ST 4511.27

III.11.G.2 Liquid accumulation within the LCRS, LDS, and SLDS prior to initial waste placement 28
will be considered construction wastewater (i.e., not leachate).29

III.11.H LANDFILL LINER INTEGRITY MANAGEMENT & LANDFILL OPERATIONS30

III.11.H.1 Permittees shall design, construct, and operate the landfill in a manner to protect the 31
liners from becoming damaged.  Temperature: Waste packages with elevated 32
temperatures shall be evaluated and managed in a manner to maintain the primary (upper) 33
liner below the design basis temperature for the liner (e.g.,160 F).  Weight: Waste, fill 34
material and closure cover shall be placed in a manner that does not exceed the allowable 35
load bearing capacity of the liner (weight per area 13,000 lb/ft2).  Puncture: At least 3 feet 36
of clean backfill material shall be placed as an operations layer over the leachate 37
collection and removal system to protect the system from puncture damage.38

III.11.H.1.a All equipment used for construction and operations inside of the IDF shall meet the 39
weight limitation as specified in Permit Condition III.11.H.1.  Only equipment that can 40
be adequately supported by the operations layer as specified in Permit 41
Condition III.11.H.1 (e.g., will not have the potential to puncture the liner) shall be used 42
inside of the IDF.  All equipment used for construction and operations outside of the IDF 43
shall not damage the berms.  Changes to any equipment will follow the process 44
established by condition II.R of the site wide permit.  Within 120 days from the effective 45
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date for the permit, a process for demonstrating compliance with this condition shall be 1
submitted for review by Ecology.  This process will be incorporated into appropriate IDF 2
operating procedures prior to IDF operations.3

III.11.H.2 The Permittees shall construct berms and ditches to prevent run-on and run-off in 4
accordance with the requirements of Chapter 4, Section 4.3.8 of the IDF portion of this 5
permit.  Before the first placement of waste in the IDF, the Permittees shall submit to 6
Ecology a final grading and topographical map on a scale sufficient to identify berms and 7
ditches used to control run-on and run-off.  Upon approval, Ecology will incorporate 8
these maps into the permit as a Class 11 modification.9

III.11.H.3 The Permittees shall operate the RCRA IDF Cell (Cell1) in accordance with 10
WAC 173-303-665(2) and the operating practices described in Chapters 3.0, 4.0, 6.0, 8.0, 11
Addendum J.1, Addendum J.2, and Appendix 4A, §1, subsection 7, except as otherwise 12
specified in this Permit.13

III.11.H.4 The Permittees shall maintain a permanent and accurate record of the three-dimensional 14
location of each waste type, based on grid coordinates, within the RCRA IDF Cell (Cell1) 15
in accordance with WAC 173-303-665(5).16

III.11.I WASTE ACCEPTANCE CRITERIA17

The only acceptable waste form approved for disposal at the RCRA cell of IDF are IDF 18
operational waste, ILAW in glass form from the Waste Treatment Plant (WTP) Low 19
Activity Waste (LAW) Vitrification facility and ILAW from the Bulk Vitrification 20
Research Demonstration and Development facility (up to 50 boxes).  Specifics about 21
waste acceptance criteria for each of these wastes are detailed below.22

No other waste forms may be disposed at the RCRA cell of IDF unless authorized via a 23
Final Permit modification decision.  Requests for Permit modifications must be 24
accompanied by an analysis adequate for Ecology to comply with State Environmental 25
Policy Act (SEPA), as well as by a risk assessment and groundwater modeling to show 26
the environmental impact.  Permit Condition III.11.I.5 outlines the process by which 27
waste sources in the IDF are modeled in an ongoing risk budget and a ground water 28
impact analysis.29

III.11.I.1 Six months prior to IDF operations Permittees shall submit to Ecology for review, 30
approval, and incorporation into the permit, all waste acceptance criteria to address, at a 31
minimum, the following: physical/chemical criteria, liquids and liquid containing waste, 32
land disposal restriction treatment standards and prohibitions, compatibility of waste with 33
liner, gas generation, packaging, handling of packages, minimization of subsidence.34

III.11.I.1.a All containers/packages shall meet void space requirements pursuant to 35
WAC 173-303-665(12).36

III.11.I.1.b Compliance Schedule37

Six months prior to IDF operations, the Permittees shall submit to Ecology for review, 38
approval, and incorporation into the permit any necessary modifications to the IDF Waste 39
Analysis Plan (Chapters 3.0 of the IDF portion of this permit).40

III.11.I.2 ILAW Waste Acceptance Criteria41

The only ILAW forms acceptable for disposal at IDF are: (1) approved glass canisters 42
that are produced in accordance with the terms, conditions, and requirements of the WTP 43
portion of the Permit, and (2) the 50 bulk vitrification test boxes as specified in the 44
DBVS test plans.45
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To assure protection of human health and the environment, it is necessary that the 1
appropriate quality of glass be disposed at IDF.  The Land Disposal Restrictions (LDR) 2
Treatment Standard for eight metals (arsenic, barium, cadmium, chromium, lead, 3
mercury, selenium and silver), when associated with High Level Waste, is High Level 4
VIT (HLVIT) (40 CFR 268).  Because these metals are constituents in the Hanford Tanks 5
Waste, the LDR standard for ILAW disposed to IDF is HLVIT.6

For any ILAW glass form(s) that the United States Department of Energy (DOE) intends 7
to dispose of in IDF, DOE will provide to Ecology for review, an ILAW Waste Form 8
Technical Requirements Document (IWTRD).  The IWTRD will contain:9

III.11.I.2.a WTP ILAW Waste Acceptance Criteria10

A description of each specific glass formulation that DOE intends to use including a basis 11
for why each specific formulation is proposed for use, which specific tank wastes the 12
glass formulation is proposed for use with, the characteristics of the glass that are key to 13
satisfactory performance (e.g., Vapor Hydration Test (VHT), Product Consistency Test 14
(PCT), and Toxicity Characteristic Leaching Procedure (TCLP) and/or other approved 15
performance testing methodologies that the parties agree are appropriate and necessary), 16
the range in key characteristics anticipated if the specific glass formulation is produced 17
on a production basis with tank waste, and the factors that DOE must protect against in 18
producing the glass to ensure the intended glass characteristics will exist in the actual 19
ILAW.20

A performance assessment that provides a reasonable basis for assurance that each glass 21
formulation will, once disposed of in IDF in combination with the other waste volumes 22
and waste forms planned for disposal at the entire IDF, be adequately protective of 23
human health and the environment; and will not violate or be projected to violate all 24
applicable state and federal laws, regulations and environmental standards.25

Within 60 days of a request by Ecology, the Permittees shall provide a separate model run 26
using Ecology’s assumptions and model input.27

A description of production processes including management controls and quality 28
assurance/quality control requirements that assure that glass produced for each 29
formulation will perform in a reasonably similar manner to the waste form assumed in the 30
performance assessment for that formulation.31

The Permittees shall update the IWTRD consistent with the above requirements for 32
review by Ecology consistent with their respective roles and authority as provided under 33
the Tri-Party Agreement (TPA).  Ecology comments shall be dispositioned through the 34
Review Comment Record (RCR) process and will be reflected in further modeling to 35
modify the IDF ILAW Chapter 3.0, Waste Analysis Plan as appropriate.  36

The initial IWTRD contained glass formulation data as required by Permit Condition 37
III.11.I.2.a.i, and was submitted on December 18, 2006 (AR Accession # 0906020182).  38
The performance assessment required by Permit Condition III.11.I.2.a.ii, and the quality 39
assurance/quality control requirements process required by Permit 40
Condition III.11.I.2.a.iii shall be submitted for Ecology review as soon as possible after 41
issuance of the Final Tank Closure and Waste Management Environment Impact 42
Statement (EIS) and receipt of underlying codes and data packages, and at least 180 days 43
prior to the date DOE expects to receive waste at IDF.  At a minimum, the Permittees 44
shall submit updates to the IWTRD to Ecology every five years or more frequently with 45
the next one due June 30, 2015, if any of the following conditions exist:46
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The Permittees submits a permit modification request allowing additional waste 1
forms to be disposed of at IDF.2

The WTP or other vitrification facility change their glass formulations from those 3
previously included in the IWTRD.4

An unanticipated event or condition occurs that Ecology determines would warrant 5
an update to the IWTRD.6

The Permittees shall not dispose of any WTP ILAW not described and evaluated in the 7
IWTRD.8

III.11.I.3 ILAW Waste Acceptance Criteria Verification.9

III.11.I.3.a Six months prior to disposing of ILAW in the IDF, the Permittees will submit an ILAW 10
verification plan to Ecology for review and approval.  This plan will be coordinated with 11
WTP, Ecology, and the Permittees personnel.  This plan will outline the specifics of 12
verifying ILAW waste acceptance through WTP operating parameters, and/or glass 13
sampling.  The Plan will include physical sampling requirements for batches, glass 14
formulations, and/or feed envelopes.15

III.11.I.4 DBVS Bulk Vitrification Waste Acceptance Criteria16

III.11.I.4.a Bulk Vitrification waste forms that are acceptable to be disposed of at IDF are up to 17
50 boxes of vitrified glass produced pursuant to the DBVS Research, Development, and 18
Demonstration (RD&D) Permit from processing Hanford Tank S-109 tank waste.19

III.11.I.4.b If Bulk Vitrification is selected as a technology to supplement the Waste Treatment Plant, 20
the IDF portion of the Permit will need to be modified to accept Bulk Vitrification Full 21
Scale production waste forms.  This modification will need to be accompanied by 22
appropriate TPA changes (per M-062 requirements) and adequate risk assessment 23
information sufficient for the Department of Ecology to meet its SEPA obligations.24

III.11.I.4.c DBVS Waste Acceptance Verification will occur on 100% of the waste packages.  25
Pursuant to the DBVS RD&D Permit, a detailed campaign test report will be produced 26
and submitted to Ecology detailing results of all testing performed on each waste package 27
that is produced.  IDF personnel shall review these reports to verify that the waste 28
packages meet IDF Waste Acceptance Criteria.29

III.11.I.4.d The Permittees shall not dispose of any waste forms that do not comply with all 30
appropriate and applicable treatment standards, including all applicable LDR.31

III.11.I.5 Modeling – Risk Budget Tool32

III.11.I.5.a The Permittees must create and maintain a modeling - risk budget tool, which models the 33
future impacts of the planned IDF waste forms (including input from analyses performed 34
as specified in Permit Conditions III.11.I.2.a through III.11.I.2.a.ii) and their impact to 35
underlying vadose and ground water.  This software tool will be submitted for Ecology 36
review as soon as possible after issuance of Final Tank Closure and Waste Management 37
EIS and receipt of underlying codes and data packages, and at least 180 days prior to the 38
date DOE expects to receive waste at IDF.  The risk budget tool shall be updated at least 39
every 5 years.  The model will be updated more frequently if needed, to support permit 40
modifications or SEPA Threshold Determinations whenever a new waste stream or 41
significant expansion is being proposed for the IDF.  This risk budget tool shall be 42
conducted in manner that is consistent with state and federal requirements, and represents 43
a risk analysis of all waste previously disposed of in the entire IDF (both cell 1 and cell 2) 44
and those wastes expected to be disposed of in the future for the entire IDF to determine 45
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cumulative impacts.  The groundwater impact should be modeled to evaluate fate and 1
transport in the groundwater aquifer(s) and should be compared against various 2
performance standards including but not limited to drinking water standards (40 CFR 1413
and 40 CFR 143).  Ecology will review modeling assumptions, input parameters, and 4
results and will provide comments to the Permittees.  Ecology comments shall be 5
dispositioned through the RCR process and will be reflected in further modeling to 6
modify the IDF ILAW waste acceptance criteria as appropriate.7

The modeling-risk budget tool will include a sensitivity analysis reflecting parameters 8
and changes to parameters as requested by Ecology.9

If these modeling efforts indicate results within 75% of a performance standard 10
[including but not limited to federal drinking water standards (40 CFR 141 and 11
40 CFR 143)], Ecology and the Permittees will meet to discuss mitigation measures or 12
modified waste acceptance criteria for specific waste forms.13

When considering all the waste forms to be disposed of in IDF, the Permittees shall not 14
dispose of any waste that will result (through forward looking modeling or in real 15
groundwater concentrations data) in a violation of any state or federal regulatory limit, 16
specifically including but not limited to drinking water standards for any constituent as 17
defined in 40 CFR 141 and 40 CFR 143.18

III.11.I.6 The Permittees shall not dispose of any waste that is not in compliance with state and 19
federal requirements as identified in Chapter 13.0.20

III.11.I.6.a In accordance with DOE's authority under the Atomic Energy Act of 1954, as amended 21
and other applicable law, prior to disposing of any mixed ILAW in the IDF, DOE will 22
certify to the State of Washington that it has determined that such ILAW is not high-level 23
waste and meets the criteria and requirements outlined in DOE's consultation with the 24
U.S. Nuclear Regulatory Commission beginning in 1993 (Letter from R.M. Bernero, 25
USNRC to J. Lytle, USDOE, dated March 2, 1993; Letter from J. Kinzer, USDOE, to C. 26
J. Paperiello, USNRC, Classification of Hanford Low-Activity Tank Waste Fraction, 27
dated March 7, 1996; and Letter from C.J. Paperiello, USNRC, to J. Kinzer, USDOE, 28
Classification of Hanford Low-Activity Tank Waste Fraction, dated June 9, 1997).  29
While the requirement to provide such certification is an enforceable obligation of this 30
permit, the provision of such certification does not convey, or purport to convey, 31
authority to Ecology to regulate the radioactive hazards of the waste under this permit.32

III.11.I.7 IDF Operational Waste Acceptance Criteria.33

III.11.I.7.a IDF operational activities (including decontamination, cleanup, and maintenance) will 34
generate a small amount of waste.  Waste that can meet IDF waste acceptance without 35
treatment will be disposed of at the IDF.  All other IDF operational waste will be 36
managed pursuant to WAC 173-303-200.37
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PART III, OPERATING UNIT 11 UNIT-SPECIFIC CONDITIONS2

INTEGRATED DISPOSAL FACILITY3
4
5

This document sets forth the operating conditions for the Integrated Disposal Facility (IDF).6

III.11.A COMPLIANCE WITH APPROVED PERMIT7

The Permittees shall comply with all requirements set forth in the Integrated Disposal Facility (IDF) 8
Permit conditions, the Chapters and Appendices specified in Permit Condition III.11.A and the 9
Amendments specified in Permit Conditions III.11.B through III.11.I.  All subsections, figures, and tables 10
included in these portions are enforceable unless stated otherwise:11

OPERATING UNIT 11:12

Chapter 1.0 Part A Form, dated October 1, 200813

Chapter 2.0 Topographic Map Description, dated September 30, 201414

Chapter 3.0 Waste Analysis Plan, dated June 30, 201315

Chapter 4.0 Process Information, dated December 31, 200816

Appendix 4A Design Report (as applicable to critical systems), dated June 30, 201617

Appendix 4B Construction Quality Assurance Plan, dated April 9, 200618

Appendix 4C Response Action Plan, dated April 9, 200619

Appendix 4D Construction Specifications (RPP-18489, Rev. 1), dated December 31, 200620

Chapter 5.0 Ground Water Monitoring, dated June 30, 201021

Chapter 6.0 Procedure to Prevent Hazards, dated June 20, 201322

Addendum J.1 Contingency Plan – Pre-Active Life, dated August 21, 2018TBD23

Addendum J.2 Contingency Plan – Active Life, dated March 31, 201624

Chapter 8.0 Personnel Training, dated September 30, 201425

Chapter 11.0 Closure, dated September 30, 201426

Chapter 13.0 Other Federal and State Laws, dated April 9, 200627

General and Standard Hanford Facility Resource Conservation and Recovery Act (RCRA) Permit, 28
WA7890008967 (Permit) conditions (Part I and Part II Conditions) applicable to the IDF are identified in 29
Permit Attachment 9 (Permit Applicability Matrix).30

III.11.B AMENDMENTS TO THE APPROVED PERMIT31

III.11.B.1 Portions of Permit Attachment 4, Hanford Emergency Management Plan that are not 32
made enforceable by inclusion in the applicability matrix for that document, are not made 33
enforceable by reference in this document.34

III.11.B.2 Permittees must comply with all applicable portions of the Permit.  The facility and35
unit-specific recordkeeping requirements are distinguished in the General Information 36
Portion of the Permit, and are tied to the Permit conditions.37

III.11.B.3 The scope of this Permit is restricted to the landfill construction and operation as 38
necessary to dispose of: 1) Immobilized Low Activity Waste (ILAW) from the WTP,39
and 2) the Demonstration Bulk Vitrification System (DBVS) and IDF operational waste 40
as identified in Chapter 4.0.  Future expansion of the RCRA trench, or disposal of other 41
wastes not specified in this Permit, is prohibited unless authorized via modification of 42
this Permit.43
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